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ProScience Analytical Services, Inc
5

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

February 22, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

'-

./J
i

Enclosure:
BATCH NUMBER: N 30623 CLIENT PROJECT 10: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA 10# AA000156; ME 10# LB-055; ME ID# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI ID# 186.

22 Cummings Park· Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Anat"tical Services, Inc

Client#: 44
Ciient Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30623
Date Sampled: NIA
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % % %Total %
LAB In Field In Color Sample Non Fib.!

Weight Chrysotilc Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299409 501-0BA Ml. Clrs. .6515 10.28 .00 .00 .00 .00 .00 29.56 29.30 10.28 30.86
Description: White w/Brown & White Flecks 11xl2 Floor Tile

Location: N/A Analyzed / Charged: Yes
Comments; Preped I Charged : No

Initial % Asbestos Types % % Total % %
LAB ID Field IO Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299410 518-08B Ml. Clrs. .5881 0 0 0 0 0 0 0 0 0 0
Description: White w/Brown & White Flecks Ilxl2 Floor Tile
Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299411 531-0BC MI. Cll's. .5195 0 0 0 0 0 0 0 0 0 0
DesCliption: White w/Brown & White Flecks 12xl2 Floor Tile

Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total % %

LAB lD Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299412 501-09A Black .0786 14.76 .00 .00 .00 .00 .00 67.05 14.50 14.76 3.69
Description: Mastic w/White w/Brown & Whitc Flecks 12xl2 Floor Tile

Localion: N/A Analyzed I Charged: Yes

Comments: Prcped I Charged : No

Page 1 of 4



ProScience Ana." tical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name; ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30623
Date Sampled: N/A
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % %
% Total %

LABID Field ID Color Sample Non Fib. /
Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299413 518A-09B Black .0789 0 0 0 0 0 0 0 0 0 0
Description: Mastic w/White w/Brown & White Flecks 12x12 Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Preped / Charged : Ye'

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299414 531-09C 0 0 0 0 0 0 0 0 0 0 0
Description: Mastic w/White w/Brown & White Flecks 12x 12 Floor Tile

Location: N/A Analyzed / Charged: No

Comments', Not Enough Mastic to Analyze Preped I Charged : No

Initial % Asbestos Types % % Total % %

LABID Field lD Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299415 501-IOA Brown .2013 .00 .00 .00 .00 .00 .00 51.91 1.49 .00 46.60

Description: Covebase Mastic

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. /

Weight ChrysotiIe Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299416 518-IOB Brown .1048 .00 .00 .00 .00 .00 .00 49.14 6.68 .00 44.18

Description: Covebase Mastic

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

Page 2 of 4



ProScience Ana.ytical Services, Inc

Client #: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friabie Organically Bound Materials

Batch: N 30623
Date Sampled: N/A
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % % Total %
%

LABID Field ID ColoI' Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299417 542-IOC Brown .6882 .00 .00 .00 .00 .00 .00 13.86 72.90 .00 13.24
Description: Covcbase Mastic

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amositc Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299418 501-IIA Brown .3970 .00 .00 .00 .00 .00 .00 42.87 17.71 .00 39.42
Description: Covcbase

Location: N/A Analyzed I Charged; Yes

Comments: Prepcd I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORO Carbonate Asbestos Non Asb.

N299419 518-IIB Brown .3802 .00 .00 .00 .00 .00 .00 43.29 17.81 .00 38.90

Description: Covebase

Location: NIA Analyzed! Charged: Yes

Comments: Preped ! Charged : No

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299420 503-12A Red .0516 .00 .00 .00 .00 .00 .00 48.26 9.88 .00 41.86

Description: Fire Stop Sealant

Location: NIA
Analyzed! Charged: Yes

Comments: Preped ! Charged : No

Page 3 of4



ProScience Ana./tical Services, Inc

Client#: 44
Client Project: 60-22267-OOOg
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30623
Date Sampled: NIA
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % % Total %
%

LAB ID Field III Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299421 524-17A Brown .4334 .00 .00 .00 .00 .00 .00 29.74 3832 .00 31.94
Descliption: Brown 12 x 12 Floor Tile

Location: NIA Analyzed I Charged : Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299422 524-18A Black .0261 638 .00 .00 .00 .00 .00 70.88 14.94 638 7.80
Descliption: Black Mastic from Brown 12 x 12 Floor Tile

Location: NIA Analyzed / Charged: Yes

Co,mt;1c9ts:4 ~ // Preped / Charged : No

<s;:tJ!ff?ll!~; Y~J41A~/~

Page 4 of 4
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Proscience Analytical Services, Inc.i~L'lVlkMOB Analysis Worksheet
'~k; --'~~'%1t~~~\

22 Cummings Park, Woburn, MA 01801, tel.# (781 )-935-3212"";

~
Client Name: i.. . Batch Number:

Client Reference: ~J'gi( )"'/1 i ~Qn CcuJ70cM~ Date Sampled:
Client Project # " _ ;). , -dOd

'~,'VJ<
1. ..."
' '~,-"'.....~

1 2 3 4 5 6V 8 9
Sample Cruc. Wt. & Therm .. ., % Total %

Lab 10 Field 10 Cr~c. Cruc. WL & Weight. (2 Sample Ash WT Filler Filler w.t Res~due Residue %. COC Non Asb Asb &
Weight Sample 1) Heat 3-(2-4) WT After ACid Weight ASB % / Organic as Com Type

J,qqqlf..) ()61J 1U2:L'2. 11.7737 11.5811 b,~Iil' I mO 2q:rfj~

(..1\0 C'b"6 r:dOI5
13

,1?8'16 1'31'2.6\ I{\~~~ ;rJ-:S(/{ 1/0.1 11-I-")
12.82.68 , ' •.~ . () v h-

'. Y I \ erG' 12.?:PB 1"2..6600 I N'I.... !)L/!lJ1 --r
IG,oB 4-1 . ._- f-',·I!...:....::.......t~-+---+Qf.......:::.r.,!.·-'<nJ-'.+r:'+-_.I---+---.J.---

, lj \d. 614 i6. DD55 ib,03i4- ,rrsol n~ tr
no 1'2.,011'2.q . /' til I , f\

41J, ~-liq i'2..0140 1'2..0'088 fO;}'?,) 1J,/\Aj'"t-~

./ I ' , t
"414 09(' .. Y 'f. No M A 'si TIC .

Li/5' / (Jfl 1'?J.4847 13.08 b a 1?:J.58t5 .1 I /Oifel IILAn
• 16,2.1:>4:> 'I J -IV/'

Llj0 lolA 16,12.'11 16.1800 \ ,CO] !lUII}1
./ 14.6B84J-lY"'r

'-Ill (DC 14:'00'2. 14.59,0, t/D7-1 f\J\/1

I r
IJ 1i-t.36'L6 \ J' (1'" I I'~;;;Z;

4l1<' /-I'I;'.9b56 14.\'92.4 I T).~ AJVJ () _
. Percent Weight of Dolomite/Calcite - 100 X (5-8)/3 '- Percent Weight of Organic Materia)li"1' ,1JOO X (1!J4X3::r;- A"

Percent Weight of Asbestos = Lower X 8/3 to UPeer X 8/3 Analyst SignaturelDate A (V 1- '~Iili A II"! J...-vvvtVI
v' / ~

/I /_~ I /
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33

24

63

61

64

''{

66
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N:jCXoa0Balch Number:

Dale Sampled:
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Proscie~ceAnalytical Services, Inc. ifjC!Si~'fl0B Analysis Worksheet
22 Cummings Park, Woburn, MA 01801, tel.# (781)-935-3212 "

&?~ C,,"f) bw~Client Name:

Client Reference:
Client Project #

67

11.

n

32.

1 2 3 4 5 6 7 8 9

GrUG. GrUG. WI. &
Sample GrUG. WI. & Therm

Filter Filter WI Residue Residue %
%

Non Asb
Total %

lab 10 Field 10
Weight Sample

Weight (2 Sample AshWT
WT After Acid Weight ASB% Organic

GOG
Com

Asb &
1) Heat 3-(2-4) OS Type

1/6
15.'244 I

1!{,3 C
, ;U~D, aqcll/\q 14.Bb39 15.01'15

/ 1'2 ..41 b 1 " Jt)VJ
lIJ-O 17J+ '1'2..4245 ;2,451'2. ,.tJ31-b , ~'L

14,612>7
'/J"ILf

I i( '\ ,f' .f/J tnc-:· ,~
-

LI ;;tl nA- '4.16o·~ 14.4848 1\ v, ~.W J~lJ
:/. 11.9073

....- -- f A/V} 'i!--vI
II.~

I W#714oa- INA 11.8BIQ. 11.89<81'< .fFI 7- ~ "J.. II \. --< ~

I

Percent Weight of Dolomite/Calcite 
Percent Weight of Asbestos =

____ 100 X (5-8)/3

____Lower X 8/3 to UPeer X 8/3
Percent Weight of Organic Materials = 100 X (2-4)/3

Analyst Signature/Date ~ '. ./

V Zf22/~



Os Days

ProSch. .:e Analytical Services, Inc. DRUSH <6 Hours e I Of '7
PLM Asbestos Chain of Custody Record . ~44t Turn Around Time Requested

LASORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Currunings Park, Woburn, MA 01801 883 North Mounlaln Rd.. Newington, CT 06111 0 Same day 0 24 Hour C~48:3 0 72 Hour

T:781-935-3212 F:781-932-4857 T:860-953·1022 F:850-963·1030

.. ~ - RJTD?-dr~S' 3 ~ 35"pft1

'f5- Analyzed: '

170-~---

Refractive lndlclltS I Asbnt03 Peroentage (%) I Non Asb~los Percenlage (%)

LCI,clo Typ0...J I

~
•
"

Oil I I I ~I ~ I~ I~ I -tl ~ I ~ e• .,g •"" ] • "
~

.9 • ; u."0 '" .= 0 ~ 0

II I...L I 61 .1:181';:1 .l'I:I'1 :;: .. • ~ is 0
(J J: '" Z

Relinqueshed By:

Received By and Date:

Quantity Received: _

Faxed By and Date:__--;::::=:::::;- _

Stop on First Positive:Ye~No _

QC BvlDate:

N~()(oa3

, I I ,.-i I ! -: I I I I I"

Analyzed By I Date:
, Visual ~I· Properties

~

~ '" ~ 8 E

D .. /L' I 1
0

0' 0 • Ii ...escnptlOn ocatlon ~ e J! "0 .g [ij .~ ~
'-j;::J.o'=oo.:;:o
~oi~~~5.g:j
U ~ ~ ~ ~ ill ~ ~ ~

2'f.,'L10+ Ce\\~\\.\::

520

5'-\.\

S-Z"\

02

S'iO

Field ID
Sampled

date

5\.:{

50">

Lab ID

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781·932-6211

Contact: Michael Lane

For Lab Use> Balch Number:

Comments:

For complete information about our services and locations o/ease visit us at www.oroscience.net or "all fh .. nllrnh..r~", "hnVA



ProSch :e Analytical Services, Inc. .. DRUSH <6 Hours e Z Of 7

PLM Asbestos Chain of Custody Record ~~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Curmnlngs Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-963-1030

D Same day D 24 Hour D 46 Hour D 72 Hour D 5 Days

Refractive Indlcle5 I Asbestos Percentage (%) Non Asbestos Percentage (%)

CI",r.~ ,.J

~
~"

~I .. I'al,lj ~ ~ e
011 I I I " • .ll

~-a~ .l!
~ ] ;;

~161! ~ ! E' '" • u.
• • .ii .. •51 .; • ~

II 1.1...1 ~ " • ~ 5 0::;; " :c '" z

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Oate:__--;::::=::::;- _

Stop on FirstPosltive:Ye~ No

QC Bv/Date:
Opllcal Properties

,g
• 11 E

~.& •."
'O.Qi]0I2
~ ;; ..., je- .E l:: "Q5

~;n~~a.

tV3CXQ g,'D

Visual

flO" ~ !; ~
-§ I0 'ii I·gU J: J- u..

Analyzed By / Date:
i

Description / Location

5'\1.

6,

Field ID
Sampled

date

5\{~

o

g .j.." ( :1.-

A IOl~
S\e" 1

() L\ (?,

5'-\5

S\e,'?

O\\L

Lab ID

Client: ATC· OCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932·6211

Contact: Michael Lane

For Lab· Use> Batch Number:

Comments:

For cort1lJlete information about our services and locations o/ease visit us at www.Droscience.m:~tor call thl'! nlJmhtm;; :ohnvt>



ProSch ;e Analytical Services, Inc. A DRUSH <6 Hours Ie .3 Of I
PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LASORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

683 North Mountain Rd.. Newlnglon, CT 06111

T:860-953.1022 F:860-963-1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Refractlvo lndicles I Asbestos Percenlage (%) Non Asbestos Percentage (%)

Lelfele T...YQ!
"0 a "0 '" ~ ~ ~011 I

I~I II 01 '"

0 ~ 0 0
~

J] '" 1'0 .l! '§ " '"~
~ .Q

~ \; u.- .. ~
0 ,. c 0

II
0

~ :'l •• 0 •• ~
~ 0

~ u. ::; " :r: '" 5 z

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:
Faxed By and Date:__-;::==;- _

Stop on First Posltive:Ye~No _

QC By/Date:

tv3~

Analyzed By / Date:
I Visual IOptical Properties

0

S

~ ~
Description / Location ~ ~ 0 t

1'00 a.om
~ e

"§5.R~] .. '2 '".Q _.ce- .. u
oo~-2o~5. ffi £U :c I- u.. ~ ii)

Field ill
Sampled

date

LabID

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

S~,r 1.

-S.\e,r 1
058

S\e." '7
05C

5'-\>
o
SI.I.S

06
S'CI,O

06C
Comments:

For cortmlete information about our services and locations o/ease visit us at www.oroscience.nef or call fhA nllmhArg ahnVA



ProSch :e Analytical Services, Inc. . DRUSH <6 Hours e '1 01 7
PLM Asbestos Chain of Custody Record ~~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn. MA 01801

T:781-936-3212 F:781-932-4867

683 North Mountain Rd., Newington, CT 06111

T:860-963·1022 F:860-963.1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

~•,Q
u.
o

:J1

.2

~l ·o ~

iii 5~

•
~
~

~
]
~

Non Asbeslos Percentage (%.)

~..
~_._. ~

Circle Type
i I I

,!l

l
~

u

Asbestos Percentage (%)

II I..L

Oil

Refractive Indlcfos

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:
Faxed By and Date:__-.==:::;- _
Stop on First Positlve:Ye~No _

QC Bv/Date:f'J Q 0 Co (1,27 Analyzed By / Date:
I Vlsual I 0fl~~1 Properties

§

Description / Location I I~ ~ ~ 1 i JjOJ 41 O. {jJ t:rl e
]g~~~,~~~"fi
oO~·~O)(OI.~ju ~ ~ ~ ~ w ~ ro ~

Field ID
Sampled

date
Lab ID

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number. 60·22267·0009

Phone / FAX Number. 781-932-9400 f Fax 781-932-6211

Contact: Michael Lane

For Lab Usa> Batch Number:

0:01- '

\ Z-~lL- W ',,1.\ ""'- "" / £,mim l-l.Jh, h.-

,{'I "l

b

5,-\0

::,"'-15"

6

S'-\:"

07,

£3\
O"Bc--

Comments:

For comolete information about our services and locations Dlease visit us at www.orosciencf'!.net or call thA nl1mhlOr:c:: ahnvlO



683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-963-1030

ProSd :e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days

LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-1867

CONSULTING SERVICES

ORUSH <6 HoursS Turn Around Time Requested

'e :; Of /

RefractiVe In.dloles I Asbesloa Percentage (Of.) Non Asbestos Percentage (0/,,)

lCI,cl.;D:g!',J
} "• ,

"' ~ e
Oil I I I ~I ~1;g1~1.§: • • .0 •" .l!

~ " "ii ,Q
0 g E' -" " :. u.
~

~ £ •• ,;: .. " ~ "II 1..L I tll ~181~1 ~ ~ • ~ is 0:z J: <n Z

Rellnqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__o==::::;- _
Stop on First Posltive:Ye~ No

QC BvlDate:

1V3CCo~

lc..

Ana/yzed By I Date:
I VIsual IOptlcaJ Properties

•1i 8 E
~ i> ~

Description / Location II" -,,"0
g .11

~~ o·2GJ '" e,-g5£.c Oli .§ fi
.Q i<~e-.!ic 1: j
8:£~u.~;B~ co a.

iY\o.s\<c.... \..../

5~\

SI'b
(2;,

Field ID
Sampled

date

5',-\1

Oc..

sn
()

$~I

.s-o r

Lab ID

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone I FAX Number: 781-932-9400 I Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.net or ~nlJ fhA numhAr:" ::IhnvI>



D Same day D 24 Hour D 48 Hour D 72 Hour

ProSci, ;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record . ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummlngs Park. Woburn. MA 01801 683 North Mountain Rd.• Newington, CT 06111

T:781-936-3212 F:781-932-4867 T:860-963·1022 F:860-9S3.1030

'6 b Of /

D 5 Days

Refracllve Indfcies I Asbestos Percenlage (%) Non Asbeslos Peroenlage (%)

IIClrole TYP'l •• ~
0

.I • is
~ e

Oil I

I-L I
is • ~ • • •• •15 • 0 '" "§.i5 ..

~ • ;; ~• l " ~ '" :§ ~ ..~ e ~ 5
.1! • .", " ~ c

II ~

~ Ji J1 .5 ;'i • ~ 0 0
() () u. ::;; :c '" z

Relinqueshed By:
Received By and Date: _

Quantity Received: Analyzed:

Faxed By and Date:-:--:-o=:::::::::::;- _

Stop on First Positive:Ye~No _

QC Bv I Date:

[\}'OO Co~r:J

VIsual I Optical PropertIes

$" .
f ~c~~fi
Q,l~ Ci.2UJClS!
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St.. Cambridge, MA.

Project Number: 60·22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations olease visit us at www.oroscience.net or r.all thp nllmhpr.c: ahnvt>



ProSci" .ce Analytical Services, Inc. DRUSH <6 Hours Je 7°17

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cununlngs Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

683 North Mountain Rd., Newington, CT 06111
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o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009
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Contact: Michael Lane
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ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Michael Lane,

February 24, 2005

Results of samples you described and submitted to ProScience Analytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6541 CLIENT PROJECT 10: 60-22267-0009
Client#: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212



Client#:
Client Project:
Client Reference:
Client Name:

ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

44
60-22267-0009
DCAM, Edward J. SUllivan, 40 Thorndike Street
ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6541
2/24/2005
2/22/2005

2/24/2005

LAB 10 ·1 ..... :i~dl.~ •••••1••............ - oescnp~~. .._••• _.~I·c:;or. ·~~ •• E~H~iAM~~~~I~tI~~~~~E1~~:J;r~~n~I~;~.~:~~~t~sJ~~~~~:~I ~~;:~i

i.NT52463 1501-11A Cove base ....__ I ' .3970 i: ooJ .00 :1 .00 .00 ~OO .00 39.42 ~'§L 17.71 NO Ves No

:~:~~ f::iJ:~" ..~-~--3=tl~~I:~~=-!-b,~:~I-=:: ~~.~-~
Comments: ~

~vlL<- .. L ..
Allison Small,~l

.£~
Asbestos Codes: CUR:: Chl)'sotilc AMQ"" Amositc eRO = Crocidolite ACT = Actinolite TRE = Trcmolite ANT = Anthophyllite TR = Trace = < 1% NO = None Detected

Page 1 of 1



ProScience Ana.,itical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike SI., Cambridge, MA
Client Name: ATC Associates, inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30623

Date Sampled: N/A
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % %% Total %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amasite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299409 501-D8A Ml.Clrs. .6515 10.28 .00 .00 .00 .00 .00 29.56 29.30 10.28 30.86
Description: White w/Brown & White Flecks 12xl2 Floor Tile

Location: N/A Analyzed! Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field lD Color Sample Non Fib. I
Weight Chrysotile Amasite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N2994lQ 518-08B MI. Clrs. .5881 0 0 0 0 0 0 0 0 0 0
Description: White w/Brown & White Flecks 12x12 Floor Tile

Location: N/A Analyzed I Charged : No

Comments: Prcped / Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299411 531-08C MI. Clrs. .5195 0 0 0 0 0 0 0 0 0 0

Description: White w/Brown & White Flecks 12xl2 Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Preped / Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299412 501-09A Black .0786 14.76 .00 .00 .00 .00 .00 67.05 14.50 14.76 3.69

Description: Mastic w/Whitc w/Brown & White Flecks 12xl2 Floor Tile

Location: N/A Analyzed I Charged : Yes

Comments: Prcped I Charged : No

Page 1 of4



ProScience Ana.,r tical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30623
Date Sampled: NIA
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % %% Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299413 518A-09B Black .0789 0 0 0 0 0 0 0 0 0 0
Description: Mastic w/White w/Brown & White Flecks 12x12 Floor Tile

Location: NIA Analyzed / Charged : No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299414 531-09C 0 0 0 0 0 0 0 0 0 0 0
Description: Mastic w/White w/Brown & White Flecks 12xl2 FloorTile

Location: NIA Analyzed I Charged: No

Comments: Not Enough Mastic to Analyze Preped I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Cluysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299415 501-IOA Brown .2013 .00 .00 .00 .00 .00 .00 51.91 1.49 .00 46.60

Description: Covebase Mastic

T4jLocation: NIA
Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N2994l6 518-IOB Brown .1048 .00 .00 .00 .00 .00 .00 49.14 6.68 .00 44.18

Description: Covebase Mastic

r~Location: NIA
Analyzed I Charged: Yes

Comments: Preped / Charged : No

Page 2 of 4



ProScience AnalYtical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30623
Date Sampled: NIA
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

Initial % Asbestos Types % %% Total %
LAB ID Field 10 Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299417 542-IOC Brown .6882 .00 .00 .00 .00 .00 .00 13.86 72.90 .00 13.24
Description: Covcbase Mastic

P\A/\.Location; NIA Analyzed I Charged: Ye,
Comments: Preped / Charged: No

Initial % Asbestos Types % % Total % %
LAB ID Field ID Color Sample Non fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299418 SOI-IIA Brown .3970 .00 .00 .00 .00 .00 .00 42.87 17.71 .00 39.42
Description: Covebase

"0/'~Location: NIA Analyzed I Charged: Yes

Comments; Preped I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299419 518-118 Brown .3802 .00 .00 .00 .00 .00 .00 43.29 17.81 .00 38.90
Description: Covebase

1"e,~Location: N/A Analyzed! Charged: Ye,

Comments: I Preped ! Charged : No

Initial I % Asbestos Types % % Total % %

LAB ID Field ID Color Sample
Amo~ite

Non Fib.!

Weight Chrysotile Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299420 503-12A Red .0516 .00 .00 .00 .00 .00 .00 4826 9.88 .00 41.86

Description: Fire Stop Sealant ""\-e.. v----
Location: NIA

Analyzed! Charged: Ye,

Comments: Preped ! Charged: No

Page 3 of4



ProScience Analytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friabie Organicaliy Bound Materials

Batch: N 30623
Date Sampled: NIA
Date Received: 2/18/2005
Date Analyzed: 2/22/2005
Date of Report: 2/22/2005

J

Initial % Asbestos Types % % Total % %
LAB ID Field III Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299421 524-17A Brown .4334 .00 .00 .00 .00 .00 .00 29.74 38.32 .00 31.94
Description: Brown 12 x 12 Floor Tile

\0\/V,,"-Location: N/A Analyzed / Charged : Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299422 524-18A Black .0261 6.38 .00 .00 .00 .00 .00 70.88 14.94 6.38 7.80
Description: Black Mastic from Brown 12 x 12 Floor Tile

Ulcation: N/A Analyzed / Charged : Yes

CO'""!"')ts: , _. /) Preped I Charged : No

Y;II y~/./,,"\ "'MlA
~ is op, Analyst

. -- .. _.
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ProScience Analytical Services, Inc ::

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Michael Lane,

March 31, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
govemment agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,

Stefanie Bishop, Optical Asbesto Manaqer
Adrian Stanca, Laboratorv Director

Enclosure:
LAB BATCH ID: B 31312 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP 10# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park, Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client #: 44
('nent Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, Cambridge, MA
Glient Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31312
Date Sampled: N/A
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/31/2005

ASBESTOS NON-ASBESTOS

LABID Field JD Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307724 503-01A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTn NON

B307725 545-018 White 25 0 0 0 0 0 0 60 0 0 0 0 15

Description Debris
Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL nAR SYN OTn NON

B307726 543-01C 0 0 0 0 0 0 0 0 0 0 0 0 0

nescription Debris

~ation: N/A

'I' vomments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307727 501-01D 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Debris

location: N/A

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL nAR SYN OTn NON

B307728 546-01E 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Debris

Location: N/A

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field JD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTn NON

B307729 542-02A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

'llments: Analyzed: Yes

Page 1 of 3



Client#:
~"ent Project:

.mt Reference:

Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 31312

Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/3012005
Date of Report: 3/31/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307730 501-028 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307731 517-02C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ]D Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307732 518-02D White 0 0 0 0 0 0 0 0 0 0 0 0 100

"escription Skim Coat Plaster

cation: N/A
I Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CRR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307733 542-03A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW eEL HAR SYN OTH NON

B307734 501-038 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307735 517-03C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A
'mments: Analyzed: Yes

Page 2 of 3



Client#:
("Iient Project:

nt Reference:
C;lient Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 31312
Date Sampled: N/A
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/31/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307736 518-03D Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

Asbestos Codes: CHR = Chrysotile AMO = Amosite eRO = Crocidolite

Non~Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool eEL = Cellulose

2Zrta,"rtQin;:;p",e::;r~ce~"f1''i,.-''':'-:=;Z ~
Stefanie Bishop, Analyst

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non~Fibrous Minerals

Page 3 of 3



ProSd ;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ ~
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd. Newington, CT 06111 0 Same day 024 Hour ~48 Ho 0 72 Hour
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For coTtlJJlete information about our services and locations o/ease visit us at www.oroscience.net or Gall thA nlImhAr_" ahnv.,
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Client: ATC- DCAM Relinqueshed By:

Address: Edward J. Sullivan, 40 Thomdike SI., Cambridge, MA. Received By and Date:

Project Number: 60-22267-0009 10 Quantity Received: /.3
Phone / FAX Number: 781-932-9400/ Fax 781-932-6211. '. [ Faxed By and D

Contact: Michael Lane . -Ih~~St~
For Lab Use> Batch Number:fJ 3 13/J----
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.\i
Turn Around Time Requested

o Same day 0 24 Hour8 0 72 Hour

CONSULTING SERVICES
5B3 North Mountain Rd" Newington, CT 06111

T:B60-963·1022 F:B60-953.1030

ProSci, ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Pari<, Woburn, MA 01B01

T:7B1-935-3212 F:7B1-932-4B57

Non Asbestos Percentage (%)

Relinqueshed By: !.j'(~c.:.;::-====-- _
Received By and Date:

Quantity Received: Analyzed:
Faxed By and Date:,__-;::==:;- _

p,?n Fi'tJ£,?~ve:Ye~No _

60/~ QCBviDate:
OpUoal Prop~r1ies I Refractive Indiales--rAsbestos Perc:enllige (%)Visual

Ana/yzed By I Date:
i

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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For como/ete information about our services and locations Dlease visit us at www.Droscience.net or r:all thA nllmhAr.'" ahnVA



683 North Mountain Rd., Newington, CT 06111

T:860-ll53·1022 F:860-ll63.1030

ProSci" :e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

05 Days

LASORATORY/HEADQUARTERS
22 Cummings Park. Woburn, MA 01801

T:7B1-ll35-3212 F:7B1-ll32-4857

CONSULTING SERVICES

~ ORUSH <6 Hours Je'3
013

~ Turn Around Time Requested

o Same day 0 24HO~O 72 Hour
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Received By and Date:
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.0 [131~
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~~ Cat ~hs-lU"
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Lab ill I Sampled

date

9rJ7-- 91'3

736 o~D

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.net or calf th", nllmh",n:: ",hnvl3



ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

March 31, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Stefanie B' hop, Optical Asbestos Manaqer
Adrian Stanca. Laboratorv Director

Enclosure:
LAB BATCH ID: B 31312 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client #: 44
~""nt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, Cambridge, MA

Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31312

Date Sampied: N/A
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/31/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTlI NON

B307724 503-01A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

B307725 545-01B White 25 0 0 0 0 0 0 60 0 0 0 0 15

Description Debris

Location: NlA
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

B307726 543-01C Gray 0 0 0 0 0 0 0 35 5 0 0 0 60

t'lescription Debris

cation: N/A

I Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTlI NON

B307727 501-010 Gray 0 0 0 0 0 0 0 25 5 0 0 0 70

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTlI NON

B307728 546-01E Gray 0 0 0 0 0 0 0 30 5 0 0 0 65

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B307729 542-02A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster
Location: N/A

"lmments: Analyzed: Yes

Page 1 of3



ProScience Analytical Services, Inc

Client#: 44
r"Bnt Project: 60-22267-0009

,t Reference: DCAM, Edward J. Sullivan, Cambridge, MA
Gllent Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31312
Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/31/2005

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307730 501-02B White a a a a a a a a a a a a 100

Description Skim Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

B30773 1 517-02C White a a a a a a a a a a a a 100

Description Skim Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

B307732 518-02D While a 0 a a a a a a a a a a 100

nescription Skim Coat Plaster

:atlon: N/A
I··...,omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

B307733 542-03A Gray a a a a a a a a a a a a 100

Description Base Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B307734 501-03B Gray a a a a a a a a a a a a 100

Description Base Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307735 517-03C Gray a a a a a a 0 a a a a a 100

Description Base Coat Plaster

Location: NlA
"mments: Analyzed: Yes

Page 2 of 3



ProScience Analytical Services, Inc

Client#: 44
f"'''qnt Project: 60-22267-0009

.1t Reference: DCAM, Edward J. Sullivan, Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31312
Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/31/2005

ASBESTOS NON-ASBESTOS

LABID Field JD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307736 518-03D Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

Non-Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool

* Al r suIts re in percenta,e12 ~( -fd,LW·····
StefameB'shop, Analyst

Asbestos Codes: CHR =:: Cluysotile AMO = Amosite eRO = Cracidalite

eEL"" Cellulose

ACT = Actinolite lRE = Tremolite ANT = Anthophyllite

HAR = Hair 8YN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Page 3 of 3



ProScien"e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS CONSULTING SERVICES
22 Cummlngs Park, Woburn, MA 01801 683 North Mountain Rd. Newington, CT 06111
T:781oS35-3212 F:781-932-4ll57 T:860-9S3.1022 F:860-9S3.1030

DRUSH <6 Hours

Turn Around TIme Requested

o Same day 0 24 HOUrC§-4B~ 0 72 Hour

Page I Of 3
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Client: ATG- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:fj 3 13/J.-.--

Field ill . . ,g
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ProScience Analytical Services, Inc 5\Q..-

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained by using the EPA/600fR-93f116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred dUring the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NISTfNVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

/.~.. ~~VV~~~~:lC-24iL
Stefanie ishop, Optical Asbestos Manaqer
Adrian St nca, Laboratorv Director

Enclosure:
LAB BATCH ID: B 31871 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT 10# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801 • Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
rlic"t Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
,,"ent Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CRR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTli NON,
B313867 1608-21A II Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313868 1515-21A V Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FicldlD
I

Color clm AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B313869 1427-16A \I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

'1escription Sheetrock

tion: N/A
,. vumments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieldJD
/

Color CRR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTU NON

B313870 1347-16A .I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieldID , Color CliR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTU NON

B313871 1235-16A V Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON
I

B313872 1111-16AJ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock
Location: N/A

"Tlments: Analyzed: Yes

Page 1 of4



Client#:
rliAnt Project:

: Reference:

......llent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc., MA

EPAl600/R-93/116

Batch: B 31871

Date Sampied: N/A
Date Received: 4/20/2005
Date Anaiyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID , Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313873 1035-18A,/ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In , Color CHR AI\10 CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B313874 909-16A-:7 Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313875 835-15M Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

l1escription Sheetrock

tion: N/A

, ...."',nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID . Color CHR AI\10 CRO ACT TRE ANT FBG I\1NW CEL HAR SYN OTH NON

B313876 709-16A'/ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD FicidID
J'

Color CHR AI\10 CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313877 621-17A\/ Gray 0 0 0 0 0 0 TR 0 5 0 0 0 95

Description Sheetrock

location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID I Color CUR AI\10 CRO ACT TRE ANT FBG MNW eEL HAR SYN OTH NON

8313878 540-19AJ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

nments: Analyzed: Yes

Page 2 of 4



ProScience Analytical Services, Inc

Client#: 44

"'I"ot Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

,,"ent Name: ATC Associates, Inc., MA

Method: EPA/600/R-93/116

Batch: B 31871

Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID
A

Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313879 M05-13AV Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color clm AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON.
B313880 410-181\\7 Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON·ASBESTOS

LABID Field ID , Color clm AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313881 358-20AJ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

n~scription Sheetrock

i tion: N/A
·Icvlnments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID , Colol" CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OIII NON

B313882 279-17A ,I Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r

Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OIII NON

B313883 133-18A ,I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyze<!: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN om NON.
B313884 B151-18A J Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock
Location: N/A

Ylmenls: Analyzed: Yes

Page30f4



ProScience Analytical Services, Inc

Client #:
r:lient Project:

:Reference:
\"Illent Name:
Method:

44
60·22267·0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, inc., MA
EPN600/R·93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Anaiyzed: 4/22/2005
Date of Report: 4/22/2005

ACT"" Actinolite TRE = Tremolite ANT =Anthophyllite

HAR = Hair SYN "" Synthetic OrR = Other NON = Non-Fibrous Minerals

eRO = Crocidolite

eEL = Cellulose

CHR"" Chrysotile AMO = Amosite

,esu! are~erce?iVn~;W-

Micha'2J Manniug, Analyst

Asbestos Codes:

*
Non-Asbestos Codes: FBG = Fiberglass MNW = Miueml Wool

Page4014
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Lab ill

For Lab Use> Batch Number:

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.
Project Number: 80-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

ProScil ,e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ ~, --
22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-9324857

Comments:

For cortllJlete information about our services and locations Dlease visit us at www.Droscience.net or call thA ollrnhAr.'" ahow.



683 North MountaIn Rd.. Newington, CT 06111

T:B60-953.1022 F:B60-963.1030

ProScil e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01B01

T:TB1-935..:l212 F:TB1-932-4B5T
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For eoam/ete information about our services and locations o/ease visit us at www.oroscience.nef or ",,11 fhA ollrnhRr_'" "hov","



ProSci, e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ <£;J
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.
Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For cortll~/ete information about our services and locations o/ease visit us at www.oroscience.net or r:alf thp! nllmhp!r-'. "how>



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

February 23, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Ste anie ishop, Optical Asbestos Man
Adrian anca, Laboratory Director

Enclosure:
LAB BATCH ID: B 30678 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



Client #:
~tl8nt Project:

nt Reference:
client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Suliivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 30678

Date Sampled: N/A
Date Received: 212112005
Date Analyzed: 2/2312005
Date of Report: 212312005

ASBESTOS NON-ASBESTOS

LAB II) Field ID Color CItR AMO CRO ACT TRE ANT FBG MNW CEL ItAR SYN OTIt NON

B30024t M01-01A White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 2x2 Text. Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ]0 Color CItR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTIt NON

B300242 M12-018 White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 2x2 Text. Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CItR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300243 M10-02A MI. Clrs. 0 0 0 0 0 0 0 40 40 0 0 0 20

flescription 2x2 Divot Pattern

:;ation: N/A

I Gomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300244 M07-028 MI.Clrs. 0 0 0 0 0 0 0 40 40 0 0 0 20

Description 2x2 Divot Pattern

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B300245 M13-03A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Ceiling Patch

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B300246 M14-03B White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Ceiling Patch

Location: N/A

lmments: Analyzed: Yes
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Client#:
f"":qnt Project:

.1t Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30678
Date Sampled: N/A
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

ASBESTOS NON-ASBESTOS

LABID Field 10 Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B300247 M16-03C White 0 a a a a 0 a 0 a a a a 100

Description Textured Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B300248 M13-04A White a a a a a a a a a a a a 100

Description Skim Coat Plaster, White

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B300249 M14-04B White a a 0 a a 0 0 0 0 0 a a 100

r"\escription Skim Coat Plaster, White

;ation: N/A

'rcomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B300250 M16-04C White a a 0 a a a a 0 a a 0 0 100

Description Skim Coat Plaster, White

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTU NON

B300251 M13-05A Tan a a a 0 a 0 a a a a a a 100

Description Base Coat Plaster, Gray

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTU NON

B300252 M14-05B Tan a 0 a 0 a 0 a 0 0 a 0 a 100

Description Base Coat Plaster, Gray

Location: N/A

'mments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
~"~nt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 30678
Date Sampled: N/A
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTH NON

8300253 M16-05C Tan 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTII NON

B300254 12A MI. Clrs. 20 0 0 0 0 0 0 50 0 0 0 0 30

Description Spray On

Location: N/A

Comments: Analyzed: Ves

ACT = Actinolite TRE "" Tremolite ANT =: Anthophyllite

HAR =: Hair SYN =: Synthetic OTH =: Other NON =: Non-Fibrous Minerals

eRO = CrocidoliteAMO = Amosite

~.\\C.~ Mineral Wool

CHR =: ChrysotileAsbestos Codes:

Non-Asbestos Codes; FBG = Fiberglass

'ult. are in per€,enta

J~JJf1JAJ
in , Analyst
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683 North Mountain Rd., NewJngton, CT 06111

T:B60-953-1022 F:BB0-963-1030

ProSci~ .;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01B01

T:7B1-936-3212 F:7B1-932-4B57

CONSULTING SERVICES
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Client: ATC· DCAM

Address: Edward J. SUllivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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ProSch .:e Analytical Services, Inc. . ORUSH <6 Hours

PLM Asbestos Chain of CustodyRecord~" Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES .2:1.

e 'LOI ::;

22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-953·1030

o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days
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Received By and Date:
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Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:
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ProSch. .;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of CustodyRecord~" Turn Around Time Requested
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number. 781-932-9~OO / Fax 781-932-6211

Contact: Michael Lane

'-01 M\(,
j;,oo~ oSC D.~o~ Coo.+ ?\as.~f ~< , ,t7~

1'\I\0\.(

ObC-

T
lVto l

07A

(ill L

C>if> "'l

LolA> ~Q-

I I 'w·,,,·.1\1I I I I I I

.,.;.

W

*~l

4f&i

':'~::~%&T@M'i\{:

raL
ffd~~¥W~l&~~~:

::;:;;~~"

i%:

;J

\lJ
\

\Y\o<~-:-r

>:I--

('",,,,,,-- (l

l"" I~
6G'G>

M~

O!'oA

/

/

Comments:

For cort7/Jlete informaUon about our services and locations olease visit us at www.oroscience.net or r:afl th", nl1mh",r.", ahnvp



ProSch .;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~"" Turn Around Time Requested

LASORATORY/HEADQUARTERS CONSULTING SERVICES~
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22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857
683 North Mountain Rd., Newington, CT 05111

T:860-953·1022 F:860-953.1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Client: ATC· OCAM

Address: Edward J. Suliivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932·9400/ Fax 781·932-6211

Contact: Michael Lane
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ProScil.. ;e Analytical Services, Inc. . DRUSH <6 Hours

PLM Asbestos Chain of CustodyRecord~" Turn Around Time Requested
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Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations Dlease visit us at www.oroscience.net or r::afl thr. ollmhAr.<;; ahnVA



, ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

February 23, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
anaiyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

Ste anie ishop, Optical Asbestos Manaq r
Adrian' tanca, Laboratory Director

Enclosure:
BATCH NUMBER: N 30625 CLIENT PROJECT 10: 60-22267-0309
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana.". tical Services, Inc

44
60-22267-0309
DCAM, Edward J. Suilivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friabie Organicaily Bound Materials

Batch: N 30625

Date Sampled: N/A
Date Received: 2/21/2005
Date Analyzed: 2/22/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299443 MOI-06A N/A .1271 .00 .00 .00 .00 .00 .00 51.38 .94 .00 47.68
DeSCliption: Cove Base Mastic

Location: N/A Analyzed I Charged: Yes

Comments: Prcped / Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299444 M12-068 NIA .1053 .00 .00 .00 .00 .00 .00 49.86 1.90 .00 48.24
Description: Cove Base Mastic

Location: NIA Analyzed / Charged : Yes

Comments: Preped JCharged : No

Initial % Asbestos Types % '% Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite CrocidoJite Anthophyllite TremoJite ORO Carbonate Asbestos Non Asb.

N299445 M04-06C NIA .0906 .00 .00 .00 .00 .00 .00 51.43 .77 .00 47.80
Description: Cove Base Mastic

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299446 MOI-07A NIA .5109 .00 .00 .00 .00 .00 .00 43.49 18.50 .00 38.01

Description: Cove Base

Location: N/A
Analyzed I Charged: Yes

Comments: Prcped I Charged : No

Page 1 of4



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana,,; tical Services, Inc

44
60-22267-0309
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY Et.AP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30625

Date Sampled: N/A
Date Received: 2/21/2005
Date Analyzed: 2/22/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % Total % %
LAB 10 Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299447 M12-07B N/A .5536 .00 .00 .00 .00 .00 .00 45.09 18.68 .00 36.23
Description: Cove Base

Location: N/A Analyzed I Charged: Yes

Comments: Prcped / Charged ; No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. J
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299448 MOI-OSA N/A .6747 6.50 .00 .00 .00 .00 .00 28.99 45.03 6.50 19.48
Description: 12xl2 Brown w/White Flecks FloOt'Tile

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib./
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299449 MI2-0SB MI.Clrs. .4636 0 0 0 0 0 0 0 0 0 0
Description: 12x12 Brown w/WhiteFlecks Floor Tile

Location: N/A Analyzed / Charged : No

Comments: Preped / Charged : Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299450 M04-08C MI. Clrs. .5590 0 0 0 0 0 0 0 0 0 0
Description: l2x12 Brown w/White Flecks Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Prcped / Charged : Yes

Page 2 of4



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana." tical Services, Inc

44
60-22267-0309
DCAM, Edward J. Sullivan, 40 Thomdike St., Cambridge, MA
ATC Associates, Inc., MA
NY Et.AP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30625
Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/22/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299451 MOI-09A N/A .2423 12.61 .00 .00 .00 .00 .00 58.15 26.08 12.61 3.16
Description: Mastic wl12xl2 Brown FloOf Tile

Location: N/A Analyzed / Charged; Yes

Comments: Prepcd / Charged ; No

Initial % Asbestos Types % % Total %
%

LAB ID Field lD Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299452 M12-09B N/A .0411 0 0 0 0 0 0 0 0 0 0
Description: Mastic w/12x 12 Brown Floor Tile

Location: N/A Analyzed I Charged: No

Comments: , Preped I Charged: Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.;

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299453 M04-09C N/A .1028 0 0 0 0 0 0 0 0 0 0
Description: Mastic wl12xl2 Brown Floor Tile

Location: N/A Analyzed; Charged; No

Comments: Preped ; Charged ; Yes

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.;

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299454 MOl-lOA N/A .5635 6.16 .00 .00 .00 .00 .00 30.77 51.62 6.16 11.45

Description: Door Unit Caulk

Location: N/A Analyzed; Charged : Yes

Comments: Preped I Charged : No

Page 3 of4



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana." tical Services, Inc

44
60-22267-0309
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30625
Date Sampled: N/A
Date Received: 2/21/2005
Date Analyzed: 2/22/2005
Date of Report: 2/23/2005

,//

Initial % Asbestos Types % % Total % %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299455 M04-IOB N/A .1001 0 0 0 0 0 0 0 0 0 0
Description: Door Unit Caulk

Location: N/A Analyzed / Charged: No

Comments: Preped / Charged : Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299456 MOl-IIA N/A .0524 0 0 0 0 0 0 0 0 0 0
Description: Fire Stop Sealant

Location: N/A
/J L

Analyzed I Charged ; No

«",,,,,en :
"

Preped I Charged : Yes
"

/~ :J!l fYVJv,;/§1 .Lt.lft{f . -:
efanj Bishop, Analyst
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ProSch. ;e Analytical Services, Inc. S' ORUSH <6 Hours

PLM Asbestos Chain of Custody Record ' . Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES

-Of)

22 CUlTVT1lngs Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

683 North Mountain Rd., Newington, CT 06111

T:860-953.1022 F:860-953·1030

o Same day 0 24 Hour i;ZI 48 Hour 0 72 Hour 0 5 Days

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike SI., Cambridge, MA.

Project Number: 60·22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Refractive Indlcles I Asb$$los Perc"nlage (%) I Non Asbeslos Percentage (%.)

LCI,"'. Typo J I
"5 "0

Oil I 1 1 ~I .. I 'ill'; 1~I ~ I ~ ~ "
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II I J..I 81 ~161';1 :WlI .. ~ • " ~
~ 0

u. (J :c on 15 z

... I I I I I

Relinqueshed By:

Received By and Date: -£5 eric-we j)\b
Quantity Received: ;:+-15' Analyzed:
Faxed By and Date:__-==::;- _
SlOp on Firs1 Positive:Ye~No _

QC By / Date:
Optical PropertIes

8
~ ~ E

i;;c~ii.g"5 ,2 UJ t» "
.Ii g '0 ~ ii
"" ,. c • 0o i:l 01 ,,= .J!

:::E LiJ V) co a.
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For Lab. Use> Batch Number: NOOCod-..5" Ana/yzed By / Date:
VIsual

Field 10 I
.<;-

Lab 10 I Sampled Description / Location
c

tl e I"date ! o i ~:c J-- u.

Comme.nts:

For Cd,rt1/Jlete information abput our services and locations o/ease visit us at www.oroscience.net or call th", nlfmh",rs "hnvl>



683 North Mountain Rd.. Newington, CT 06111

T:860-953·1022 F:860-953.1030

ProScif. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days
LABORATORY/HEADQUARTERS
22 Cu~ngs Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

CONSULTING SERVICES S
DRUSH <6 Hours

.ll'
Turn Around Time Requested

; '201 :J

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60·22267·0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:
1030Co~

Analyzed By / Date:
I Vlsual Optical ProPfirtfes

c

Field ill ,g ~
~ .~]' ~

Lab ill I Sampled Description / Location
c illr e ,g ~ '" e.. .. :E g

date ~ ~ ~
e- •• c

,g ::1 ;n m .~ j!
OJ 0.

r"\ \ 'i
O'-i£>

(\'\ \ b
G'-\L

MI?

OS

MIl{

oS

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Oate:__--;::::::::=:::;-- _

Stop on First Positive:Ye~No

QC Bv / Date:
Refrilctive Indicles I Asbestos Perconlgge (%) I Non Asbeslos Percenlage (%)

lelror. T"". J I
~ ~

Oil I I I ~I .. I~I';I ~I<lll
~ • •• .Ii..

~ ~ ;;
~

~ \; "-
.Ii " c

II I...L 1 51 11 161':: I .l'1::i I •• = .. ~• ~ 15 0

"- ::; 0 J: '" Z

Comments:

For cortwlete information about our services and locations Dlease visit us at www.DrDscience.neforr.allfhA nllmhAl:<: "hnVl'



ProSch :e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~'*'I Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES .2:1.

301')-

22 CU~lngs Park, Woburn, MA 01801

T:781-ll3~.:l212 F:781-ll32-4857

68J North Mountain Rd.., NewIngton, CT 06111

T:860-ll53-1022 F:860-ll53.1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St" Cambridge. MA.

Project Number: 60·22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:~~-;::::::::::=;- _

Stop on FirstPositive:Ye~ No _

QC Bv / Date:
Optloal Properties Refractive Indicles Asbestos Percentage (%.) Non Asbeslos Percoolage (%)

E Circle Type t
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~
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For Lab Use> Batch Number: rv 2> OCod-.$"
Analyzed Bv / Date:

VIsual

Field ID
I

,g
Lab ID I Sampled Description / Location • •, ~ 5 ..

date -§ 0 i ~
U :::!: t- u.

MIl,
I

Co

Comments:

For cqmIJlete information about our services and locations o/ease visit us at www.oroscience.net or r:all thf'! nl1mh",r." ahnvt>
,



, L[ Of S
ORUSH <6 Hours

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days683 North Mountain Rd., Newington, CT 06111

T:BB0-963·1022 F:BB0-963·1030

22 Cummings Park, Woburn, MA 01801

T:7B1-936:-3212 F:7B1-932-4867

ProSch. ,e Analytical Services, Inc. Sl
PLM Asbestos Chain of Custody Record" Turn Around Time Requested

LABOAATORY/HEADQUARTERS CONSULTING SERVICES

Client: ATe- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone IFAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Lab ill
Field ill
Sampled

date

rvoO(o~s

Description / Location

Analyzed By / Date:
I Visual

]'0'" ~ 0~ ~ :;, :081f ~I~

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:-:-_-.=== _

Stop on First positlve:Ye~No

QC Bv/Date:
Optical Properties Refractive Indfcf6il Asbestos Percentlge (%) Non Asbestos Peroentage (0/.),
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Comments:

For cOr17lJlete information about our services and locations Dlease visit us at www.nroscience.net or call thA nllmhM." ahnw>



ProSci(' ~e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record Iili...~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~

S
r or

, Of ~

22 CUI1UT1,ings Park, Woburn, MA 01801

T;781oS3S.:l212 F;781oS32-4867

683 North Mountain Rd.. Newington, CT 06111

T;860oSS3-1022 F;860oSS3·1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Lab ill
Field ill
Sampled

date

N?J(JQ~')

Description / Location

Ana/yzed By / Date:
i Visual

f
l
"

j; g • :1l
010 lil'2D J: ~ u.

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:
Faxed By and Date:__-;:::=::;- _

Stop on First Positive:Ye~ No

QC Bv / Date:
Opllcal Properties Refractive Jl1diclas Asbestos Percentage (%) Non Asbestos Percentage (%)
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Comments:

For coitllJlete information about our services and locations Dlease visit us at WWW.DfOscience.net or r.",11 thA nllmht>rs, :ohnvt>



ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Michael Lane,

February 25, 2005

Results of samples you described and submitted to ProScience Anaiytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Eiectron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The follOWing are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6543 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212



Client#:
Clienl.Projecl:
Client Reference:
Client Name:

ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

761-935-3212 - Fax: 761-932-4657 - E-Mail PASl96@aol.com

44
60-22267-OOOg
DCAM, Edward J. Sullivan, 40 Thorndike SI.
ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6543
2/25/2005
2/23/2005

2/25/2005

I··· ·--1-----------···------- -- ----- -E -- ---------·-----·--·------------·------SI---------.~----------.----I-----------Initial II O/ll Asbestos T nes % 01 01 I Preped/ ILAB ID Field ID Description' Color 5 I --------- ---'-- ..<=---.----- "" Total % Analyzed, ,
j ._ .j. ....... ._______ ___ .___ __ __ ~;~t1i,-~~F<.L~~?IAClJ CR~ I!~~J. TRE l.ti~~::b. Or9a~ Carb,---Asbe!;t,,-~ ICharg_,,-~1 Chargad__ 1

~::~:=-E:~::; ··=::J_::~:~;t:t;~=;-t:-;: I;~~~~;~
NT52482 IM01~0.7!, Cov~_base.__________ I .5109 L_.oQ \ .00 I .00 .00 +_.po ! .00 36.01 43,49 16.50 ND Yes No \

NT52463 I~J..2=Q7B _ . __ Co,,-e base___ __ _ 1.5~6 I-----QQ._. L-,p.oJ _-,Q.o...~1 .00 _.1 .00 36.23..- 45.09 J.6.c66 ND_______:r:<'!;,.j__ No_I

NT52464 IM03-11A.FJre~top se"lan~_._________ . .1"0524 J _,QO .L~oQ. L,pO __.cCl.0 ..I_.QO 1..QCl. ~-,-2Z_-,'!9.62 _JPJ 1 _".o ",,-s_ ..N.o__ 1

Comments:
/? ' ./'

/
/~ .,.-,_f -' ./'/ .,"-"

>/,/ l ,/,,/ ,..,..'::.,;..::.. Z,4-x 'Z-t:--L-c / --t-1f?'d_-L-::1 c,
Allison Small, Anil'Yst

Ashestos Codes: CHR ::::: Chrysotilc AMO::::: Amosite eRO ::: Crocidolite ACT::::: Actinolite TRE::::: Trcmolitc ANT::::: Anthophyllite TR = Trace = < 1% ND = None Detected

Page 1 of 1



ProScience I' .llalytical Services, Inc

Client #:
Client Project:
Client Reference:
Client Name:
Method:

44
60-22267-0309
DCAM, Edward J, Suilivan, 40 Thorndike St., Cambridge, MA
ATe Associates, Inc.. MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

fJ17,)Lf) Batch: N 30625
Date Sampled: N/A
Date Received: 2/21/200,
Date Analyzed: 2/22/200,
Date of Report: 2/23/200'

Initial % Asbestos Types % Total % %
%

LAIlID Field ID Color Sample Non Fib.
Weight Chrysotile Amositc Actinolite Crocidolitc Anthophyllite TrClUolitc ORG Carbonate Asbestos Non Asb.

N299443 MOl-OM N/A .1271 .00 .00 .00 .00 .00 .00 51.38 .94 .00 47.6X
Description: Cove Base Mastic

Location: N/A Analyzed I Charged: Yes
Comments: Prcpcd I Charged: No

Initial % Asbestos Types % % Total % 'x.
LAIlID Field ID Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Trcmolite ORG Carbonate Asbestos Non Ash.

N299444 M12-068 N/A .1053 .00 .00 .00 .00 .00 .00 49.86 I.QO .00 4R.24
Description: Cove Base Mastic

Location: N/A Analyzed JCharged; Yc,

Comments: Prcpcd J ChargcJ : No

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib. J

Weight Chrysotilc Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299445 M04-06C N/A .0906 .00 .00 .00 .00 .00 .00 51.43 .77 .00 47.XO
Description: Cove Base Mastic

Location: N/A Analyzed! Charged: Yes

Comments: Prepcd ! Charged: No

Initial % Asbestos Types % % Total %
%

LA81D Field 10 Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Asb.

N299446 MOI-07A N/A .5109 .00 .00 .00 .00 .00 .00 43.49 18.50 .00 JR.OI
Description: Cove Base

Location: N/A Analyzed I Charged: Yes

Comments: Preped ! Charged: No

Page 1 of 4



ProScience ..nalytical Services, Inc

Client #:
Client Project:
Client Reference:
Client Name:
Method:

44
60-22267-0309
DCAM, Edward J. Sullivan, 40 Thomdike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

vJlCrSL{ 3
Batch: N 30625

Date Sampled: NIA
Date Received: 2/21/200
Date Analyzed: 2/22/200
Date of Report: 2/23/200

Initial % Asbestos Types U;;. %
% Total %

LAB II) Field ID Color Sample Non Fib.
Weight Chrysotile Amositc Actinolite Crocidolilc Anthophyllite Trcmolitc ORO Carbonate Asbestos Non Asb

N299447 MI2-07B NIA .5536 .00 .00 .00 .00 .00 .00 45.09 1R.6R .00 30.23
Description: Cove Base

location: NIA Analyzed / Charged: Yes

Comments: Prcpcd I Charged: No

Initial % Asbestos Types % Total % %
%

LAB ID Field ID Color Sample Non Fib.

Weight Chrysotilc Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash,

N299448 MOl-ORA NIA .6747 6.50 .00 .00 .00 .00 .00 28.99 45.03 6.50 19.4R
Description: 12x 12 Grown w/Whilc Flecks Floor Tile

Location: N/A Analyzed / Charged: Yes

Comments: Prcped I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field 10 Color Sample Non Fib,

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299449 M 12-08B ML Clrs. .4636 0 0 0 0 0 0 0 () 0 ()

Description: 12x 12 Brown w/White Fleeks Floor Tile

Location: NIA Analyzed / Charged: No

Comments: Prcped / Charged: Yes

Initial % Asbestos Types % % Total 0/0 %

LAB ID Field ID Color Sample Non Fib.

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299450 M04-08C ML Clrs. .5590 0 0 0 0 0 0 0 0 0 0
Description: l2x 12 Brown w/White Flecks Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Prepcd / Charged : Yeo

Page 2 of 4



ProScience . ./lalytical Services, Inc

Client #:
Client Project:
Client Reference:
Client Name:
Method:

44
60-22267·0309
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc.. MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

\J\lQ 6l{J) Batch: N 30625
Date Sampled: N/A
Date Received: 2/21/200!
Date Analyzed: 2/22/200!
Date of Report: 2/23/200!

Initial % Asbestos Types oAf % %
Total %

LAB ID Field ID Color Sample Non Fib.

Weight Chrysolilc Amosilc Actinolite Crocidolitc Anthophyllite Trcmolitc ORO Carbonate Asbestos Non Asb.

N299451 MOI-09A N/A .2423 12.61 .00 .00 .00 .00 .00 58.15 26.08 12.61 '3.16
Description: Mastic w/12x 12 Brown Floor Tile

Location: N/A Analyzed I Charged: Yes

Comments: Prcpcd I Charged: No

Initial % Asbestos Types % %
% Total %

LAB In Field lD Color Sample Non Fib.

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299452 M12-09B N/A .0411 0 0 0 0 0 0 0 0 0 0

Description: Mastic wit 2x 12 Brown Floor Tile

Location: N/A Analyzed I Charged: No

Comments: Prcped I Charged: Yes

Initial % Asbestos Types % % Total %
%

LABlD Field ID Color Sample Non Fib. I

Weight ChrysotiJe Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299453 M04 H 09C N/A .1028 0 0 0 0 0 0 0 0 0 0

Description: Mastic w/12x 12 Brown Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Prcpcd I Charged: Yes

Initial % Asbestos Types % % Total %
%

LABID Field 10 Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N299454 MOl-IDA N/A .5635 6.16 .00 .00 .00 .00 .00 30.77 51.62 6.16 11.45

Description: Door Unit Caulk

Location: NlA Analyzed / Charged :. Ycs

Comments: Prcped I Charged : No

Page 3 of 4



ProScience r-.nalytical Services,In~5Lf' S
Client #:
Client Project:
Client Reference:
Client Name:
Method:

44
60-22267-0309
DCAM, Edward J, Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc" MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30625

Date Sampled: N/A
Date Received: 2/21/200~

Date Analyzed: 2/22/200~

Date of Report: 2/23/200~

Initial % Asbestos Types % % Total % %

LAB III Field 10 Color Sample Non Fib.

Weight Chrysotilc Amosite Actinolite Crocidolitc Anthophyllite Tremolitc ORG Carbonate Asbestos Non Ash.

N299455 M04-101l N/A ,1001 0 0 0 0 0 0 0 0 0 0
Description: Door Unit Caulk

Location: N/A Analyzed / Charged: No

Comments: Prcpcd I Charged : Yes

Initial % Asbestos Types % % Total % .
%

LAB I\) Field ID Color Sample Non Fib ..

Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolitc ORG Carbonate Asbestos Non Ash.

N299456 M03-IIA N/A .0524 0 0 0 0 0 0 0 0 0 ()

Description: Fire Stop Sealant

Location: N/A
f1 L

Analyzed I Charged: No

Cf'n mon ., , Pn::ped / Charged: Yes

~~&:XJJr\JAJ,~l~ /
~aniJ Bishoo. Analvst

Page 4 of 4



ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Michael Lane,

April 07, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Stefanie ishop, Optical Asbestos Mana. r
Adrian Stanca. Laboratorv Director

Enclosure:
LAB BATCH 10: B 31522 CLIENT PROJECT 10: 60-22267-0009
Client#:44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client #: 44
""ent Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Gllent Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31522
Date Sampled: N/A
Date Received: 4/5/2005
Date Analyzed: 4/6/2005
Date of Report: 4/7/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B310408 M16-01A White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTlI NON

B310409 M16-018 White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Debris
Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field 10 Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTlI NON

B310410 M16-01C White 0 0 0 0 0 0 0 70 0 0 0 0 30

flescription Debris

::ation: N/A

"I·· ~omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

8310411 M16-01D White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Debris
Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field tD Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B310412 M16-01E White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Debris
Location: N/A

Comments: Analyzed: Yes

Asbestos Codes: CHR = Chrysotile AMO = Amosite eRO = Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

Non~Asbcstos Codes: FBG = Fiberglass MNW = Mineral Wool eEL = Cellulose HAR = Hair 8YN = Synthetic OTH "'" Other NON"'" Non·Fibrous Minerals

e ts ~e ~perce~JJYrff6t(

Dqn Pig ,Analyst

Page 1 of 1



ProSch. .:e Analytical Services, Inc. DRUSH <6 Hours Je, \ Of ~
PLM Asbestos Chain of Custody Record ~~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES iZ:I.. ~
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd" Newington, CT 06111 0 Same day 0 24 Hour 48 Hour 0 72 Hour 0 5 Days
T:761-935-3212 F:781-932-4857 T:860-953.1022 F:860-953.1030
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Client: ATC- DCAM

Address: Edward J, Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932·9400/ Fax 781·932·6211

Contact: Michael Lane

Comments:

For cortllJlete information about our services and locations olease visit us at www.oroscience.netorr.allthp. nllmhp.n" ahnvp



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
govemment agency inclUding NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary.
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

/~~AAJ--}l~LL::.~~~4+-
Stefanie ishop, Optical Asbestos Manaqer
Adrian St nca, Laboratory Director

Enclosure:
LAB BATCH 10: B 31871 CLIENT PROJECT 10: 60-22267-0009
Client#:44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc
--------------------------------
Client#: 44

<CHoot Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

""ent Name: ATC Associates, Inc., MA

Method: EPN6001R-931116

Batch: B 31871

Date Sampled: NIA

Date Received: 412012005

Date Analyzed: 412212005

Date of Report: 412212005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313867 1608-21A ,{ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Descriptlon Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID , Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313868 1515-21A v Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
I

Color clm AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8313869 1427-16A V Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock
{ tion: NIA

tvumments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
/

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313870 1347-16Av Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313871 1235-16A Ii Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313872 1111-16A J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: NIA

1rnents: AnalYZed: Yes

Page 1 of4



ProScience Analytical Services! Inc

Client#: 44
r.lient Project: 60-22267-0009

: Reference: DCAM, Edward J. Suilivan, 40 Thorndike St., Cambridge, MA
volent Name: ATC Associates, inc., MA

Method: EPA/600/R-93/116

Batch: B 31871
Date Sampied: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON
I

B313873 1035-18AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieJd ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON,
B313874 909-16A .j Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT I'BG MNW CEL HAR 8YN OTH NON

B313875 835-1 5AV I Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

tion: N/A
v....,nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD FicidID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON,
B313876 709-16Av' Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID
r

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTH NON

B313877 621-17AV Gray 0 0 0 0 0 0 TR 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTH NON

B313878 540-19A,J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

l1ments: Analyzed: Yes

Page 2 of4



ProScience Analytical Services, Inc

Client#: 44
r.liAnt Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
"""ent Name: ATC Associates, Inc., MA
Method: EPN6001R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4122/2005

ASBESTOS NON-ASBESTOS

LAB 10 Field ID
/'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

8313879 M05-13Av Gray 0 0 0 0 0 0 ·0 0 10 0 0 0 90

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field In Color clm AlIlO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTII NON,
8313880 410-18AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field 10 I Color om AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTlI NON

8313881 358-20A~ Gray a 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

ticn: N/A

1-'0Ulnments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field lD Color CHR AlIlO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON
r

B313882 279-17A V Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 FicidID r Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

8313883 133-18A \{ Gray 0 a 0 0 a 0 0 0 5 a 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CUR AMO CRO ACT TRE ANT FBG lIlNW eEL lIAR 8YN om NON
f

8313884 8151-18A ,; Gray a a 0 0 0 0 0 0 3 0 0 0 97

Description Sheelrock

Location: N/A

"ments: Analyzed: Yes

Page30f4



ProScience Analytical Services, Inc

Client#: 44
r.lient Project: 60-22267-0009

: Reference: DCAM, Edward J, Sullivan, 40 Thorndike St., Cambridge, MA
""ent Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31871
Date Sampled: NIA
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

Asbestos Codes: eRR"" Chrysotile AM:O "'= Amosite

Non~Asbestos Codes:

eRO = Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

eEL = Cellulose HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Page4of4
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Client: ATC· DCAM

Address: Edward J. Sullivan. 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

ProScil ~e Analytical Services, Inc. DRUSH <6 Hours ~ I Of '3
PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ ~
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd., Newington, CT 06111

T:781-936-3212 F:781-932-4867 T:860-963.1022 F:B60-963.1030

Comments:

For complete information about our services and locations o/ease visit us at www.oroscience.netorc::aUthAnllrrrhAr_......h ....vA



583 North Mountain Rd" Newington, CT 05111

T:8G0-953-1022 F:8G0-953-1030

ProScil e Analytical Services, Inc.
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. SUllivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For complete information about our services and locations Dlease visit us at www.nroscience.netorcallfhp.nllmh ..ln:: ahnv..



ProScir e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For comolete information about our services and locations o/ease visit us at www.oroscience.nef or call fh~ nllmhPr.<: ahnvI>



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

February 23, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Stefanie ~hop. Optical Asbestos Mana. r
Adrian Stanca. Laboratory Director

Enclosure:
LAB BATCH ID: B 30677 CLIENT PROJECT ID: 60-22267-0009
Client#:44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID#LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn. Massachusetis' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:
- "qnt Project:

.mt Reference:

Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J, Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc" MA
EPA/600/R-93/116

Batch: B 30677

Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B300224 433-01A Gray 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 2x2 Textured Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B300225 424-02A Gray 0 0 0 0 0 0 0 40 40 0 0 0 20

Description 2x2 w/Divot Pattern CT

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300226 425-028 Gray 0 0 0 0 0 0 0 40 40 0 0 0 20

""escription 2x2 w/Divot Pattern CT

cation: N/A

1Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300227 410-03A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Ceiling Tile Patch

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300228 411-038 White 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Textured Ceiling Tile Patch

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B300229 414-03C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Ceiling Tile Patch

Location: N/A
'mments: Analyzed: Yes

Page 1 of 3



ProScience Analytical Services, Inc

Client#: 44
-··'nt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 30677

Date Sampled: N/A
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

ASBESTOS NON-ASBESTOS

LABID Field lD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300230 Stair1-04A Gray 0 0 0 0 0 0 0 85 0 0 0 0 15

Description Original Textured Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTli NON

B300231 Stair2-048 Gray 0 0 0 0 0 0 0 60 0 0 0 0 40

Description Original Textured Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTli NON

B300232 Stair3-04C Gray 0 0 0 0 0 0 0 60 0 0 0 0 40

-'~scription Original Textured Ceiling

cation: N/A
IComments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B300233 410-05A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTli NON

B300234 431-058 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CUR AlVlO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B300235 430-05C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: N/A
'mments: Analyzed: Yes

Page 2 of 3



Client #:
...... ~nt Project:

nt Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30677
Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TIlE ANT FBG MNW CEL liAR SYN OTII NON

B300236 410-06A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plaster

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TIlE ANT FBG MNW CEL liAR SYN OTH NON

B300237 431-068 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plaster
Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TIlE ANT FBG MNW CEL lIAR SYN OTH NON

B300238 430-06C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

"'~scription Gray Base Coat Plaster

.::ation: NIA

'I Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8300239 432-13A Gray 0 0 0 0 0 0 0 80 0 0 0 0 20

Description Ix! Spline Ceiling Tile

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B300240 431-138 Gray 0 0 0 0 0 0 0 80 0 0 0 0 20

Description Ixl Spline Ceiling Tile

Location: NIA

Comments: Analyzed: Yes

Asbestos Codes:

Non-Asbestos Codes:

AMO "" Amosite eRO = Crocidolite ACT = Actinolite TRE = Tremolite ANT"" Anthophyllite

BAR "" Hair SYN "" Synthetic OTH "" Other NON"" Non-Fibrous Minerals

Page 3 of 3



ProSch. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record·
LABORATORY/HEADQUARTERS CONSULTING SERVICES

~ DRUSH <6 Hours

~ Turn Around Time Requested

, of7

22 Cummings Park, Woburn, MA 01801

T:781-936.J212 F:781-932-4867

683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-963-1030

o Same day 0 24 Hour I;23l,. 48 Hour 0 72 Hour 0 5 Days
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Comments:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For complete information about our services and locations a/ease visit us at www.oroscience.neforcallfhf.!nllmhf.!r.« ahnVA



o Same day 0 24 Hour 0 48 Hour 0 72 Hour

ProSch. ;e Analytical Services, Inc. a DRUSH <6 Hours

PLM Asbestos Chain of Custody Record" Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd., Newington, CT 06111

T:781-936-3212 F:781-9324867 T:860-963·1022 F:860-963.1030

, Z. Of 7

05 Days

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdlke St., Cambridge, MA.

Project Number: 60·22267·0009

Phone / FAX Number: 781-932·9400/ Fax 781·932-6211

Contact: Michael Lane

For Lab Use> Batch Number: D ~O!..pl7
Ana/yzed By / Date: flIlVvt
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For complete information about our services and locations o/ease visit us at www.oroscience.net or r:al/ thA nl1mhAr" ahnvl>



ProSch,. .:e Analytical Services, Inc, ~ DRUSH <6 Hours

PLM Asbestos Chain of Custody Record·1i
Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES
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o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days
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Analyzed By / Date: mvV1 QC By / Date:
I Visual I" .. I Iii

Description / Location
Field ill
Sampled

date
Lab ill

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:
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For complete information about our services and locations o/ease visit us at www.oroscience.nefor ..aUfh .. nllmh ..rs ahnVA



o Same day 0 24 Hour 0 46 Hour 0 72 Hour

.
ProSch. ;e Analytical Services, Inc. S. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record·/j/ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES
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Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60·22267·0009

Phone / FAX Number: 781·932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:D
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For complete information about our services and locations Dlease visit us at www.Droscience.nI.!t or r.all tht> nrImht>r.", ahnv<>



ProSch. ;e Analytical Services, Inc. .a ORUSH <6 Hours

PLM Asbestos Chain of Custody Record" Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES
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22 Cummings Park, Woburn, MA 01801
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o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days
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Client: ATC· OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations o/ease visit us at www.nroscience.nef or calf fhA nllmhAr.<; ahnVA



ProSch. ;e Analytical Services, Inc. 11 DRUSH <6 Hours

PLM Asbestos Chain of Custody Record'''' Turn Around Time Requested

LASaRATORY/HEADQUARTERS CONSULTING SERVICES

3 00t 7

22 CummJngs Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857
683 North Mountain Rd., Newington, CT 06111

T:860-953-1022 F:860-953.1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days
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For Lab Use>
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ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

February 23, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.
"'-.

Enclosure:
BATCH NUMBER: N 30624 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



Client#:
Client Project:
Client Reference:

Client Name:
Method:

ProScience Ana,ytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % Total % %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299423 413-07A Ml.Clrs. .4584 6.29 .00 .00 .00 .00 .00 29.23 45.59 6.29 18.89
Description: 12x12 Brown w/White Flecks Floor Tile

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbcstos Types % % Total % %

LAB ID Field lD Color Sample Non Fib. /
Weight Chrysdtile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299424 415-07B Ml. Clrs. .5719 0 0 0 0 0 0 0 0 0 0
Description: 12x12 Brown w/White Flecks Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Preped / Charged: Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299425 417-07C Ml. Clrs. .4417 0 0 0 0 0 0 0 0 0 0
Description: 12x12 Brown w/White Flecks Floor Tile

Location: N/A Analyzed I Charged : No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299426 413-0BA Black .0638 .34 .00 .00 .00 .00 .00 74.76 8.31 .34 16.59

Description: Black Mastic w/12x 12 Brown w/White Flecks

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

Page 1 of 5



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana.y tical Services, Inc

44
60-22267-0009
DCAM, Edward J, Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624
Date Sampled: NIA
Date Received: 212112005
Date Analyzed: 212312005
Date of Report: 2123/2005

Initial % Asbestos Types % % Total % %

LAB ID Field In Color Sample Non Fib.!
Weight Chrysotite Arnosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299427 415-08B Black .3047 .69 .00 .00 .00 .00 .00 67.31 9.55 .69 22.45
Description: Black Mastic w/12x12 Brown w/White Flecks
Location: NIA Analyzed / Charged: Yes

Comments: Prcped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysolile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299428 417-08C Black .1955 3.13 .00 .00 .00 .00 .00 45.63 23.07 3.13 28.17
Description: Black Mastic w/12xl2 Brown w!White Flecks

Location: NIA Analyzed I Charged; Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Cmcidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299429 413-09A NIA .2223 .00 .00 .00 .00 .00 .00 50.47 3.15 .00 46.38
Description: Cove Base Mastic

Location: NIA Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial °AI Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chtysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299430 417-09B NIA .1843 .00 .00 .00 .00 .00 .00 51.98 2.88 .00 45.14

Description: Cove Base Mastic

Locatiol1: NIA Analyzed / Charged: Yes

Comments: Prcped / Charged : No

Page 2 of 5



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 2/2112005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Asb.

N299431 430-09C N/A .2587 .00 .00 .00 .00 .00 .00 51.29 6.18 .00 42.53
Description: Cove Base Mastic

Location: N/A Analyzed / Charged : Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total % %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299432 413-10A N/A .4328 .00 .00 .00 .00 .00 .00 44.45 17.42 .00 38.13
DeSCliption: Cove Base

Location: N/A Analyzed I Charged: Yes

Comments: Prcpcd I Charged: No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299433 417-10B N/A .5141 .00 .00 .00 .00 .00 .00 45.32 16.88 .00 37.80
Description: Cove Base

Location: N/A Analyzed I Charged : Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LABID Field JD Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299434 413-IIA Blue .6082 .00 .00 .00 .00 .00 .00 14.07 82.93 .00 3.00

Description: l2x12 Blue FloorTile

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged: No

Page 3 of 5



ProScience Anatytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624
Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample NOll Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299435 415-118 Blue .5932 .00 .00 .00 .00 .00 .00 13.94 83.33 .00 2.73
Description: 12x12 Blue Floor Tile

Location: N/A Analyzed I Charged: Yes

Comments: Prcped I Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field In Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299436 413-12A Yel10w .1069 .00 .00 .00 .00 .00 .00 83.44 13.00 .00 3.56
Description: Yellow Mastic w/12x12 Blue fT

Location: N/A Analyzed / Charged; Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field II) Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299437 415-128 Yellow .1382 .00 .00 .00 .00 .00 .00 85.31 4.56 .00 10.13
Description: Yellow Mastic wll2x12 Blue IT

Location: N/A Analyzed! Charged : Yes

Comments: Preped ! Charged : No

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample NOll Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299438 433-14A N/A .0922 .00 .00 .00 .00 .00 .00 47.94 8.24 .00 43.82

Description: Fire Stop Sealant

Location: N/A Analyzed! Charged: Yes

Comments: Preped ! Charged : No

Page 4 of 5



ProScience Analftical Services, Inc

Client#:
Client Project:
Ciient Reference:
Client Name:
Method:

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 212112005
Date Analyzed: 212312005
Date of Report: 212312005

liofrStefanie/Bishop, Analyst
j

Initial % Asbestos Types % %
% Total %

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotite Amositc Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299439 426-161< N/A .3507 4.64 .00 .00 .00 .00 .00 32.51 52.01 4.64 10.84
Description: Door Unit Caulk "-,'-to -1614-
Location: N/A Analyzed / Charged: Ye,

Comments: Preped / Charged : No

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chtysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299440 417-168 N/A .2460 0 0 0 0 0 0 0 0 0 0
Description: Door Unit Caulk

Location: N/A Analyzed I Charged : No

Comments: Preped I Charged : Ye,

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299441 41O-17A N/A .0674 .00 .00 .00 .00 .00 .00 56.08 39.61 .00 4.31

Description: Window Caulk

Location: N/A Analyzed / Charged: Yes

Comments: Preped JCharged: No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299442 410-178 N/A .0731 .00 .00 .00 .00 .00 .00 54.99 40.90 .00 4.11

Description: Window Caulk

Lo~ation: N/A "-
Analyzed JCharged: Yes

C9minepts:J ~~ r'1 ~
Preped JCharged : No

,,
"

, , /

Page 5 of 5



ProScie. Je Analytical Services, Inc.
PLM Asbestos Chain of Custody Record·
LABORATORY/HEADQUARTERS CONSULTING SERVICES

o Same day 0 24 Hour ~ 46 Hour 0 72 Hour 0 5 Days22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-963·1030

ORUSH <6 Hours

Turn Around Time Requested

,f Of 7

Refractive IndlcIes I Asbestos Perce.ntage (%) Non Asbestos Percentage (%)
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III..LI 51 j & i!: ~ ~ ~ ~ ~ :£ ~ 5 ~

Relinqueshed By: . .

Received By and Date: ~61Q? J3 II~_. _
Quantity Received: ..!i.tEf AnaIYZ~
Faxed By and oate:__-.==:::;- _
Stop on First Positive:Ye~No _

QC Bv/Date:
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Lab ill

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For como/ete information about our services and locations a/ease visit us at www.oroscience.nef or call fh~ nlJmh~r_c:ahnVA



ProScif:. ;e Analytical Services, Inc. S ORUSH <6 Hours

PLM Asbestos Chain of Custody Record·1i
Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES

Z. Of '7

22 Cummings Park, Woburn, MA 01801
T:761-935-3212 F:781-9324657

683 North Mountain Rd., Newington, CT 06111
T:660-953·1022 F:660-953·1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Refractive lndicies I Asba~O& Percenlage (%) Non Asbestos Percentage (%)
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Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__-;::::=::::;- _

Stop on First Positive:Ye~No

QC Bv / Date:

No~Y

Analyzed By / Date:,
IOe~~I-p~;~rtlesVIsual
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~ • E~
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Description / Location 1~lt
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JD e

l8 £ .~
~ ~ ~u.

Field ill
Sampled

date
Lab ill

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St .. Cambridge, MA.

Project Number: 60-22267-0009

Phone I FAX Number: 781-932-9400 I Fax 781-932-8211

Contact: Michael Lane

For Lab Use> Batch Number:
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05/1

4:,1
os\':>

4:)0
Dr.- c...J

C)(~( ;ni"

\"'- Coc. -\ ~

"

Comments:

For cortlP/ete information about our services and locations Dlease visit us at www.Droscience.net or r:all thl> oumhl>r.", ahnv<>



a83 North Mountain Rd., NewJngton, CT 06111

T:860-963-1022 F:8a0-963.1030

ProSch. :e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

/..,..,,,,

~~ DRUSH <6 Hours ,301)-.2l. Turn Around Time Requested

CONSULTING SERVICESLASORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4S67

Refractive Indlcles I Asbestos Percentage (0/.) Non Asbestos Percentage (%)
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Received By and Date:

Quantity Received: Analyzed:
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Vistral I Optical Properties
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Ana/yzed By / Date:
i . ~

Description / Location
Field ill
Sampled

date
Lab ill

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cembridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:
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Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nefnrr.allfhA nllmh"w:; ahnvI>
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ProSch. ;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~"" Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~

9 ~ Of 7

22 Cummings Park, Woburn, MA 01801

T:7B1-936-3212 F:7B1-932-4867

6B3 North Mountain Rd., Newing1on, CT 06111

T:860-963·1022 F:860-963·1030 '
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

rJoO COd-Y

Rellnqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Oate:__--;:::=:::;- _

Stop on First Positive:Ye~No _

QC Bv / Date:
Ref(l;lcUve IndJo18lO I Asbestos Percentage (%.) Non Asbostos Percentage (0/.)
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Comments:

For complete information about our services and locations Dlease visit us at www.oroscience.net or r:atl thA nl1mh"m: :lhnw>



ProSch. ;e Analytical Services, Inc. .a. ORUSH <6 Hours.

PLM Asbestos Chain of Custody Record .< Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES

,501 'I

22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4857

683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-963-1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

For Lab Use> Batch Number: Ana/yzed By / Date:, --
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike 51., Cambridge, MA.

Project Number: 60-22267-0009

Phone I FAX Number: 781-932-9400 I Fax 781~932-6211

Contact: Michaei Lane

f\) :J 0 Cod-.L{

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__-=== _
Stop on First posllive:Ye~No

QC Bv / Date:
Refractive Indlcles I Asbestos Percentage (%) Non Asbeslos Percentage (%.)

Circle Type
"• ~
,

~ • IS
~ e

Oil I I I .. • ~ • ~ •"5 • 0 " -a~ " 1! " '"~ ) ] 0 o 0 '" .Q
<5 "

u.

~ J: .5 " • " '" ce ." c BII 11../ Ii ~ ~ ~ • • ~ 0
0 I- ::; 0 r '" z

l.\\l
~
o

Ljl?>

'tIS

L(l7
\2-1+

l.\\~

Comments:

For como/ete information about our services and locations Dlease visit us at www.orosclence.net or call thR nlImhpr.<; "hnvp



GOf 7'
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ORUSH <6 Hours

o Same day 0 24 Hour 0 48 Hour 0 72 Hour

ProSci( :e Analytical Services, Inc. A
PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01801 883 North Mountain Rd., Newington, CT 06111

T:781-ll36-3212 F:781-932-4867 T:880-ll63-1022 F:860-ll63-1030

For Lab Use> Batch Number: Analyzed Bv / Date:
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Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781·932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For comolete information about our services and locations Dlease visit us at www.Droscience.neforr.allfh .. nl1mhprs ;,hnvp



683 North Mountain Rd., Newington, CT 06111

T:860oS63-1022 F:860oS63·1030

ProSch. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781oS36-3212 F:781oS32-4867

CONSULTING SERVICES

lilh~ DRUSH <6 Hours '? Of

~ Turn Around Time Requested

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

·7

!'J?OWCf-~

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number: Analyzed By / Date:
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Comments:

For complete information about our services and locations Dlease visit us at www.oroscience.net or call thA nllmh",n, ahnVA



ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Michael Lane,

February 25, 2005

(

Resu[ts of samples you described and submitted to ProSc[ence Analytical Services, Inc. are shown on the
enclosed data sheets. The analyt[cal results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue [s examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sam pie, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written reeuest of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in ~s entirety, without perm ission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related infonmation.

Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6542 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA 10# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI 10# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212



ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

Client#:
Client Project:
Client Reference:
Client Name:

44
60-22267-0009
DCAM, Edward J. Sullivan Crthse, 40 Thorndike St.
ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6542
2/25/2005
2/23/2005

2/25/2005

NT52478

LASID

1"...._ __

INT52467

INT52468

INT52469

INT52470

NT52471

r-- [.. ·····.··-.- .. ----.·--..--.-.1--- Imt,al 1---- -.--0/: ASbe~to;T-ype; .------~-ol;--I--: -J--'---- [. I Prep~d/l

' .. F.i.e.l.d. ID... . De.scriPtiOn: cO.lo.r S I 1'-- --l-- 1- --~].- - -- - ---- . Vn 1(1. Total % Analyzed I. I amp e I I A I Other I Charged I1 .. __ __ __ -"",-,,!ght_._c:H~l~MO 1_~~TC~~_~~.:r..t TRE Non-aJiJ>~()rgani,,- _carb.:._t,sbes~s/c~ar~e~i J

1413::09f1___lcove_ba~e_lll-""tic___________ ...~:22_31_,oo_Loo_L:~"0Q..IJ)Q_)JlO__42c3.8+i!h4LL3.15_ _ N[)_!__YeS_~ __NO~

[

14.....1...7:098 C.ove ba.. se. m. astic.. ...... _._____ ..1!l~-.~ ..:.ooJ--'QQ..--.Jl!l.. .00LQL_<l!U5---1_'§.1,Q8_1.1,~~ ."ID ..... Y";_+.!'Cl__ 1

430-09C .__ Coveba';"-Illastic ..__.. _ .2587 I .00 i _..00_.1 .00 .00 .00 .00· 42.53_1 51.29 6.18 ND ..Yes I No I

I J ' I· -r I I1413-10A C?v.e.ba..se .._._____ .4328L_~00 .00 I .00 .00 .2.0 ,.00 38.13 I ~~,~5 17.42 ND Yes I No i
417-108 ICove base .. _ .__ .. .514LJ.JlQ.lJ)oJ_"0Cl.-1.~r~~_1-37.80_ ..tl~~L. 16.88_._J-lD __ ."'es_ 1-!:JCl .1

I::::::: I::~~:::~I:~::::~:-...--- ---~~_~=-~=------ '~=~~L:::J~:+~::---I- ::~t :::-+~:- ---::~:--;:':~- :::~:- -- ::-:~~--!-~-i
INT52474 .1413-12A IYel~o\Vllla~lic;.__ . __.... L__ ~JO_6QL:OQ J --'1lO_1 COIl __~~..JlO...J~L_~6T.a.3A4_' 13.00 I-ND .-I-'(es--:

INT52475 415-128 \,e~o_w-'T1aslic J t.l3.82.! .,00J c:00_ l_co.o_,_.oo,oo.L:()o.__1,Cl~_I_~5.3.L _4.5§_1 ND Yes__1__ No -I
NT52476 433-14A F.i.re.slop~...~.ai,,-.n.L.... _ _ __J- .0922..1..QQ_l,oo 1_ '()O-II-~..QQ-Ti .00 __'!...3 .. 8.2 .. -.±7.,Q4 _8.24 _, __ND YEls_+ ...N0

__j
NT52477 1410-17A .\\Ilrldo.w.calll.k....... _ _ _1_ _ _.~.OO LJl.ll. .00 .00 .00 .~}1_. 56.08 39.61 ND Yes I No I

410-178 __ . __ Wlndow_caulk .J. ._.1 .0741 1 .00 1~()oJ_.o.o.] .00 .00 I .00 1_4.05 -1 55.60 40.35 ND Yes No I

Comments:

-'"J. .'./'/1./,;{<);'". vi':
/~p
Allison Smale'An·'·t··· ... /-1;,fl.... . ,::::., a sl J '! ... ... -- -- / .;r--,.

Asbestos Codes: CHR = Chlysotile AMO = Amosite eRG::::: Crocidolite ACT::::: Actinolite TRE = Tremolite ANT::::: Anthophyllite TR = Trace = < 1% NO;;: None Detected

Page 1 of 1



Client #:
Client Project:
Client Reference:
Client Name:
Method:

ProScience 1ii~C:i1:~1 Services, Inc

44
60-22267-OOOg
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % % Total % %
LAB ID Field 10 Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299423 413-07A MI. Clrs. .4584 6.29 .00 .00 .00 .00 .00 29.23 45.59 6.29 18.89
Description: 12xl2 Brown w/Whitc Fk-cks FloorTile

Location: NIA Analyzed I Charged; Yes

Comments: Prcped / Charged: No

Inilial % Asbestos Types % % Total %
'Yl!

LAB ID Field II) Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299424 415-078 Ml. elI's. .5719 0 0 0 0 0 0 0 0 0 0
Description: 12x [2 13rown w/White Flecks Floor Tile

Location: NIA Analyzed I Charged: No

Comments: Prcpcd / Charged: Yes

Initial % Asbestos Types % % Total %
%

LAB ID Field II) Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299425 417-07C Ml. Clrs. .4417 0 0 0 0 0 0 0 0 0 0

Description: 12x 12 Brown w/Whitc Flecks Floor Tile

l.ocalill11: NIA Analyzed I Charged: No'

('ollllllcnls: Preped I Charged : Yes

Initial % Asbestos Types % % Tolal%
%

LABJD Field I() Color Sample Non Fib. /

Weight Chrysotilc Amosite Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Asb.

N299426 413-0M Black .0638 .34 .00 .00 .00 .00 .00 74.76 8.31 .34 16.59

Description: Black Mastic w/12xJ2 Brown w/White Flecks /OCrf(mLocation: NIA
Analyzed I Charged: Yes

Comments:
~

Preped I Charged : No

, / , I' / " I _ I ! I 1
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Client #:
Client Project:
Client Reference:
Client Name:
Method:

.... I(V rl &;:;;'-1 G

ProScience Anai j .ical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materiais

Batch: N 30624

Date Sampied: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % %% Total %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysolile Amosite Actinolite CrocidoJitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299427 415-088 Black .3047 .69 .00 .00 .00 .00 .00 67.31 9.55 .69 22.45
l)cscription: l3Iack Mastic wl12xl2 Brown w/White Flecks

.0L,~~ (2f.(UC( I
l.ocation: N/A

~C (/ Q~
Analyzed I Charged: Yes

('omments: Preped JCharged: No

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysolile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299428 417-08C Black .1955 ....1.13 .00 .00 .00 .00 .00 45.63 23.07 3.13 28.17
Description: Black Mastic wI 12x 12 Brown w/Whitc Flccks

~'''~Locution: N/A Analyzed I Charged: Ye,

Comments: I' Preped / Charged : No

lniti,l I '" % Asbestos Typcs % % Total %
%

LAB 11) Field II) Color Sample Non Fih. /

Weight, Chrysotile Amositc I\Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299429 413-09A N/A .222'/ .00 .00 \ .00 .00 .00 .00 50.47 3.15 .00 46.38
Description: Cove Base Mastic I 7r(jY) \Ih:alion: N/A Analyzed I Charged: Y.,

('omments: \ Prcped I Charged : No

Inidal % Asbestos Types % % Total % %

LAB II) Field II) Color Sam Ie Non Fib. J

Wei ht Chrysotile Amosite Actinalit Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Asb.

N2994JO 417-0913 N/A .18 3 .00 .00 .00 .00 .00 .00 51.98 2.88 .00 45.14

I)cscript ion: Cove B.,se Mastic

'Tfd ) /Location: N/A \
Analyzed / Charged: Ye,

Comments: I Preped I Charged : No
, .'
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Client #:
Client Project:
Client Reference:
Client Name:
Method:

IV I w"J'1L

ProScience Anai" .ical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % %
% Total %

LAB II) Field II) Color Sample
i '''Ch~sotile

Non Fib. /
Weight Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299431 430-09C N/A .2587 ! .OO~ .00 .00 .00 .00 .00 51.29 6.18 .00 42.53
Description: Cove Base Mastic I

')~cfl7~Location: N/A I Analyzed / Charged: Yes

Comments: Preped I Charged : No

Initiall \ % Asbestos Types % % Total %
%

LAB II> Field II) Color Samplp
Amosite\

Non Fib. /
WeigHt Chrysotile Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Asb.

N299432 413-IOA N/A .432~ .00 .00 \ .00 .00 .00 .00 44.45 17.42 .00 38.13
Description: Cove Base

I !7Z;ev7Locution: N/A \
Analyzed / Charged: Yes

COlllments: I Preped / Charged: No

Initial i % Asbestos Types % % Total %
%

LAB ID Field ID Color sampte
\Actinolite

Non Fib. /

Weig, t Chrysotile Amosite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299433 417-IOB N/A .514~ .00 .00 i .00 .00 .00 .00 45.32 16.88 .00 37.80

l)escription: Cove Base i ifc;V¥)
I
I

Loc<lllon: N/A I

I
Analyzed / Charged: Yes,

Comments: \ Preped / Charged : No
\

Initial ~ % Asbestos Types % %, Total %
%

LAUID Field II) Color sampl~\
Non Fib. /

WClght Chrysotilc Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299434 4l3~IIA Blue .6082 \ .00 .00 I .00 .00 .00 .00 14.07 82.93 .00 3.00

Description: 12x 12 l3lue Floor Tile

\ 77crfJLocation: N/A
Analyzed / Charged: Yes

Comments: Preped / Charged: No

--------
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Client#:
Client Project:
Client Reference:
Client Name:
Method:

(rJ11.C J ~I e.

ProScience AnaJjf deal Services, Inc

44

60-22267-OOOg

DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial i "\ % Asbestos Types % %
f % Total %

LAB II) Field II) Color Sample
/ Chrysotil~

Non Fib.!
Weight Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299435 415-118 Blue .5932 .00 .00 .00 .00 .00 .00 13.94 83.33 .00 2.73
Dl::scription: 12xl2 Blue Floor Tile

(TS!11I.ocation: N/A Analyzed I Charged: Ye,

Comments: Prcped I Charged : No

Initial I \ % Asbestos Types % % %1'Ola1%
LAB ID Field 10 Color Sample

Am~e
Non Fib.!

Weight I Chrysotile Actinolite CrocidoJite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299436 413-12A Yellow .1069 I .00 .00 \ .00 .00 .00 .00 83.44 13.00 .00 3.56
Descriplion: Yellow Mastic wJl2xl2 Bille FT

I rtYffY \l.ocalion: N/A Analyzed / Charged; Ye,

COlllments: Preped / Charged : No

Initial.l I \ % Asbestos Types % % Total %
%

LAB ID Field II) Color Samplel Non Fib. /

, Weight I Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299437 415-12B Yellow .1382 ! .00 .00 .00 .00 .00 .00 85.31 4.56 .00 10.13

Ikscription: Ycllmv M:lslic w!l2xl2 Blue Fr i i7ifY\Location: N/A I
Analyzed / Charged: Yes

Comments: I Prcped / Charged: No

Initial \ J % Asbestos Types % %
I % Total %

LAB If) Field If) Color Sample \
Amositej

Non Fib. I

Weight Chrysolile Actinolite C"rocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299438 4J3-14A N/A .0922 \ .00 .00 ! .00 .00 .00 .00 47.94 8.24 .00 43.82

Description: Fire Stop Sealant \12[w /Location: N/A
Analyzed I Charged: Ye,

Comments: Preped I Charged : No
,

'----"
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Client#:
Client Project:
Client Reference:

Client Name:
Method:

........... ~J \ WJ '7 t...--

ProScience Ana.... deal Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, 40 Thorndike St., Cambridge, MA
ATC Associates, inc., MA
NY ELAP Method For The Anaiysis of Non Friable Organically Bound Materials

Batch: N 30624

Date Sampled: NIA
Date Received: 2/21/2005
Date Analyzed: 2/23/2005
Date of Report: 2/23/2005

Initial % Asbestos Types % %
% Total %

LAB ID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N299439 -420 16A;? N/A .3507 4.64 .00 .00 .00 .00 .00 32.51 52.01 4.64 10.84
Description: Door Unit Caulk

Location: N/A
f.-( 40_1L,,j.

Analyzed / Charged: Yes

Comments: Preped / Charged: No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib.!
Weight Chrysotite Amosite Actinolite CrocidoJite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N299440 417-16B N/A .2460 0 0 0 0 0 0 0 0 0 0
Description: Door Unit Caulk

Location: N/A Analyzed I Charged: No

Comments: Preped / Charged : Ye,
-

Initial ';~ % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample
I Chry,.

Non Fib. /

Weight Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N29944\ 41O-17A N/A .0674 .00 "'- .00 .00 .00 .00 .00 56.08 39.61 .00 4.31

Description: Window Caulk 17t(m\Location: N/A
Analyzed / Charged ; Yes

Comments: Preped / Charged : No

Initial; \ % Asbestos Types % % Total %
%

LAB ID Field ID Color Samplc, Non Fib. /

Weighq Chrysotilc Amosit Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N299442 41O-\7B N/A .0731 I ,00 .00 .00 .00 .00 .00 54.99 40.90 .00 4.11

Description: Window Caulk

\,rC1~17Location: N/A
Analyzed I Charged: Yes

Comments: Preped / Charged : No

"- "-----
Stefanie Bishop, Analyst
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ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

March 30, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual,Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

'"'

'( .flJA J/~
Steranie Bishop, Optical Asbestos Manaq r
Adrian S~nca, Laboratory Director

Enclosure:
LAB BATCH ID: B 31313 CLIENT PROJECT ID: 60-22267-0009
Client#:44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44

~"qnt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, 40 Throndike St., Cambridge, MA

Client Name: ATC Associates, Inc., MA

Method: EPN600/R-93/116

Batch: B 31313

Date Sampled: N/A
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/30/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307737 433-01A Gray a 0 a a a a a 90 a a a 0 10

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307738 432-018 Gray 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307739 432-01C White 0 0 0 0 0 0 0 90 TR 0 0 0 10

"1escription Debris

cation: N/A

rComments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307740 431-01D White 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B307741 431-01E White 0 0 0 0 a 0 0 90 TR a 0 0 10

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307742 431-02A White 0 0 0 0 0 0 a a a a a a 100

Description Skim Coat Plaster

Location: N/A

,mments: Analyzed: Yes

Page 1 of3



ProScience Analytical Services, Inc

Client#: 44

nt Project: 60-22267-0009

"t Reference: DCAM, Edward J. Sullivan, 40 Throndike St., Cambridge, MA

Client Name: ATC Associates, Inc., MA

Method: EPA/600/R-93/116

Batch: B 31313

Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/30/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B307743 431-028 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307744 431-02C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B307745 431-02D White 0 0 0 0 0 0 0 0 0 0 0 0 100

-"':scription Skim Coat Plaster

.;atioo: N/A

'rcomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B307746 431-03A Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B307747 431-038 Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL IIAR SYN OTH NON

B307748 431-03C Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Base Coat Plaster

Location: N/A

mments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client #: 44
'""ient Project: 60-22267-0009

mt Reference: DCAM, Edward J. Sullivan, 40 Throndike St., Cambridge, MA
'-'lient Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31313
Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report: 3/30/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW eEL liAR 8YN OTII NON

BJ07749 431-03C Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

Asbestos Codes: CHR "" Chrysotile AMO "" Amosite eRO = Crocidolite

Non-Asbestos Corles: FBG = Fiberglass MNW = Mineml Wool eEL = Cellulose

• All tej;u Is dte in percenta
..<" \ -l '-'- ('

.stef~.;;1eBishop, Analyst
j

ACT = Actinolite 1RE = Trcmolitc ANT = Anthophyllite

BAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals
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05 Days683 North Mountain Rd., Newington, CT 06111

T:850-953·1022 F:860-953.1030

22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

ProSch. ;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES iZ:I.. ~
o Same day 0 24 Hour (ET-46 Hour \ 0 72 Hour
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~I .1 I ~e
.!l •.. '"" 0; u.

~I
0 .c 0
~ 15 0

" Z

\11_.-'-' , OpU Properties

,g al
:>. :... ~ I.) E

.'\:::l C) <: iii .i:1

~ e Gl ~ S til g' ~ I Oil

I
02-.cO .. "og

]:1::::)(~e-.sc'Gl.i
8~~_tt~Jjlliiill.1 IIII...L

Description / Location

OE~'5

-Sld '" (1C( \- ~ \ll.~I

Field ill
Lab ill I Sampled

date

3b~
'1,1 61~

-
L{72.

1'?f I OtG
-

q I 43z
T;; 0\(

-
l.f "?(

1cjo! OLD
-
L[o!

f)~1 I 0\6
-

I.-{" I
1~) I 01.-~

Comments:

For cortlP/ete information about our services and locations o/ease visit us at www.oroscience.netnrr.allthA nllmhpr", ahnvp



Analyzed:

Visual , Opllcal Properties RefrBcUve Indlcles Asbeslos Percenlage (%) Non Asbeslos Percentage (%)
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ProSch :e Analytical Services, Inc. DRUSH <6HourseZ..-Of '5
PLM Asbestos Chain of Custody Record ~~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01B01 6B3 North Mountain Rd" Newington, CT 06111 0 Same day 0 24 Hour <@--48 A 0 72 Hour 0 5 Days

T:7B1-936-3212 F:7B1-9324867 T:B60-963-1022 F:B60-963-1030 fh-------------
Client: ATC· DCAM Relinqueshed By: I""J:
Address: Edward J, Sullivan, 40 Thorndike St., Cambridge, MA. Received By and Date: __

Project Number: 60-22267-0009 Quantity Received: _

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211 Faxed By and Dat:;:e;..:.__-;::::=::;- _

Contact: Michael Lane ,jP)op n F' osllive:Ye~No _

For Lab Use> Batch Number: b 3 / ~19 'D' QC B I Date:

Comments:

For complete information about our services and locations o/ease visit us at www.oroscience.net or call the ollmhAr.<; ahnvl>



e3 Of)

05 Days

• /'>

Turn Around Time Requested

DRUSH <6 Hours

o Same day 0 24 Hour~/~ 0 72 Hour
s~~~~CONSULTING SERVICES

5B3 North Mountain Rd, NewIngton, CT 05111

T:B60-953-1022 F:B50-953·1030

ProSch. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 CUmmlngs Park, Woburn, MA 01B01

T:7B1-935-3212 F:7B1-932-4B57

~I .1 "e
.\l •.. ~

~ l; II:
.~ 6 "~ 0
J: (f) Z

Non Asbestos Percentage C%.)

Analyzed:

(/l<...-. _

CIrcle Type
I I ~ I

Asbestos Percentage (%»

Relinqueshed By:

Received By and Date:

Quantity Received: _

Faxed By and Oate:__--;:::==;- _

P'it1~~No _

QC Bv / Date:Ana/yzed B
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Description / Location
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Field ill
Lab ill I Sampled

date
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For Lab Use> Batch Number:

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For cort1lJlete information about our services and locations Dlease visit us at www.Droscience.netorr.allthp nllmhpr.« ahow'



~
5~~ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained by using the EPA/600fR-93f116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency inclUding NISTfNVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

Enclosure:
LAB BATCH ID: B 31871 CLIENT PROJECT ID: 60-22267-0009
Client#:44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
r"'ot Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

""ent Name: ATC Associates, Inc., MA

Method: EPAl600/R-93/116

Batch: B 31871

Date Sampled: NIA

Date Received: 4/2012005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CRR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313867 1608-21A .r Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In , Color Clm AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B3l3868 1515-21AV Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
f

Color clm AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313869 1427-16A V Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

- 'c;cription Sheetrock

tion: N/A

I .....umments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieidID
I

Color CRR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313870 1347-16A,/ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
~

Color CRR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313871 1235,16A V Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AlIfO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313872 1111-16A J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

lments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44

r" 'ot Project: 60-22267-0009

: Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

,",,,ent Name: ATC Associates, inc., MA

Method: EPN600/R-93/116

Batch: B 31871

Date Sampied: NIA
Date Received: 4/20/2005
Date Anaiyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LA81D FieidID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON,
8313873 1035-18Av' Gray a a a a a a a a 5 a a a 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
/'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8313874 909,16A ,f Gray 0 a a a a a a a 3 O· a a 97

Description Sheetrock
Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieldlD I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B313875 835-15A1! Gray 0 0 0 0 0 0 a 0 3 0 a 0 97

" 'icription Sheetrock

tion: N/A

I ,""",nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON,
B313876 709-16A,/ Gray 0 a a 0 0 a 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r-

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B313877 621-17AV Gray 0 a 0 0 0 a TR 0 5 0 a 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON·ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW eEL HAR SYN OTH NON

B313878 540-19A>! Gray 0 0 a 0 a 0 0 a 5 0 0 0 95

Description Sheetrock

Location: N/A

Iments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
r"'nt Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
~lient Name: ATC Associates, inc., MA
Method: EPAl600/R-93/116

Batch: B 31871

Date Sampled: NIA
Date Received: 4/20/2005

Date Anaiyzed: 4/22/2005

Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field In
l'

Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313879 M05-13A,f Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON
I

8313880 410-18A\! Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color clm AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313881 358-20A.,,1 Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

.... ..,scription Sheetrock
tion: N/A

I vulOments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTl! NON
r

B313882 279-17A V Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID r Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B313883 133-18A II Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock
location: NlA
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW eEL lIAR SYN OTU NON
;

B313884 B151-18A ,; Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A
lments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
r"qnt Project: 60-22267-0009

: Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
vllent Name: ATC Associates, inc., MA
Method: EPN600/R-93/116

Batch: B 31871
Date Sampled: NIA
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN =Synthetic OTH = Other NON = NOl1~Fibrous Minerals

eRO "". Crocidolite

eEL = Cellulose

CHR =: Chrysotile AMO = AmositeAsbestos Codes:

Non~Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool/i!JSs are ~ercen/~e., ~-h-I1..t--<-'i-A.-y
" fjfiUAJJ~~

MichadManning, Analyst
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PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ ~

Client: ATC- DCAM

Address: Edward J. Sullivan. 40 Thomdike St.. Cambridge. MA.

Project Number. 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

22 Cummings Park, Woburn, MA 01801
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For complete information about our services and locations a/ease visit us at www.oroscience.nef or r:all fhA nIunh,u'_", ahnv,,"
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't, ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

February 28, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generailyused for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples ar,1alyzed is available upon client'$ written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination
that may have occurred during the sample collection process or erroneous data provided by the
client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,
e-.... ,,,"~

•

\

~'Stefanie is op, Optical Asbestos Mana
Adriari" tanca, Laboratory Director

Enclosure:
LAB BATCH 10: B 30749 CLIENT PROJECT 10: 60-22267-0009
Client#:44
NVLAP 10# 200090-0; CT 10# PH-020,9; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (78'1)932-4857



Client#:
-.t'3nt Project:

.mt Reference:

Client Name:

Method:

ProScience Analytical Services, Inc

44

60-22267-0009

DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc., MA

EPN600/R-93/116

Batch: B 30749

Date Sampled: N/A

Date Received: 2/24/2005

Date Analyzed: 2/28/2005

Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B301067 357-01A Gray 0 0 0 0 0 0 0 85 TR 0 0 0 15

Description lx2 Text. Ceiling Tile

Location: NIA

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B301068 316-016 Gray 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description 2x2 Text. Ceiling Tile

Location: NIA

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID }<'ieJd ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B301069 309-01C Gray 0 0 0 0 0 0 0 gO TR 0 0 0 10

'lescription 2x2 Text. Ceiling Tile

Jcation: NIA

·rComments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

6301070 352-02A Gray 0 0 0 0 0 0 0 20 70 0 0 0 10

Description 2x2 Ceiling Tile w/Divot Pattern

Location: NIA

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B30107l 351-026 Gray 0 0 0 0 0 0 0 20 70 0 0 0 10

Description 2x2 Ceiling Tile w/Divot Pattern

Location: NIA

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B30lOn 334-02C Gray 0 0 0 0 0 0 0 15 70 0 0 0 15

Description 2x2 Ceiling Tile w/Divot Pattern

Location: NIA

1mments Analyzed: Yes

Page 1 of 5



Client #:
...... ·:gr~t Project:

mt Reference:
Client Name:

Method:

ProScience Analytical Services, Inc

44

60-22267-0009

DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc., MA

EPN600/R-93/116

Batch: B 30749

Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LAB lD Field 10 Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTli NON

8301073 Stair1-03A Gray 0 O' 0 0 0 0 0 40 0 0 0 a 60.
Description Orig. Text. Ceiling Application
Location: N/A

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8301074 Stair2-038 Gray 0 0 0 0 0 0 0 50 0 0 0 a 50

Description Orig. Text. Ceiling Application

Location: N/A

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301075 Stair3-03C Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

'Iescription Orig. Text. Ceiling Application
;cation: N/AIComments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301076 Stair1-04A Gray 0 0 0 0 0 0 0 60 0 0 0 0 40

Description Text. Ceiling Patch Application

Location: N/A

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301077 Stair2-048 Gray 0 0 0 0 0 0 0 65 0 0 0 0 35

Description Text. Ceiling Patch Application

Location: N/A

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301078 Slair3-04C Gray 0 0 0 0 0 0 0 30 0 0 0 0 70

Description Text. Ceiling Patch Application

Location: N/A

)mments Analyzed: Yes
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Client#:
'nt Project:
nt Reference:

Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30749
Date Sampled: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LAB ID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301079 359-05A White 0 0 0 0 0 0 0 0 0 0 0 (j 100

Description Skim Coat Plaster

Location: N/A
Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B301080 359-058 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A
Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Fjeld ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301081 362-05C White 0 0 0 0 0 0 0 0 0 0 0 0 100

--"'!scription Skim Coat Plaster

cation: N/A

I·· Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301082 359-06A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A
Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301083 359-068 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B301084 362-06C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A
)mments Analyzed: Yes

Page 3 of 5



Client #:
_.. ~nt Project:

;nt Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30749
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LABlO Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

8301085 336-12A Gray 20 0 0 0 0 0 0 70 0 0 0 0 10

Description Spray On Fireproofing Ins.

Location: N/A

Comments Analyzed: Yes

. ASBESTOS NON-ASBESTOS

LABlO Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8301086 315-13A Gray 2 0 0 0 0 0 0 0 0 0 0 0 98

Description Interior Window Caulk

Location: NIA
Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlO Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301087 310-138 0 0 0 0 0 0 0 0 0 0 0 0 0

'8scription Interior Window Caulk

Jeation: NIA

rcomments Analyzed: No

ASBESTOS NON-ASBESTOS

LASlO Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW eEL liAR SYN OTII NON

8301088 315-14A Gray 3 0 0 0 0 0 0 0 0 0 0 0 97

Description Interior Unit Door Caulk

Location: N/A

Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlO Field ID Color CHR AMO CRO ACT TRE ANT FSG MNW CEL liAR SYN OTH NON

8301089 357-148 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Interior Unit Door Caulk

Location: NIA
Comments Analyzed: No

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW eEL liAR SYN OTH NON

8301090 356-15A Gray 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description Ix] Spline Ceiling Tile

Location: NIA
'Jmments Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
.ont Project: 60-22267-0009
.mt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 30749
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LAB In Field ]D Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

BJOlO91 359-158 Gray 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description Ixl Spline Ceiling Tile

Location: N/A
Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

BJOlO92 359-15C Gray 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description I x 1Spline Ceiling Tile

Location: N/A
Comments Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

BJOlO9J 301-16A Gray 0 0 0 0 0 0 0 40 50 0 0 0 10

.....escription 2x4 Ceiling Tile

Jcation: N/A
·1 Comments Analyzed: Yes

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic O1'B = Other NON = Non-Fibrous MineralseEL = Cellulose

eRO = CrocidoliteCHR = Chrysotile AMO = AmositeAsbestos Codes:

Non-Asbestos Codes: FBG = FibergJass-!!NW = Mineral Wool

r suI s are in percentag .

Page 5 of 5
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05 Days

DRUSH <6 Hours

o Same day 0 24 Hour ~.;;~ 0 72 Hour683 North Mountain Rd., Newington, CT 06111

T:860-ll63-1022 F:860-ll63-1030

22 Cunvnlngs Park, Woburn, MA 01801

T:781-1136-3212 F:781-1132-4867

· ~".....-.-

ProScie e Analytical Services, Inc. A
PLM Asbestos Chain of CustodyRecord'~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400 I Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number: " 3014-1 I Visual
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date ~ HI~U J: f- U.
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Faxed By and Oate:,__-:::==,;-- _
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Comments:

For coltwlete information about our services and locations D/ease visit us at www.Droscience.net or call thp nllmhpr.<: ahovp.



J ZOf 7

Turn Around Time Requested

DRUSH <6 Hours

o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days683 North Mountain Rd., Newington, CT 06111

T:860-963·1022 F:860-963.1030

22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

ProSek. ;e Analytical Services, Inc. .a
PLM Asbestos Chain of Custody Record . ---'__---'----'----' _
LABORATORY/HEADQUARTERS CONSULTING SERVICES
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For Lab Use> Batch Number:

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike 51., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.net or call thl'> nllmhl'>r." ahnvp



683 North Mountain Rd" Newington, CT 06111

T:860-963.1022 F:860-963.1030

ProScie. ,e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

CONSULTING SERVICES h
DRUSH <6 Hours 3>01 7
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Refractive IndJcles I Asbestos P8rcentage (%) I Non Asbestos Percentage (%)

LClrde Tvpe J I
" ",

~I .. I~ I ~ I .f:! ~ I ~ ~ e
Oil I I I • .g •.. l! " .. ~

2' .Q ;; i u:
• • ,

c•• = "
c "'II I..L I 51 ~IGI~I ~1)l1 IE i'J ~ 5 0:; :I: en Z

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__---;:::== _
Stop on First Positlve:Ye~No _

QC By/Date:

~

"! 8 E
g a5 .1:1
tIl C) e
"0 ;E "8
e •
& iii £

Oplloal Properties

W\M

~ c

:llj:g ~
~ Eo_
u. ~ Jj

Visual

fl·
.0 If ~8 :I: f-

~ ~ \u. skr

Description / Location

".7 K,M... C.oo..:l;- ~ \4:) \,Q,r

"3, is '2

CJ.~c..

354
()¢

35"1
Ob~

'351
O~

Field ill
Sampled

date

'bll

1)

35'1

&3 I COblQ

'62

361-

g¢ lOGe

Lab ill

WI

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.net or r:,,1f thA nllmhArs "hnVA



ProScie•. .;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS CONSULTING SERVICES

D Same day D 24 Hour D 48 Hour D 72 Hour D 5 Days22 CUlTUTllngs Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

683 North Mountain Rd., Newington, CT 06111

T:860-963-1022 F:860-963-1030

DRUSH <6 Hours

Turn Around Time Requested
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number: b -bb1 LJCj
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Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nef or call fhp ntlmhpr.<: ahovp



683 North Mountain Rd., Newington, CT 06111

T:860oS53·1022 F:860oS53-1030

ProScif:.. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORVHEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781oS35-J212 F:781oS32-4857

CONSULTING SERVICES

~~ DRUSH <6 Hours '5°1 7

~ Turn Around Time Requested

D Same day D 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__-;:::== _
Stop on First Positive:Ye~No _

QC Bv/Date:
Optical PropertIes Refractive Indlcles Asbestos Percentage (%) Non Asb6S1os Percentage (%)
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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Comments:

For como/ete information about our services and locations o/ease visit us at www.oroscience_nef or r:all fh<:> nl1mh<:>n;; ahnva



683 North Mountain Rd., Newington, CT 06111

T:86D-963·1D22 F:8GD-9G3.1D3D

ProScic Je Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
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For Lab Use> Batch Number: h ? D 74q

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60·22267·0009

Phone / FAX Number: 781·932·9400/ Fax 781·932-6211

Contact: Michael Lane

1w1Di5 ('"

315

L!!!:--W\~'i!!~~J\(i)~\-e~t~:-n.'LI~:......QQ:QL.J#L!:::----tttttttttt1=!=C... ~lliJ
35;' ,

\4(2) -\>

\ 0
Comments:

For complete information about our services and iocations o/ease visit us at www.Droscience.nE.!f or call fhl'> nllmhl'>r.c;; ahnVA
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683 North Mountain Rd., Newington, CT 06111

T:860-963·1022 F:860-963·1030

ProScif. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORVHEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-936~212 F:781-932-4867

CONSULTING SERVICES .a
DRUSH <6 Hours ' {Of (

.li/
Turn Around Time Requested

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009
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Contact: Michael Lane
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For complete information about our services and locations alease visit us at www.oroscience.nef or r:all fh .. nllmh..r.'" "hnvI>



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 02, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Point Counting" quantitative method has been used for determining the percentage of asbestos in
the samples included in this batch. The Point Counting method is usually recommended when
friable sample contains less than 10% asbestos by visual estimate. All the asbestos contents
obtained using this technique are reported as real numbers. If only asbestos fibers which do not
meet the point counting criteria are observed during the microscopical examination of the sample,
the analytical result will be reported as "TR" (Trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination
that may have occurred during the sample collection process or erroneous data provided by the
client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Ste anie Bishop, Opticaf Asbest s Manaq r
Adrian stanca, Laboratorv Director

Enclosure:
LAB BATCH IDP 30761 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
1t Project: 60-22267-0009

""ent Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: P 30761
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

P301219 315-13A Gray 1.5 0 0 0 0 0 0 0 0 0 0 0 98.5

Description: Interior Window Caulk

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

P301220 315-14A Gray 2.5 0 0 0 0 0 0 0 0 0 0 0 97.5

Description: Interior Unit Door Caulk

Location: N/A

Comments: Analyzed: Yes

Asbestos Codes: CHR "" Chrysotile AMO = Amosite eRG = Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

Non-Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool eEL"" Cellulose HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

/AII_ sa~ge'~Li~
'Sre anie Bis p, Analyst

Page 1 of 1



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

February 28, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions ple~e contact the Laboratory Manager or Laboratory Director.

anie ishop, Optical Asbestos Mana.
Adrian tanca, Laboratory Director

Enclosure:
BATCH NUMBER: N 30738 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI 10# 186.

22 Cummings Park· Woburn, Massachusetts' 01801 • Phone (781)935-3212 • Fax (781)932-4857



ProScience Ana,y tical Services, Inc

Client#: 44
Client Project: 60-22267-OOOg
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738
Date Sampled: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % %
% Total %

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300803 315-07A M1.Clrs. .7103 14.43 .00 .00 .00 .00 .00 27.17 24.72 14.43 33.68
Description: 12x 12 White WI Whi te & Brown Fleck Floor Tile

Location: N/A Analyzed I Charged : Yes

Comments: Preped / Charged: No

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite TremoJite ORG Carbonate Asbestos Non Asb.

N300804 357-07B MI. Clrs. .4546 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White WI White & Brown Fleck Floor Tile

Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Ye,

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300805 305-07C MI. Clrs. .5523 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White WI White & Brown Fleck Floor Tile

Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Ye,

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite AnthophyJIite Tremolite ORG Carbonate Asbestos Non Asb.

N300806 315-08A Black .1092 22.18 .00 .00 .00 .00 .00 51.01 17.31 22.18 9.50

Description: Mastic Assoc. w/Sample 07

Location: N/A Analyzed I Charged: Ye,

Comments: Preped I Charged: No
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Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana,,, ,leal Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738

Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % %
% Total %

LABID Field ID Color Sample Non Fib.!
Weight Chtysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300807 357-088 .0452 0 0 0 0 0 0 0 0 0 0
Description: Mastic Assoc. w/Sample 07

Location: N/A Analyzed / Charged : No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300808 305-08C 0 0 0 0 0 0 0 0 0 0 0
Description: Mastic Assoc. w/Sample 07

Location: N/A Analyzed I Charged: No

Comments: Not Enough Mastic to Analyze Proped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300809 315-09A Brown .2368 .00 .00 .00 .00 .00 .00 45.90 1.39 .00 52.71

Description: Covebase Mastic

Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LABID Field tD Color Sample Non Fib. /

Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite TrciUolite ORG Carbonate Asbestos Non Asb.

N300810 357-098 Brown .0941 .00 .00 .00 .00 .00 .00 41.66 4.36 .00 53.98

Description: Covebasc Mastic

Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No
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Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Anaky deal Services, Inc

44
60-22267-0009
DCAM, Edward J. SUllivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300811 309-0ge Brown .5697 .00 .00 .00 .00 .00 .00 48.06 .47 .00 51.47
Description: Covebase Mastic

Location: NIA Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N300812 315-IOA Brown .5216 .00 .00 .00 .00 .00 .00 39.51 17.75 .00 42.74
Description: Covebase

Location: NIA Analyzed I Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib.!

Weight Chtysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N300813 357-IOB Brown .5301 .00 .00 .00 .00 .00 .00 38.58 18.34 .00 43.08

Description: Covebase

Location: NIA Analyzed / Charged: Yes

Comments: Prepcd / Charged: No

Initial % Asbestos Types % % Total %
%

LAB ID Field lD Color Sample Non Fib./

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300814 30Z-IIA Red .0790 .00 .00 .00 .00 .00 .00 47.72 10.38 .00 41.90

Description: Firestop Sealant

Location: NIA Analyzed / Charged: Yes

Comments: Preped / Charged ; No
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ProScience Anaty deal Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. SUllivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % %
Total %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300815 310-17A Yellow .1274 .00 .00 .00 .00 .00 .00 55.26 7.14 .00 37.60
Ocscl;ption; Yellow Carpet Mastic

Location: N/A Analyzed I Charged: Yes

Comments; Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300816 339-1SA 0 0 0 0 0 0 0 0 0 0 0

Description: 12xl2 White w/Blue Floor Tile

Location: N/A Analyzed / Charged : No

Comments: Sample Not Submitted Preped / Charged: No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300817 339-19A 0 0 0 0 0 0 0 0 0 0 0

Description: Mastic Assoc. w/12x 12 White w/Blue Floor Tile

Location: N/A - Analyzed I Charged : No

Ip\m~nen . Samp~ot SubJ,.nitted /l Preped I Charged : No

{;Y.' :.l~~JQ11~
efani~ BIS op, Ana yst
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,~ ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Michael Lane,

March 01, 2005

(

Results of samples you described and submitted to ProScience Analyticai Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report appiy to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Buik Samples.
This method is used for the determination of weight percent of asbestos in non-friabie materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray anaiyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic materiai lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, totai weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the follOWing: actinolite, amosile, anthophyliite, chrysotile, crocldoiite, and
tremolite. To be considered asbestos containing. a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed resuits may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6554 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212



Client#:
Client Project:
Client Reference:
Client Name:

ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

44
60-22267-0009
DCAM, Edward J. SUllivan, 40 Thorndike SI.
ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6554
3/1/2005
2/28/2005

3/1/2005

: LAB 10

i
INT52554

INT52555

INT52556
!

NT52557

NT52558

NT52559
,

!NT52560

I Field 10

h15-09A

!357-098

r309-09C_

315-10A

357-108

302-11A

310-17A

--r-Iniiial-! .. -----O;,A~b;sto;Ty~;~-----J~-r ;-J'-;.....----------~ --"I-preped;-!

Description: . I. Color sa~Ple I ".""'·'-·T.,.-'··-··'.'.--.r: "'.---.' ------ ··r:'_I~··__. - -.-·1.--.'.-"! 0.thoer i Y, Yo Total.. % A.nalyzed Charged .'.1

.....1.. W~lght· CH_R LA~O J ACT I C~~~NTT~E_J NOO-a~bJOr~anic_ ca::.b. Asb~stoslc;,harged I 1

Cove base maslic_____...L_ _..__.2~68 !ooL.00_1-,-001°..9.1.00. ~.oo_152.711_4~.90 - _U!l. NO-1- Yes. i- ..~;'
Coveb.a.. se_rnastic . _1

1

.0941 L .,00_1._.,0..9J .oo.~ .0..9-

1

! ...9.0.:,._,OO. ..! ,53.98_[141§.6._'L~6_'__ NO -f---'(~s. I No_

COV"~}~a_~~_mastic ,________ .5697 I .00 !__ .:Q9....1 _.00_J .00 ,00 .00 51.4I _ 48.06 .47 ND Yes No

Cove base. " -fl~~ I .~16 I -,-00 j .00 ! .00 ~ ,00 .00 I .00 42.74 I 39.51 17.75 NO Yes NO'

C.ov~ base . L .5301..1. _.00 _Loo.1 .00 ...1
._ ,QO_ ~_Loo .f~3.081.38C58- L803.4: . NO l'~ 1._N.o.1

Fir..es.... to.es"...a.lant.._ n. • + _,_,07.90_: .00 I .00 J -,00.. _..0.0. _..00__1_ .00 _ ~1,!1Q...L 47.72_ ~_10J8 __ NIJ Yes.1 No .

_!'(ellov,'C~rpetmastic .1274 J Jl.0__ .00 .00 .,00__ .00 I .00 37.60 l.~-,-26 I 7.14 i NO Yes I No

c.omments: /

.~ . ,.//~ /7

;?, .... .C£....... ........t . .../~~A~lf, Analyst /J/;vd-tcL
- .---

Asbestos Codes: CHR = Chrysotilc AMO = Amosite eRO = Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite TR ,: Trace,: < 1% NO,: None Detected
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Client#:
Client Project:
Client Reference:

Client Name:
Method:

ProScience Ana!;, ..ical Services, Inc

44
60-22267-OOOg
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Assoclates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300807 357-08B .0452 0 0 0 0 0 0 0 0 0 0
Description: Mastic Assoc. w/Sumplc 07

Location: N/A Analyzed / Charged: No

Comments: Prcped I Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300808 305-08e 0 0 0 0 0 0 0 0 0 0 0
Description: Mastic Assoc. w/Sample 07

Location: N/A Analyzed I Charged: No

Comments: Not Enough Mastic to Analyze Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Asb.

N300809 315-09A Brown .2368 .00 /"')00 .00 .00 .00 .00 45.90 1.39 .00 52.71
Description: Covebase Mastic t9/V )Location: NfA AnalYLcd / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300810 357-09B Brown .0941 .00 .00 .00 .00 .00 .00 41.66 4.36 .00 53.98
Description: Covebase Mastic

/

~((/'"\Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No
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ProScience AnaJ... .lcal Services, Inc

Client #: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738
Date Sampied: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005

Date of Report: 2/28/2005

"'

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non rib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300811 309·09C Brown .5697 .00 .00 .00 .00 .00 .00 48.06 .47 .00 51.47
Description: Covebase Mastic

'7L7VYlLocation: N/A Analyzed / Charged: Y"
Comments: Preped I Charged : No

Initial / % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb,

N300812 315-IOA Brown .5216 .00 .00 .00 .00 .00 .00 39.51 17.75 .00 42.74
Description: Covebase

~ 011
\Location: N/A I'I-~'[ )

Analyzed / Charged: Yes
Comments: Preped I Charged : No.

Initial
,

%% Asbestos Types % % Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chtysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300813 357·IOB Brown .5301 .00 ~.OO .00 .00 .00 .00 38.58 18.34 .00 43.08
Description: Covebase /) frf{Location: N/A Analyzed / Charged: Yes

Comments: Prcped I Charged : No

Initial / % Asbestos Types % % Total %
%

LAB iD Field ID Color Sample Non Fib. I

Weight Chtysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300814 302-IIA Red .0790 .00 /'0..00 .00 .00 .00 .00 47.72 10.38 .00 41.90

Description: Firestop Sealant ,r-.-za \Location: N/A Analy.lCd / Charged: Yes

Comments: Preped / Charged : No
,
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ProScience Ana'.ftical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30738
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

,/

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb,

N300815 310-17A Yellow .1274 .00 .00 .00 .00 .00 .00 55.26 7.14 .00 37.60
Description: Yellow Carpel Mastic 1Z.urLocation: N/A Analyzed / Charged: Yes

Comments: Prcped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300816 339-18A 0 0 0 0 0 0 0 0 0 0 0
Description: 12x12 White w/Blue Floor Tile

location: N/A Analyzed / Charged : No

Comments: Sample Not Submitted Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!

.Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300817 339-19A 0 0 0 0 0 0 0 0 0 0 0

Description: Mastic Assoc. w/12x 12 White w!Blue Floor Tile

Location: N/A - Analyzed / Charged : No

I~m,nen : Samp~ot Su\wlitted /l Preped / Charged : No

,'~1~V.QJjlt;J/
,Bis oP. Ana yst /VV
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,ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

March 30, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Contrel data related to the samples analyzed is available upon client's written request.
PreScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Stetanie ishop, Optical Asbestos Mana.
Adrian sfanca. Laboratory Director

Enclosure:
LAB BATCH 10: B 31309 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT ID# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801· Phone (781)935-3212 • Fax (781)932-4857



Client #:
" . 'nt Project:

,nt Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, Cambridge, MA
ATC Associates, Inc., MA
EPA/600IR-93/116

Batch: B 31309

Date Sampled: NIA
Date Received: 312912005
Date Analyzed: 313012005
Date of Report: 313012005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B307695 302"01A Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

8307696 361-018 White 0 0 0 0 0 0 0 90 0 0 0 0 10

Description Debris
Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

8307697 316-01C Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

.....~scription Debris
,;ation: N/A

IComments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B307698 333"010 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ]D Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTII NON

B307699 359"01E White 0 0 0 0 0 0 0 90 0 0 0 0 10

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

B307700 316-02A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

mments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
.'nt Project: 60-22267-0009

.nt Reference: DCAM, Edward J. Sullivan Courthouse, Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31309

Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005

Date of Report: 3/30/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B307701 361-028 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B307702 333-02C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B307703 359-02D White 0 0 0 0 0 0 0 0 0 0 0 0 100

"'~scription Skim Coat Plaster

.::ation: N/A

'I' Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B307704 316-03A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CRR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

8307705 361-038 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL BAR 8YN OTII NON

8307706 333-03C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A

'mments: Analyzed: Yes
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Client #:
~ .. 'nt Project:

,nt Reference:

Client Name:

Method:

ProScience Analytical Services, Inc

44

60-22267-0009

DCAM, Edward J. Suilivan Courthouse, Cambridge, MA

ATC Associates, Inc., MA

EPA/600/R-93/116

Batch: B 31309

Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005

Date of Report: 3/30/2005

ASBESTOS NON-ASBESTOS

LARID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B307707 359-03D Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field 10 Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B307708 302-04A Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

Description 6"~12" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B307709 359-048 Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

......9scription 6"~ 12" Pipe Fitting Insulation

.:;ation: N/A

IComments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8307710 359-04C Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

Description 6"-12" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307711 333-05A Gray 15 0 0 0 0 0 0 0 50 0 0 0 35

Description 0" - 6" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B307712 349-058 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 0" - 6" Pipe Fitting Insulation

Location: NlA

mments: Analyzed: No
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Client#:
-"gnt Project:

.mt Reference:
Client Name;
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan Courthouse, Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B31309

Date Sampled: NIA
Date Received: 3/29/2005
Date Analyzed: 3/30/2005
Date of Report; 3/30/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B307713 359-05C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 0" . 6" Pipe Fitting Insulation

Location: N/A

Comments: Analyzed: No

Asbestos Codes: CHR = Chrysotile AMO = Amosite eRO = Crocidolite

FSG = Fiberglass MNW = Mineral Wool eEL = Cellulose

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number. 60-22267-0009
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Client: ATC- DCAM

Address: Edward J. Suliivan, 40 Thomdike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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Comments:
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sam pie collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency inclUding NIST/NVLAP.

AJI Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

/-=-"~:=:I~"A/-:!L-'?LL--==-=+-.::,ql
Stefanie ishop, Optical Asbestos Manaqer
Adrian St nca, Laboratory Director

Enclosure:
LAB BATCH ID: B 31871 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park' Woburn, Massachusetts' 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client #: 44
r!io~t Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA

vllent Name: ATC Associates, inc., MA

Method: EPA/600/R-93/116

Batch: B 31871

Date Sampled: N/A
Date Received: 4/20/2005

Date Anaiyzed: 4/22/2005

Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR Al\1O CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTH NON,
B313867 1608-21A if Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON
~

B313868 1515-21A v' Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
f

Color Clm AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTlI NON

B313869 1427-16A \1 Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

T"lescription Sheetrock

tion: N/A

I vumments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
/

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTII NON

B313870 1347-16A J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheelrock
Location: N/A

Comments: Analyzed~ Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r

Color CHR Al\1O CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTII NON

B3IJ8?1 1235-16A V Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR Al\1O CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON
I

B313872 1111-16A..I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

1"Jments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
('I'ent Project: 60-22267-0009

~ Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
,,"ent Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31871

Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON
r

B313873 1035-18AV Gray a a a a a a a a 5 a a a 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
I'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313874 909-16A ./ Gray a a a a a a a a 3 a a a 97

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313875 835-15Av Gray a a a a a a a a 3 a a 0 97

'1escription Sheetrock

'ticn: N/A

I \J,-"nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313876 709-16A\/ Gray a a a a a a a a 5 a a 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313877 621-17AV Gray a a a a a a TR a 5 a a 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313878 540-19AJ Gray a a a a a a a a 5 a a 0 95

Description Sheetrock

Location: NlA

rnments: Analyzed: Yes

Page 2 of4



ProScience Analytical Services, Inc

Client#: 44
~"Ant Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
v'lent Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31871

Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field In
I'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313879 MOS-13A,,( Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313880 410-18AV Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

Description Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B31388! 3S8-20A~1 Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

'"'~scription Sheetrock

tion: NIA

I ,-,umments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTU NON,
B313882 279-17A 'II Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
f

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTH NON

B313883 133-18A \I Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

Description Sheetrock

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID CQlor CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN om NON
I

B313884 81S1-18A ,; Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: NIA

l1ments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client #: 44
""ient Project: 60·22267·0009

: Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
vllent Name: ATC Associates, Inc., MA
Method: EPAl600/R·93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

Non-Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool

Asbestos Codes: CHR = Chrysotile AMO "'" Amosite eRa = Crocidolite

eEL = Cellulose

ACT = Actinolite TRE = Tremolite ANT =Anthophyllite

HAR =: Hair SYN = Synthetic QTH = Other NON = Non-Fibrous Minerals

Page 4 of4
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Client: ATC· OCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781·932·9400/ Fax 781-932-6211

Contact: Michael Lane
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

February 28, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

,//'

/Co

Ste ani Bishop, Optical Asbestos Ma
Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: N 30737 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP 10# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID#AL016876; PH ID#218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Ana.ytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ElAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300788 212-0BA MI. Clrs. .5436 9.95 .00 .00 .00 .00 .00 28.29 31.90 9.95 29.86
Description: 12x12 White w/Brown & White Fleck Floor Tile

Location: N/A Analyzed I Charged : Yes

Comments: Prcped / Charged : No

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300789 221-088 Ml. Clrs. .5330 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White w/Brown & White Fleck Floor Tile

Location: N/A Analyzed I Charged : No

Comments: Preped / Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample NOll Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300790 258-08C Ml. Clrs. .5316 0 0 0 0 0 0 0 0 0 0
Description: 12x12 White w/Brown & White Fleck Floor Tile

Location: N/A Analyzed / Charged: No

Comments: Preped / Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib. /
Weight Chrysotilc Amositc Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300791 212-09A 0 0 0 0 0 0 0 0 0 0 0
Description: Mastie-7\ssee-:-wtSftI'I'lpJe.Q.8. ~i2.PG'1 _v~Snc..

Location: N/A Analyzed / Charged: No

Comments: Not Enough Mastic to Analyze Preped / Charged : No
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ProScience Analytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: OCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300792 221-098 0 0 0 0 0 0 0 0 0 0 0
Description: Mas~c. iV/Sample 88 ~~~ .,IVI.-+snc:.

Location: NIA Analyzed / Charged: No

Comments: Not Enough Mastic to Analyze Preped I Charged : No

Initial % Asbestos Types % % Total % %
LABID j'ield ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300793 258-09C 0 0 0 0 0 0 0 0 0 0 0
Description: MilStic Assoc. w/Sanlple4&.. Cv!.-o~ ~r vU....<I,-'5 'tt- <-

Location: NIA Analyzed I Charged: No

Comments: Not Enough Mastic to Analyze Prepcd I Charged : No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. /
Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300794 225-IOA 0 0 0 0 0 0 0 0 0 0 0
Description: Covebase Mastic

Location: NIA Analyzed / Charged: No

Comments: Not Enough Mastic to Analyze Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite CrocidoJite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300795 221-IOB Brown .2342 .00 .00 .00 .00 .00 .00 33.99 3.37 .00 62.64
Description: Covebase Mastic

Location: NIA Analyzed / Charged: Yes

Comments: Preped / Charged : No

Page 2 of 4



ProScience Analytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J, Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, inc" MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled: NIA
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300796 214-IOC Brown .1343 .00 .00 .00 .00 .00 .00 34.10 6.25 .00 59.65
Description: Covebase Mastic
Location: N/A Analyzed I Charged : Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LABlD Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite TremoHte ORO Carbonate Asbestos Non Ash.

N300797 225-IIA Brown .3950 .00 .00 .00 .00 .00 .00 27.11 70.73 .00 2.16
Description: Covebase

Location: N/A Analyzed / Charged : Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LAB lD Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N300798 221-IIB Brown 2.5925 .00 .00 .00 .00 .00 .00 6.19 93.45 .00 .36
Description: Covebase

Location: N/A Analyzed! Charged : Yes

Comments: Preped ! Charged : No

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300799 209-14A Red .0357 .00 .00 .00 .00 .00 .00 49.30 14.29 .00 36.41

Description: Firestop Scalant

Location: N/A Analyzed! Charged: Yes

Comments: Preped! Charged : No
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ProScience Am.. /fical Services, Inc

Client#; 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. SUllivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled; NIA
Date Received; 2/24/2005
Date Analyzed; 2/28/2005
Date of Report 2/28/2005

Initial % Asbestos Types % % Total % %

LARID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Asb.

N300800 ;r~ ·16A Yellow 0 0 0 0 0 0 0 0 0 0 0
Description: :Y'ellow €atpct Ma~ \i\AJ+:.t1t. wlof{

location: N/A Analyzed I Charged : No

Comments: Not Enough Mastic to Analyze Preped / Charged : No

Initial % Asbestos Types % % Total % %

LARID Field In Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300S01 I~:L 168 Yellow .0022 .00 .00 .00 .00 .00 .00 40.91 4.55 .00 54.54
Description: ~r!'9! 'ifia::Mastte M",,~L ...1",
Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LARID Field ID Color Sample Non Fib.;

Weight Chrysotile Amosite Actinolite Crocidol ite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300802 I;:).~ 16C Yellow .0033 .00 .00 .00 .00 .00 .00 66.67 3.03 .00 30.30
Descliption: y., Carpel MllSli~""A.-+~tl( ;,vIOli
Location: NIA Analyzed; Charged : Yes

~.Q\nn;lent~:
~

/l /\ Preped ; Charged : No
A

'X fA) ~JgJd~
~

~:~----~---
ani; Bis op, Analyst./
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 01 , 2005

Results of samples you described and submitted to ProScience Analytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency inciuding NIST/NVLAP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

/ /' III"
Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6551 CLIENT PROJECT ID: 60-22267-0309
Client#: 44
NVLAP 10# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212



ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

Client#:
Ciient Project:
Client Reference:
Client Name;

44
60-22267-0309
Edward J, Sullivan, 40 Thorndike St. Cambridge, MA
ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6551
3/1/2005
2/28/2005

3/1/2005

NT52540

NT52538

NT52536

NT52541

T
1

,.- . ~.:s~r~.p.l~.o.-.n~----.ri-~:lor-~:~.i.a.~I.e. ·.II~· ~- ~r __~2~~~~.-T-_I'f,_e)_;_-_-_I--=Jj ;;~er r- %----r- ')1-'.--.-~~ta~% r;n~;~~~~~~;~~1
. L.. .... _ .. ,_. . .. __ i .\V"ight .... CHR _, AMO+_~CT.JCRO A~~_TR=- !'IQ'l:.a§.IJJs>rganic ,c;arb, _~""estostcharg_ed_!

Icovel<ase,maSliC_ ----------+- 1,2,342].QO II-()O -r ~O(j_I __ ·()Q.I .(j0 f ,.o.Q_ f 62~6.~ L1 3})).9 l-3.37_ .__N.O y'es f _.1'10

.:~:::::::mas-ti~ __-~ J--t.:~~:1 ::: I ~;~ : ~::-r-~:- -:~: ~ :~~ '~~,::-~l-::':~- ~::O; --:~ - -~::t ::_
Icovehase . . I I, .5925 i .00 .00 i 00 I .00 ,00 i .00 1.57 I 27,09 I 71.34 NO I Yes i No

Fir~~~~~~.~~~~_~. -_-8::::~i~ ;1~~t:.+ ':~=-~E=:~:-l~~=-::~~- -~::~~'~'=:5:~~-~;::~=~,=~::_1 ::

LAB 10 ' !' Field 10

i

t221-106
,

i214-10C

I225.:,12A

i221-11B

~
20,9-14A

, '

1'6 '

NT52539

NT52537

co.mmen.ts: /J. ~

~
/ I / ~: . I _o i /1 {....-- i~ 1..-.. '1

Allison Sm~l1,Antfvt- ------.---.--
Asbestos Codes: CHR"'" Chrysotile AMO:: Amosite eRO''''' Crocidolite ACT =:; Actinolite TRE = Tremolite ANT = Anthophyllite TR =Trace =< 1% NO =None Detected
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ProScience Ana.ytical Services, Inc

Client #: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

Initial % Asbestos Types % % %
Total %

LABID Field ID Color Sample Non Fib. J
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300792 221_·i~ 0 0 0 0 0 0 0 0 0 0 0
Description: Mastic Assoc. w/Sample 08

Location: NIA Analyzed / Charged: No

Comments: Not Enough Mastic to Analyze Preped I Charged : No

Initial % Asbestos Types % % %
Total %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300793 258-6'ffi.11gC:. 0 0 0 0 0 0 0 0 0 0 0
Description: Mastic Assoc. w/Sal1lplc 08

Location: N/A Analyzed I Charged: No

('ommtl1{s: Not Enough Mastic 10 Analyze Prcped ! Charged : No

lniti'<ll % Asbestos Types % % TotaJ% %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite CrocidoJite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300794 225-10A 0 0 0 0 0 0 0 0 0 0 0
Description: Covebasc Mastic

/-~Location: N/A Analyzed! Charged : No

COlllments: Not Enough Mustic to Analyze Preped I Charged : No

IniliaV 'I % Asbestos Types % % TotaJ% %

LAlllll Field II) Color Sampl Non Fib.!

Weig t ChrysotiJe Amos it Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300795 221~IOB Urown .231b .00 .00 .00 .00 .00 .00 33.99 3.37 .00 62.64

Description: Covcbase Mastic ( '!7Ifl(jLocation: N/A / Analyzed! Charged : Yes

Comments: Preped ! Charged : Nn

~
,
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ProScience Ana." tical Services, Inc

Client #: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

•
Initial % Asbestos Types % % Total %

%

LAIlIll Field II) Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300796 214-IOC Brown .1343 .00 .00 .00 .00 .00 .00 34.10 6.25 .00 59.65
Description: Covebasc Mastic

1lcrY)Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LABJD Field ID Color Sample Non Fib.!
Weight Chrysotile A1l1osite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N300797 225-11 A Browll .3950 .00 .00 .00 .00 .00 .00 27.11 70.73 .00 2.16
!)cscription: Covebuse TErfVLocation: N/A Analyzed I Charged: Ye,

Comments: Prcpcd / Charged: No

Initial % Asbestos Types % % Total %
%

LAIlID Field 10 Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300798 221-IIB Brown 2.5925 .00 .00 .00 .00 .00 .00 6.19 93.45 .00 .36
Description: Covebuse

T7:cfVLocation: N/A Analyzed / Charged: Ye,

Comments; Preped ! Charged ; No

Initial % Asbestos Types % % Total %
%

LAB ID Field m Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N300799 209~14A Red .0357 .00 .OJ). .00 .00 .00 .00 49.30 14.29 .00 36.41

Descrip~ion: Firestop Sealant

~I z((VLocation: N/A Analyzed! Charged: Y"

Comments: Preped / Charged : No

Page 3 of 4



ProScience Analytical Services, Inc

Client #: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30737
Date Sampled: NIA
Date Received: 2/24/2005
Date Anaiyzed: 2/28/2005
Date of Report: 2/28/2005

./

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N300800 1-fn'yC'jV/- Yellow 0 0 0 0 0 0 0 0 0 0 0
Description: Yellow Carpet Mastic

\. (,.. ALocation: N/A Analyzed I Charged: No

Comments: Not Enough Ma~lic to Analyze \:V()!jY~ Preped I Charged: No
----

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. I
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300801 I.6B- o"i,J Yellow .0022 .00 .00 .00 .00 .00 .00 40.91 4.55 .00 54.54
Description: Yellow Carpet Mastic

RfflLocation: N/A Analyzed / Charged: Ves

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N300R02 l1i('> O<fC Yellow .0033 .00 .00 .00 .00 .00 .00 66.67 3.03 .00 30.30
Description: Yellow Carpet Mastic.t--

7-(1lfI.oention: N/A Analyzed / Charged: Ves

C:.Q!;nn.lcl1l~:
-,

/I /\ Preped / Charged : No
A

."X; 1~ ..~ VQyf VI-(j -' /;ZBiS op, Analyst
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

Sincerely,

Stefanie Bishop, 0 tical AsbestoshlanaQer
Adrian Stanca, Laboratory Directs!r

Enclosure:
BATCH NUMBER: N 31848 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



Cllent#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana.,)ttical Services, Inc

44
60-22267-0009
DCAM Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 31848
Date Sampled: NIA
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample NonFib./

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite QRG Carbonate Asbestos Non Asb.

N313775 242-18A N/A .0836 11.63 .00 .00 .00 .00 .00 47.01 40.07 11.63 1.29
Description: Interior Door Unit Caulk

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite QRG Carbonate Asbestos NonAsb.

N313776 250-19A Tan 1.2048 .00 .00 .00 .00 .00 .00 19.02 38.04 .00 42.94
Description: 12xl2 Tan Mottled Floor Tile
Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite QRG Carbonate Asbestos Non Asb.

N313777 250-2OA Yellow .0225 .00 .00 .00 .00 .00 .00 55.56 22.22 .00 22.22

Description: Yellow Mastic Associated w/Sample 19A

Location: N/A
Analyzed / Charged : Yes

Comments: \ , f Preped / Charged : No
;

'. !CLLvvv'\.A ~I1UIIA-)\ ,~tL,
Stefanie Bishop, Analyst //
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Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009
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ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Wobum, MA 01801

Dear Michael Lane,

April 04, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

. The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency inclUding NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,
(

Stefa ie Bishop, Optical Asbestos Manaqer
Adrian Stanca, Laboratory Director

Enclosure:
LAB BATCH ID: B 31353 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH 10# 218(TEM,PLM); ELAP ID# 11632; RIIO# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44

"'ient Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, Cambridge, MA

","ent Name: ATC Associates, Inc., MA

Method: EPN600/R-93/116

Batch: B 31353

Date Sampled: N/A

Date Received: 3/31/2005

Date Analyzed: 4/2/2005

Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B308519 209-01A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308520 284-018 Gray 0 0 0 0 0 0 0 90 0 0 0 0 10

Description Debris

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTU NON

B308521 256-01C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

:;atloo: NIA

I vomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B308522 242-010 Gray 15 0 0 0 0 0 0 80 0 0 0 0 5

Description Debris

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B308523 216-01E 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Debris

Location: NIA

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308524 284-02A 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Tan Duct Sealant

Location: NIA

...... '1mments: NOB Sample Analyzed: No
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ProScience Analytical Services, Inc

Client#: 44

rli"nt Project: 60-22267-0009

,t Reference: DCAM, Edward J. Sullivan, Cambridge, MA

Lnent Name: ATe Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31353

Date Sampled: N/A
Date Received: 3/31/2005
Date Analyzed: 4/212005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308525 284-03A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8308526 238-038 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8308527 242-03C White 0 0 0 0 0 0 0 0 0 0 0 0 100

rJescription Skimcoat Plaster

:ation: N/A

'I .....omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8308528 216-03D White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field lD Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8308529 284-04A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8308530 238-048 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A
-imments: Analyzed: Yes

Page 2 013



Client #:
rlient Project:

nt Reference:
I...,-llent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. SUllivan, Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 31353

Date Sampled: N/A
Date Received: 3/31/2005
Date Anaiyzed: 4/2/2005
Date 01 Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308531 242-04C Gray a a a a a a a a a a a a 100

Description Basecoat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308532 216-04D Gray a a a a a a a a a a a a 100

Description Basecoat Plaster

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlO Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308533 259-05A a a a a a a a a a a a a a

Description Red Duct Sealant

:atlon: N/A
I··vomments: NOB Sample Analyzed: No

Asbestos Codes: CI-IR = Chrysotile AMO = Amosite eRO = Crocidolite

Non~Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool eEL = Cellulose

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

liAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Page 3 013



ProSci ce Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~1 Turn Around Time Requested

LASORATORY/HEADQUARTERS CONSULTING SERVICES~
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22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867
683 North Mountain Rd., Newington, CT 06111
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683 North Mountain Rd., Newington. CT 06111

T:860-S63·1022 F:B60-S63·1030

ProSci :;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

o Same day 0 24 Hour EJ. 48 Hour 0 72 Hour 0 5 Days

LABORATORY/HEADQUARTERS
22 Cummings Park. Woburn, MA 01801
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Proscr ;e Analytical Services, Inc.
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Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60·22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 04, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP;

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

Ste nie ishoD, Optical Asbestos Ma
Adrian anca, Laboratorv Director

Enclosure:
BATCH NUMBER: N 31400 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA ID# AA000156; ME 10# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Ana.ytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Suliivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 31400
Date Sampled: NIA
Date Received: 3/31/2005
Date Analyzed: 4/412005
Date of Report: 4/4/2005

mitial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib,;
Weight Chrysotilc Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N308941 284-02A Tan .0329 7.17 .00 .00 .00 .00 .00 63.53 .61 7.17 28.69
Description: Tan Duct Sealant

Location: N/A Analyzed I Charged : Y",

Comments: Prepcd I Charged : No

Initial % Asbestos Types % % Total % %

LABID Field In Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N308942 256-05A Red .0068 10.00 .00 .00 .00 .00 .00 61.76 -11.76 10.00 40.00
Description: Red Duct Sealant

~J1ation: N/A Analyzed / Charged; y",

C6inipen~: 11' II /) ~
Preped I Charged : No

'"' ! .-

<~~JjQJ[O~~.~
Mic ManninQ. Analvst .

Page 1 of 1



o Same day 0 24 Hour \iO 48 Hour 0 72 Hour

f-Jro:::icjr ;e Analytical Services, Inc. . DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009
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Contact: Michael Lane
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683 North Mountain Rd., Newington. CT 06111

T:8G0-953-1022 F:8G0-953-1030

ProSci, ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:7B1-935-3212 F:781-932-4857

CONSULTING SERVICES

.,.;,...~ ORUSH <6 Hours

~ Turn Around Time Requested

o Same day 0 24 Hour ~ 4a Hour 0 72 Hour

18 ;, Of 3
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.
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Contact: Michael Lane
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"ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Mike Lane,

February 28, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

(

,/'t

,... ~7f'-a'"'ni""e+i-'sh~o"'pl-.l'-O:-"p"-t=-ic-"a"-I A-fs"-b"-e"'s=to"""s-f':-'-_-'-"'fI--

Adrianitanca. Laboratorv Director

Enclosure:
LAB BATCH 10: B 30750 CLIENT PROJECT 10: 60-22267-0009
Client#: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park· Woburn. Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



Client#:
..... [ient Project:

.:mt Reference:

Glient Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPAl600/R-93/116

Batch: B 30750

Date Sampled: N/A
Date Received: 2/24/2005

Date Analyzed: 2/28/2005

Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CHR AMO CRO ACT TRE ANT FRG MNW CEL HAR SYN OTH NON

B301096 210-01A White 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description 2x2 Textured Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color Cmt AMO CRO ACT TRE ANT FRG MNW CEL liAR SYN OTU NON

B301097 284-01B White 0 0 0 0 0 0 0 90 TR 0 0 0 10

Description 2x2 Textured Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color Cmt AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTU NON

B301098 222-01C White 0 0 0 0 0 0 0 90 TR 0 0 0 10

l')escription 2x2 Textured Ceiling Tile

cation: N/A

'I'Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LARID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301099 269-02A Tan 0 0 0 0 0 0 0 45 45 0 0 0 10

Description 2x2 Ceiling Tile w/Divot

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LARID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OIU NON

B301100 268-028 Tan 0 0 0 0 0 0 0 45 45 0 0 0 10

Description 2x2 Ceiling Tile w/Divot

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OIU NON

B301101 246-02C Tan 0 0 0 0 0 0 0 45 45 0 0 0 10

Description 2x2 Ceiling Tile w/Divot

Location: N/A

'mments: Analyzed: Yes
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Client #:
Client Project:

~nt Reference:
_tlent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 30750

Date Sampled: N/A
Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LABJD Field In Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

8301102 286-05A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Patch Ceiling Application

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

8301103 51alr3-058 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Patch Ceiling Application

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301104 51air1-05C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Textured Patch Ceiling Application

o:ation: N/A

I
",rnments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

B301105 284-06A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

8301106 284-068 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTH NON

mOllO? 284-06C While 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skim Coat Plaster

Location: N/A

f"''1mments: Analyzed: Yes

Page 2 of 4



ProScience Analytical Services, Inc

Client#: 44

r"~nt Project: 60-22267-0009

1t Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

(.;l1ent Name: ATC Associates, Inc., MA

Method: EPN600/R-93/116

Batch: B 30750

Date Sampled: N/A

Date Received: 2/24/2005
Date Analyzed: 2/28/2005
Date of Report 2/28/2005

ASBESTOS NON-ASBESTOS

LABID Field lD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301108 284-07A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Fi.eld ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

8301109 284-078 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8301110 284-07C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Base Coat Plaster

.::atlon: NIA

~omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

83011 11 258-12A Gray 15 0 0 0 0 0 0 0 0 0 0 0 85

Description Interior Window Caulk

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8301112 221-128 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Interior Window Caulk

Location: NIA

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN 01'11 NON

8301113 243-15A Gray 30 0 0 0 0 0 0 60 0 0 0 0 10

Description Spray On Fireproofing Ins.

Location: NIA
.... 'Jmments: Analyzed: Yes

Page 3 of4



Client #:
Client Project:

1t Reference:
"- .... l1t Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-OOOg
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, inc., MA
EPN600/R-93/116

Batch: B 30750

Date Sampled: N/A
Date Received: 2/24/2005
Date Anaiyzed: 2/28/2005
Date of Report: 2/28/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

8301114 258-04A White 0 0 0 0 0 0 0 80 TR 0 0 0 20

Description Original Textured Ceiling Application

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

8301115 Stair3-048 White 0 0 0 0 0 0 0 80 TR 0 0 0 20

Description Original Textured Ceiling Application

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

8301116 Stalr1-04C White 0 0 0 0 0 0 0 80 TR 0 0 0 20

Description Original Textured Ceiling Application

'ation: N/A

) ~mments: Analyzed: Yes

ACT =: Actinolite TRE =: Tremolite ANT =: AnthophylliteAsbestos Codes: CHR =: Chlysotile AMO =: Amosite eRO = Crocidolitc

Non~Asbestos Codes: FHG = Fiberglass 'MNW =: Mineral Wool eEL"" Cellulose HAR = Hair SYN = Synthetic OTH = Other NON =: Non-Fibrous Minerals

Page 4 of 4



ProSci, .;e Analytical Services, Inc. Jt, DRUSH <6 Hours I~ I Of 1
PLM Asbestos Chain of Custody Record ~ . Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park. Woburn. MA 01801 683 North Mountain Rd•• Newington, CT 06111 0 Same day 0 24 Hour@ 46~ 0 72 Hour 0 5 Days
T:781-936-3212 F:781-932-4l167 T:860-953.1022 F:880-953.1030

'An Non Asbeslos Percentage (%)
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Client: ATC- DCAM

Address: Edward J. Sullivan. 40 Thomdike St., Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nl.!torr.allthA numhAr." ..hoVA



ProScil. .ce Analytical Services, Inc. . DRUSH <6 Hours J(J Of 7
PLM Asbestos Chain of Custody Record lli....~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01B01

T:781-935-3212 F:7B1-932-4857

883 North Mountain Rd., Newington, CT 06111

T:B60-953-1022 F:B60-953-1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

~

fJ

Relinqueshed By:
Received By and Date: _

Quantity Received: Analyzed:

Faxed By and Date:__-;::== _
G~OP~First ~gsiti¥e:Ye~No _

[J-'1 / f'L QC By / Date:
Optlcal Properties Refractive Indlcles Asbestos Percenlage (%) Non Asbestos Percentage (%)
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For Lab Use> Batch Number: 0 ~ Ana/yzed B
0S0 r Visual

Field ill
~

Lab ill I Sampled Description / Location c

"Iedate .0 ~ ~
a a "(J J: J-

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

'2 "6 (, I T~'\-v~eJ Q",,"-,, Lei \; '5 ~).'("'-\-:v'\'
~IIO;;l.1 6SI\

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.netorr.allthf> numhf>rs; ahnvp



o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days

ProSci ce Analytical Services, Inc. "~" ORUSH <6 Hours Je 3Of 7

S·PLM Asbestos Chain of Custody Record" Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd., Newington, CT 06111

T:781-936-3212 F:781-932-4867 T:860-963-1022 F:860-963_1030

,n" Non Asbestos Percenlage (%)
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nef or calf fhA nlImhpr.<: ahnvp



ProSek .. ce Analytical Services, Inc. . DRUSH <6 Hours Je rOf 7
PLM Asbestos Chain of Custody Record ~14iI Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES iZ:J.
22 Cummings Park, Woburn, MA 01B01

T:7B1-S36-3212 F:7B1-S32-4867

6B3 North Mountain Rd., Newington, CT 06111

T:B60-S63-1022 F:B60-S63-1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Asbestos Percenlage (%) Non Asbestos Percentage (%)
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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Comments:

For complete information about our services and locations o/ease vIsIt us at www.oroscience.net or r:aJl thA nllmh.=m" "hnvt>



ProSeK .;e Analytical Services, Inc. DRUSH <6 Hours e j Of'!
PLM Asbestos Chain of Custody Record ~~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-9324867

683 North Mountain Rd., Newington. CT 06111

T:860-963·1022 F:860-963.1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Non Asbestos Percentage C%.)
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.net or r:all thp. numhp.r.'" ahnvp



ProSek .ce Analytical Services, Inc. . DRUSH <6 Hours Je?f 7
PLM Asbestos Chain of Custody Record ~'4iI Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES .2:1..
22 Cummings Park, Woburn, MA 01801

T:781oS36-321Z F:781oS32-4867

683 North Mountain Rd., Newington, CT 06111

T:860oS63-1022 F:860oS53·1030

o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days

eslos Percentage (%) Non Asbeslos Perceolage (%)
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

/./

/.//-

1//

Comments:

For complete information about our services and locations o/ease visit us at www.oroscience.netorr:aflthp.nllmhAr.. ahnVA



ProSci :e Analytical Services, Inc. ,DRUSH <6 Hours .. 1e0 017
PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857
683 North Mountain Rd., Newington, CT 06111

T:860-953·1022 F:860-953.1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Relinqueshed By:

Received By and Date: _

Quantity Received: Analyzed:

Faxed By and Oate:,__--;:=::::::; _

Stop on First Positive:Ye~No _

QC Bv I Dale:

1--+-+--1f-+-t----Ir--t-1.:-

•,

11 ~I
8•12

;11 •0z

••.2
'";3

~
~
,l;

"

Non Asbestos Percentage (~)

~..
~•Ii:

Circle T'
~ •
,:! • ~I··1°i!:O'&~.~]~.g.~

~8.= ~:';l
t
crII I J..

Oil

Refractive Indlcles I AsbeslO& Pen::enlage (%)

For Lab Use> Batch Number: Ana/yzed Bv / Date:
Visual opneal Properties

Field ill ,8 •
f i. H E

Lab ill I Sampled Description / Location g
feS!o:BiD~

~::J ..e 1>;::

date .Q ii~e-·~··
8 ~ .... ~ ~ ;B iW ci:l '""-

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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Comments:

For comalete Information about our services and locations o/ease visit us at www.oroscienc:e.netorr.allthl.> nllmhl'>rs "hnvl>



ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

April 04, 2005

The enclosed analytical results have been obtained by using the EPN600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,

, 1
SteMniej3'ishop, Optical sbestos Mana. er
Adrian Stanca, Laboratory Director

Enclosure:
LAB BATCH ID: B 31353 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



Client #:
Client Project:

nt Reference:
'-"lent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 31353
Date Sampied: NIA
Date Received: 3/31/2005
Date Analyzed: 4/212005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LAB In Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B308519 209-01A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB In Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8308520 284-018 Gray 0 0 0 0 0 0 0 90 0 0 0 0 10

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB In Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

8308521 256-01C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Debris

~ation: N/A

'I" -,vmm ents: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB In Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308522 242-010 Gray 15 0 0 0 0 0 0 80 0 0 0 0 5

Description Debris

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieidID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8308523 216-01E Gray 0 0 0 0 0 0 0 30 5 0 0 0 65

Description Debris

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON·ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308524 284-02A 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Tan Duct Sealant

Location: N/A

....."mments: NOB Sample Analyzed: No
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Client #:
Client Project:

:1t Reference:
Vilent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 31353

Date Sampled: N/A
Date Received: 3/31/2005
Date Analyzed: 4/2/2005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTlI NON

B308525 284-03A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B308526 238-03B White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B308527 242-03C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

~ation: N/A

......omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTH NON

B308528 216-03D White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B308529 284-04A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABJD Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

B308530 238-04B Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A
.....'lmments: Analyzed: Yes

Page 2 of 3



ProScience Analytical Services, Inc

Client#: 44
Client Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, Cambridge, MA
...... 'lent Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31353
Date Sampled: N/A
Date Received: 3/31/2005
Date Analyzed: 4/212005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308531 242-04C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B308532 216-04D Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B308533 259-05A 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Red Duct Sealant

"2tion: N/A

I-vmments: NOB Sample Analyzed: No

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN :::: Synthetic OTH = Other NON = Non-Fibrous Minerals

eRG = CrocidoliteCHR = Chrysotile AMO = AmositeAsbestos Codes:

Non-Asbestos Codes: FHG = Fiberglass MNW = Mineral Wool eEL = Cellulose

'\
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•• ",",' .11 ..'" ,.,,,a'yu\,a, ~~I VI(;~::;, Inc.
PLM A::'llestos Chain of Custody Record
LASORATORY/HEADQUARTERS CONSULTING SERVICES

aD""'"" '0'" 0'" \ '" -'
.. -< Turn Around Time Requested

22 Cummings Park, Woburn, MA 01801

T:781-836-3212 F:781-932-4867

683 North Mountain Ref., Newington, CT 06111

T:860-963-1022 F:860-963·1030

o Same day 0 24 Hour ~ 48 Hour 0 72 Hour 0 5 Days
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Comments: 02A -fa No6
For como/ete information about our services and locations a/ease visit us at www.nroscience.net or call thA nllmhRr.o; :lhnvl>

Client: ATC- DCAM

Address: Edward J, Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number: 13 ~ ( .3 ))



ProScience Analytical Services, Inc

Mike Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Mike Lane,

April 26, 2005

Results of samples you described and submitted to ProScience Analytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed In compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inoiganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolile, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6703 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT ID#AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts' 01801' Phone (781)935-3212



Client#:
Client Project:
Client Reference:
Client Name:

ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Maii PASl96@aoLcom

44
60-22267-0009

DCAM, Edward Suilivan - 40 Thorndike St
ATC Associates, Inc., MA

Method:
Batch:
Date Anaiyzed:
Date Received:
Date of Report:

TEM NOB
NT 6703

4/26/2005
4/22/2005

4/26/2005

-~-_._.. •.

LLAB ID Field ID
Initial % Asbestos Types % I "!< % Analyzed Prepedl

Description: Color Total %Sample
CHR AMO ACT CRO ANT TRE Other I a ICharged Charged

Weight NonRasb. Organic Carbo Asbestos

NT53642 250-19A 12x12 Tan mottled FT 1.2048 .00 .00 .00 .00 .00 .00 42.94 19.02 38.04 ND Yes No I
NT53643 ,250-20A Yellow mastic assoc. w/19A .0225 .00 .00 .00 .00 I 22.22 55.56 22.22 ND Yes I No

I
.00 I .00COp

1::;;,:w''''J_~ ~~

Asbestos Codes: CHR = Cluysotile AMO = Amosite eRO = Crocidolite ACT = Actinolite 1RE = Tremolite ANT = Anthophyllite TR = Trace;:; < 1% NO = None Detected
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Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience An" J tical Services, Inc

44
60-22267-0009
DCAM Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 31848
Date Sampled: NIA
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

Initial % Asbestos Types % % Total % %

LAB In Field ID Color Sample Non Fib.!
Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N313775 242-1BA N/A .0836 11.63 .00 .00 .00 .00 .00 47.01 40.07 11.63 1.29
Description: Interior Door Unit Caulk
Location: N/A Analyzed I Charged : Yes

COlIDnents: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB In Field ID Color Sample Non Fib. I
Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N313776 250-19A Tan 1.2048 .00 .00 .00 .00 .00 .00 19.02 38.04 .00 42.94
Description: 12x12 Tan Mottled Floor Tile

Location: N/A Analyzed I Charged : Yes

Comments: Preped JCharged : Nn

Initial % Asbestos Types % % Total % %

LAB In Field [D Color Sample Non Fib./
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N313777 250-20A Yellow .0225 .00 .00 .00 .00 .00 .00 55.56 22.22 .00 22.22
Description: Yellow Mastic Associated w/Sample 19A

Location: N/A Analyzed / Charged: Yes

Comments: I , I Preped / Charged : No
, ,

rfrt[,{jl;Ut 01
Stefanie Bishop, Analyst /

Page 1 of 1



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Mike Lane,

Apri122,2005

(

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
govemment agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical resuits and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

/'~'¥c¥~~~~~~~L
Stefanie ishop, Optical Asbestos Manaqer
Adrian St nca, Laboratorv Director

Enclosure:
LAB BATCH ID: B 31871 CliENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT ID# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc
-'-------------------------------
Client#:
r.!i~'lt Project:

Reference:
"nt Name:

Method:

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPAl600/R-93/116

Batch: B 31871
Date Sampled: NIA
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON,
B313867 1608-21A II Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID , Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B313868 1S1S-21A v Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieidID
f

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B313869 1427-16A \I Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

Description Sheetrock

tion: N/A

I omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
/

Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313870 1347-16A '" Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieidID
I'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313871 123S-16A V Gray 0 0 0 0 0 0 0 0 S 0 0 0 9S

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
J

Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B313872 1111-16A J Gray 0 0 0 0 0 0 0 0 S 0 0 0 95

Description Sheetrock

Location: NIA
........",ments; Analyzed: Yes

Page 1 014



Client#:

"lient Project

: Reference:

.... ,It Name:
Method:

ProScience Analytical Services, Inc

44

60-22267-0009

DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc., MA

EPAl600/R-93/116

Batch: B 31871

Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTH NON
r

B313873 1035-18A\! Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color Cml AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTH NON
f'

B313874 909-16A J Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTII NON

B313875 835-15Ay' Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

r 'tion: N/A
,jlments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON,
B313876 709-16A\I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B313877 621-17A\I Gray 0 0 0 0 0 0 TR 0 5 0 0 0 95

Description Sheetrock

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID f Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OIII NON

8313878 540-19AJ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheettock

Location: N/A
- -."ments: Analyzed: Yes

Page 2 of4



Client #:
r.liAnt Project:

Reference:

\... .. _.1t Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J, Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc., MA

EPN600/R-93/116

Batch: B 31871

Date Sampled: N/A

Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID
I'

Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B313879 M05-13A,j Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON,
B313880 410-18AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field lD I Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313881 358-20A.1 Gray 0 0 0 0 0 a a 0 5 0 a 0 95

Description Sheetrock
, tion: N/A,
f-·~,nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON,
B313882 279-17A ,I Gray a 0 0 0 a a 0 0 3 0 a 0 97

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD FicidID r Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B313883 133-18A V Gray a a 0 0 a a 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: AnalYZed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN om NON
I

B313884 8151-18A ,; Gray a a 0 0 a 0 0 0 3 a a 0 97

Description Sheetrock
Location: N/A
- '"Tlments: Analyzed: Yes

Page 3 of 4



ProScience Analytical Services, Inc

Client#: 44
r.lient Project: 60-22267-0009

: Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
.It Name: ATC Associates, Inc., MA

Method: EPN600/R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

eRO = Crocidolite

eEL = Cellulose

CHR = Chrysotile AMO "" AmositeAsbestos Codes:

Non·Asbestos Codes: FBG =Fiberglass MNW '= Mineral Wool

:j!1J!t~;rc~~eVn- __/--<-j-f--,CW

MichadM~::;!ng, Analyst

Page 4 of 4
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Client: ATC· DCAM

For Lab Use> Batch Number:

Address: Edward J. Sullivan. 40 Thomdike St.. Cambridge, MA.

Project Number: 60-22267·0009

Phone / FAX Number: 781·932-9400/ Fax 781·932·6211

Contact: Michael Lane

22 CUrrunings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

ProSci ;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ ~

Comments:

For cort7JJ/ete information about our services and locations n/ease visit us at WWW.Droscience.netorcallth .. nulTlh..r.« ahnVA



683 North Mountain Rd., Newington, CT 06111

T:860-863·1022 F:860-963.1030

ProSci, ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LASORATORY/HEADQUARTERS
22 CummIngs Park, Woburn, MA 01801

T:781-936-3212 F:781-832-4867
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Client: ATe- DCAM

Address: Edward J. Sullivan, 40 Thomdlke St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781·932·6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For CdT11P/ete information about our services and locations D/ease visit us at www.orosci,;mce.net or r:all thA nllrnhAr."" ahnv,,"
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05 Days

DRUSH <6 Hours
'~""'".s. Turn Around Time Requested
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For Lab Use> Batch Number:

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdlke St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For coltwlete information about our services and locations o/ease visit us at www.oroscience.net or r.all thl'> ollmhPrs, ahnvl>



ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Michael Lane,

March 02, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,

Bishop, Optica Asbestos Mana
tanca, Laboratory Director

Enclosure:
LAB BATCH ID: B 30779 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA ID# AA000156; ME 10# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIIO# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:
Client Project:

';ent Reference:
Aient Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 30779
Date Sampled: N/A
Date Received: 2/27/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B301435 101-01A White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 2x2 Textured Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

8301436 133-01B White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 2x2 Textured Ceiling Tile

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B301437 101-01C White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 2x2 Textured Ceiling Tile

1cation: N/A

I .....omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B301438 116-02A Tan 0 0 0 0 0 0 0 45 45 0 0 0 10

Description 2x2 Ceiling Tile wlDivot

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B301439 115-028 Mi. Cirs. 0 0 0 0 0 0 0 40 40 0 0 0 20

Description 2x2 Ceiling Tile w/Divot

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B301440 104-02C MI. Clrs. 0 0 0 0 0 0 0 40 40 0 0 0 20

Description 2x2 Ceiling Tile w/Divot

Location: N/A

r.omments: Analyzed: Yes

Page 1 014



Client #:
Client Project:

!nt Reference:
..... Ilent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30779

Date Sampled: N/A
Date Received: 2/27/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301441 101-04A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301442 109-048 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

B301443 107-04C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

~ation: N/A

-,omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTH NON

B301444 101-05A MI. Clrs. 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301445 109-058 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR sYN om NON

B301446 107-0SC Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plaster

Location: N/A

.... "mrnents: Analyzed: Yes

Page 2 of 4



Client#:
Client Project:

nt Reference:

\.Jllent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 30779

Date Sampled: N/A
Date Received: 2/27/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B301447 101-15A White a a a a a a a 70 a a a a 30

Description Original Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8301448 Stair1-15B White a a 0 a a 0 a 70 a a a a 30

Description Original Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW eEL liAR SYN OTlI NON

B301449 Slair3-15C White 0 a a a a a a 75 a a a a 25

Description Original Text. Ceiling

(I oation: N/A
-,omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B301450 101-16A White 0 0 0 a a a 0 a a a a a 100

Description Patch Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B301451 Stair1-16B White a a 0 a a a a a a a a a 100

Description Patch Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B301452 Stair3-16C While a a 0 a a a a a a a 0 a 100

Description Patch Ceiling

Location: N/A
.... '1mments: Analyzed: Yes

Page 3 of4



Client#:
Client Project:

It Reference:
L.1I~nt Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30779
Date Sampled: N/A
Date Received: 2/27/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

Asbestos Codes:

Non-Asbestos Codes:

Dan Pine Analyst

CHR = Chrysotile AMQ "" Amosite

FBG =: Fiberglass MNW =: Mineral Wool

~

eRO = Crocidolite

eEL = Cellulose

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non·Fibrous Minerals

Page 4 of 4
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Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60·22267·0009

Phone / FAX Number. 781·932·9400/ Fax 781·932·6211

Contact: Michael Lane

For Lab Use> Batch Number:

For cOrtlplete information about our services and locations Dlease visit us at www.Droscience.netorr.allthp.nllmhp.r-.< ahnv<>



683 North Mountain Rd., Newington, CT 06111
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ProSci ce Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 02, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quaiity Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data prOVided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions Plea\,e contact the Laboratory Manager or Laboratory Director.

sin.(Y'~~L /1
//,)LQJ
Stefanie B3hop, Optical Asbestos Mana~e
Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: N 30758 CLIENT PROJECT 10: 60-22267-0009
Client#:44
NVLAP 10# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME 10# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT 10# AL016876; PH ID# 218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park· Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Anc..fiical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30758
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

Initial % Asbestos Types % % Total % %

LABID Field lD Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301189 101-OBA ML ell's. .6955 15.56 .00 .00 .00 .00 .00 26.30 21.83 15.56 36.31
Description: 12xl2 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed I Charged : Yes

Comments: Preped / Charged ; No

Initial % Asbestos Types % % Total % %

LAB lD Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301190 109-088 Ml. ell'S. 1.5408 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White floor Tile w/Brown & White Fleck

Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite 01\G Carbonate Asbestos NOll Ash.

N301191 107-08C Ml. Clrs. .7770 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed / Charged: No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos NOll Asb.

N301192 101-09A 0 0 0 0 0 0 0 0 0 0 0
Description: Black Mastic Assoc. w/12x 12 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed / Charged: No

Comments: Not Enough Mastic to Analyze Preped / Charged : No

Page 1 of4



ProScience Ana.,/tical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St" Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30758
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

Initial % Asbestos Types % % Total % %

LAB 10 Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N30Il93 109-098 Black .0401 27.16 .00 .00 .00 .00 .00 43.14 26.68 27.16 3.02
Description: Black Mastic Assoc. w/12x 12 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed I Charged : Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LAB 10 Field 10 Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolitc ORG Carbonate Asbestos Non Ash.

N30Il94 107-09C Black .0094 0 0 0 0 0 0 0 0 0 0
DeSCliption: Black Mastic Assoc. w/12x 12 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Ash.

N301195 !OI-IOA Brown .0656 .00 .00 .00 .00 .00 .00 43.90 30.03 .00 26.07
Description: Covebase Mastic

Location: N/A Analyzed! Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotite Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301196 !O9-108 Brown .0380 .00 .00 .00 .00 .00 .00 43.95 35.00 .00 21.05

Description: Covcbase Mastic

Location: N/A Analyzed I Charged: Yes

Comments: Prepcd / Charged : No
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ProScience Analytical Services, Inc

Client#: 44

Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA

Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30758
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample NOll Fib.!
Weight Chrysotile Amositc Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301197 107-IOC Brown .0982 .00 .00 .00 .00 .00 .00 47.76 22.40 .00 29.84
Description: Covcbase Mastic

Location: N/A Analyzed / Charged: Yes

Comments: Prcped JCharged : No

Initial % Asbestos Types % % Total % %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301198 !OI-IIA Brown .5504 .00 .00 .00 .00 .00 .00 40.08 21.97 .00 37.95
Description: Brown Covebasc

Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LABlD Field lD Color Sample NOll Fib. /
Weight Cluysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301199 109-IIB Brown .3786 .00 .00 .00 .00 .00 .00 38.96 20.73 .00 40.31
Descliption: Brown Covebase

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field lD Color Sample Non Fib. I

Weight Chl)'sotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301200 120-12A Brown 1.4535 16.93 .00 .00 .00 .00 .00 31.23 26.44 16.93 25.40
Description: 12x12 Brown Floor Tile

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Page 3 of4



ProScience Ana..Itical Services, Inc

Client#: 44
Client Project: 60-22267-OOOg
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organicaily Bound Materials

Batch: N 30758
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

tlJb 1l1!All«3 I /}/{ilo/',.YYCU /VV" .if./'J'-'! .L
Stefan~ishoP,Analyst J .

Initial % Asbestos Types % % %
Total %

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Cl'Ocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301201 120-13A Black .0128 22.50 .00 .00 .00 .00 .00 33.59 41.41 22.50 2.50
DCSCliption: Black Mastic Assoc. w/12x12 Brown Floor Tile

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % %% Total %
LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301202 109-14A M1.Ch's. .7409 12.56 .00 .00 .00 .00 .00 33.24 45.82 12.56 8.38
Description: Interior Door Unit Caulk

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!
Weight Chtysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301203 142-14B MI. Clrs. .8964 0 0 0 0 0 0 0 0 0 0
Description: Interior Door Unit Caulk

Location: N/A Analyzed! Charged: No

Comments: Preped ! Charged : Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!

.' Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Asb.

N301204 106-17A ( Red .0297 .00 .00 .00 .00 .00- .00 38.72 21.89 .00 39.39

Description: Fire Stop Sealant

Location: N/A
/j

Analyzed! Charged: Yes

CQ~m:ri9nts; /1
~- n /

Preped ! Charged : No
, ,
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ProSci ::e Analytical Services, Inc. . DRUSH <6 Hours JfLl1 IYcJ!3
PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~

Je '{ Of 'I

22 Cummings Park, Woburn. MA 01B01

T:7B1-936-3212 F:7B1-932-4B67

683 North Mountain Rd., Newington, CT 06111

T:BB0-9B3-1022 F:BB0-953-1030

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

r

,- 7
cg, {-- /7/Zilff" d1Ut4.

Refractive Indlolos I Asbestos Percentage (%) Non Asbestos Percentage (%)

CIrcle Type

• I ~

~ • ~ ~ ~Oil I I I '" • • • 0• 0 .~
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~ ~ • ~ 5 0u u u. :<: to Z

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__-;::== _
Stop on First Positive:Ye~No _

QC Bv/Date:

~ 8go c E
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W Q E:
.. ~ {i

~ ~ £

Opllcal Properties

f§
~ "i ~

VIsual

~

"IE..RI~ ~I:c8 1: ~ ~

Ana/yzed By / Date:
I

Description / Location

?:>07S,?
Field ill
Sampled

date
Lab ill

Client: ATC- DCAM

Address: Edward J. Sullivan. 40 Thorndike St.. Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michaei Lane

For Lab Use> Batch Number:

\ 0 ,

OJ'"04

~ 0'\
08'6

~o(

oere:
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Comments:

For cortlDlete information about our services and locations Dlease visit us at www.Droscience.nef or r:all fhl> nl1mh"'r.<:. "hnv",



683 North Mountain Rd., Newington, CT 06111

T:B60-953·1022 F:B60-963·1030

ProSci ::e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days
LABORATORY/HEADQUARTERS
22 CUmmings Park, Woburn, MA 01B01

T:7B1-935-3212 F:7B1-932-4ll57

CONSULTING SERVICES

DRUSH <6 Hours.a Turn Around Time Requested

Je 5 Of' 7

Client: ATC· OCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267·0009

Phone / FAX Number: 781·932·9400/ Fax 781·932·6211

Contact: Michael Lane

I <- >c I L 8/Low /OJ FLcrc4l- 77Le

{C;,£81SF .414577 c

RefractJve Indlcfes I Asbeslos Percenlage (o/.) Non Asbeslos Percenlage (%)

Circle Typ1 I •• 'i3 ,
• • " ~ ~ 0

e
Oil I l-ll

., <S • ~ . • •• 0 " J!l .2 " ~0 ~

~
0 0. " ~ 1! •

~ j E ~ .~ • , " ~

!l. • ,5 ~ .= c
Ii

c

"
~ .'i :\l oS 0 • ~ 0
0 0 u. :E J: en Z

Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and oate:__-;:== _
Stop on First Posltive:Ye~No _

QC By/Date:

8 E

~ ~

'. -Ii~ j
'" 0.

Optical Pro~rtie8

~

f ~ !
% oS ..

~ Jj &
fiE.§! [ "I:lio 0 ~ -!

U J: I- lJ..

Ana/yzed By / Date:
I Visual

Description / Location

1

I\J 30T)~

'B I?C/<.4'N {~\,of;-J3 "1'>C

Field ill
Lab ill I Sampled

date-
~O\

If)
\O~
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\01

/0
101

1/4-
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II B
-
\ 2.0 .. \u'l

For Lab Use> Batch Number:

Comments:

For com/J/ete information about our services and locations Dlease visit us at www.DfDscience.net or calf thA nl1mhAr.<:; ahnvt>



6B3 North Mountain Rd., Newington, CT 06111

T:B50-953-1022 F:B60-953·1030

fJro::;cl ~e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01B01

T:7Bl-935-3212 F:7B1-9324857

CONSULTING SERVICES

d ORUSH <6 Heurs

~ Turn Around Time Requested

ge b Of 7

Refractfvemdloles I Asbestos Percentage (%) Non Asbeslos P6fcenlBge (%)
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Relinqueshed By:

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:__-;:::=;;:;- _

stop on First Posltive:Ye~No _

QC Bv/Date:
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Comments:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

For como/ete information about our services and locations Dlease visit us at www.Droscience.nef or r-all fhA nl/mhl>r:<: ahnvl>



ProSci ~e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~

Je IOf7

22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4B57

683 North Mountain Rd., Newington, cT 06111

T:860-953·1022 F:860-953.1030
o Same day 0 24 Hour 0 48 Hour 0 72 Hour 0 5 Days

Refractive Indloles I Asbestos Percentage (%) L Non Asbestos Porcenlage (%.)

Circle Type J I
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Received By and Date:
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike SI., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:

For cortmlete information about our services and locations Dlease visit us at www.DrosciEmce.net or calf thA nllmhArs, ahnVA



ProScience Analytical Services, Inc
\

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Michael Lane,

March 03, 2005

(

Results of samples you described and submitted to ProScience Analytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope eqUipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be Considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, w~hout permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6557 CLIENT PROJECT ID: 60-22267-0009
Client#:44
NVLAP 10# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212



ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

Client#:
Client Project:
Client Reference:
Client Name:

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike Street
ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6557
3/3/2005
3/2/2005

3/3/2005

"

I LAB ID

i
INT52568

INT52569

INT5257i)
i
'NT52571

NT52572

NT52573

Field ID

1101-10A

1109-10B

1107-10C .

1101-11A

109-11B

106-17A

Description:

Iq~~~.~¥i_?_e._I!l_~s"~ic_ .... _

Covebase mastic

Cove base mastic. -- ----- .-. --_.-

.J~rg.':.'!:~_~~y~_ base

Brown cove base._-_.--_...•._.- ._".~------

_,Fi~~_?~~I?_::>_~.~I_?_~t_

....... 1~~ ri.~:: i'"'l',~~~:~~~'::;:1~:~ ':::':I~~~~l.__ .j.. ,.0656!, .00 J
1

..90 I, . .JI1l I cOO I ~oo _+ _.00 -I_~6.07 _' 43.90j_30.03 ND _ Yes. _!'I<J_-',

:-':=L::=_- :~:::: i .::: .[~: l;~-f~ -:: .r-:- n

• ::~~~-:~:::.' -~:::: --~~-----~-r--~~l

I
=-~_ I ,..j I I I____ 'I .5504 1....00___ .00 I .00 .0il.J.,00 .00. 37.95.<\.0..08 21.97 ND Yes No I,

____ 'On ____.,.3.7.8.6. 1_ ,ilo_.l.~o.o_.L,oo_ .....QIl.. 'O,.o.o_LQiJ._ 40.31_ . .J_8..Bi'.__ .20.7.3_ .._N.D... Yes No

____ __.JI.'!97 ],0.01,09.1_9.0.... ....ooJOO.LL_~~J}JlL221,~g_ ND._Y,,~_ No

com.~.:.~,. ;7

1. 1/, /,Lr//lrAA ",' 2-/"'-,~

Allison S~all,An~--_fi-_--
Ashestos Codes: CI-IR = Chrysotile AMO:=: Amositc eRO = Crocidolitc ACT"" Actinolite TRE = Tremolite ANT = Anthophyllite TR =Trace =< 1% NO =None Detected
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ProScience AnaiYtio';iIServices, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Description: Black Mastic Assoc. w/12x 12 White Floor Tile w/Brown & White Fleck

Location: N/A
Comments:

Batch: N 30758
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

% Total %
%

Non Fib.!
Carbonate Asbestos Non Asb.

26.68 27.16 3.02

Analyzed / Charged: Yes

Preped I Charged : No

% Total % %
Non Fib. /

Carbonate Asbestos Non Ash.

0 0 0

Analyzed / Charged: No

Preped / Charged : Yes

% Total %
%

Non Fib.!
Carbonate Asbestos Non Asb.

30.03 .00 26.07

Analyzed I Charged: Yes

Preped / Charged ; No

% I Total %
%

Non Fib, I
Carbonate Asbestos Non Asb.

35.00 1 .00 1 21.05

Analyzed I Charged: Yes

Preped I Charged : No

%

%

O.

%

%

ORO

ORO

ORO

ORO

43.95

43.14

43.90

.00

.00

Tremolite

.00

.00

Anthophyllite

.00

11/0 Asbestos Types

010 1010

% Asbestos Types

% Asbestos Types

% Asbestos Types

.00 1 .00

.00 I .00 I .00 I .00

.00

Actinolite I Crocidolite

Actinolite I Crocidolite I Anthophyllite I Tremolite

Actinolite I Crocidolite I Anthophyllite I Tremolite

Actinolite I Crocidolite I Anthophyllite I Tremolite

\

\

\

o

.00

,\ /
I

Amosite

Amosite

.00\

AI~osite,

",",~"

1/',.00

o

.00

.00

27.16

~.'''-'--

Chrysotile

Chrysotile I Amosite I

Chrysotile

J:hrysotile

! '2 lY\
LI/utl

'77(p
.03801

.0656

.0094

Initial I
Samplei
Weight!

.0401

Initial
Sample
Weight

Initial
Sample
Weight

Initial
Sample
Weight

Color

Color

Color

Color

Black

Black

Brown

Brown

109-IOB

107-09C

Field ID

Field ID

Field IO

109-09B

Field ID

!OI-IOA

Covcbase Mastic

N/A

LAB IO

LAB ID

N301196

LAB 10

LABIO

N301194

N301193

N301195

Description: Covebase Mastic

Location: NtA
Comments:

Description:

Location:
Comments:

Description: Black Mastic Assoc. wtl2x 12 White Floor Tile w/Brown & White Fleck

Location: N/A
Comments:

\\ V
\ !
, /

~--~.,/
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ProScience AnalYtical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA

Method: NY ELAP Method For Th~.bnal9SISrOfNOit'f'\ Organically Bound Materials

Batch: N 30758
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

rnitial i \ % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample • Non Fib. /
Weight J Chrysotile A~osite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.,

N301197 107-10C Brown .0982 J .00 PO .00 .00 .00 .00 47.76 22.40 .00 29.84
Description: Covebase Mastic ('Tz{yj

,
Location: N/A \ Analyzed I Charged: Yes

Comments: I Preped I Charged : No

Initial I % Asbestos Types % % Total % %
I

LAB ID Field ID Color Samp!
A I .

Non Fib. I
Weigh Chrysotile 1l1Osite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N301198 101-IIA Brown .55041 .00
,

.00 .00 .00 .00.00 40.08 21.97 .00 37.95
Description: Brown Covebase

Jz£rr ILocation: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

lnitial~ i / % % %Asbestos Types % Total %
LAB ID Field ID Color Sampl

IAmosite
Non Fib.!

Weight Chrysotile Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N301199 109-11B Brown .3786 \ .00 / .00 .00 .00 .00 .00 38.96 20.73 .00 40.31

Description: Brown Covebase

Tf{~j,Location: N/A Analyzed I Charged: Yes

Comments; Preped / Charged : No

Initial '-..-/ % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. I

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N301200 120-12A Brown 1.4535 16.93 .00 .00 .00 .00 .00 31.23 26.44 16.93 25.40

Description: 12xl2 Brown Floor Tile

Location: N/A
Analyzed I Charged: Yes

Comments: Preped / Charged : No

Page 3 014
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ProScience Ancllytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30758
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

x0Q;1"tIA Li~l(jU)/
Stefani:/Bishop, Analyst i f

Initial % Asbestos Types % % %
Total %

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301201 120-13A Black .0128 22.50 .00 .00 .00 .00 .00 33.59 41.41 22.50 2.50
Description: Black Mastic Assoc. w/12xl2 Brown Floor Tile

Location: N/A Analyzed / Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301202 109-14A Ml. Clrs. .7409 12.56 .00 .00 .00 .00 .00 33.24 45.82 12.56 8.38
Description: Interior Door Unit Caulk

Location: NlA Analyzed JCharged: Yes

Comments: Preped / Charged: No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301203 142-14B Ml. Clrs. .8964 0 0 0 0 0 0 0 0 0 0
Description: Intelior Door Unit Caulk

Location: N/A Analyzed / Charged: No

Comments: r Preped / Charged : Yes

Initial I % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile' Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301204 106-17A i Red .0297 j .00 \ .00 .00 .00 .00' .00 38.72 21.89 .00 39.39

Description: Fire Stop Sealant

I,~~\Location: N/A
Analyzed / Charged: Yes

Comni~nts: /1 /1 .4
\/ I Preped / Charged : No-- \, ' '\ -~"" /
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Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Ciient Name: ATC Associates, loc., MA
Method: NY ELAP Method For The Anaiysis of Non Friable Organically Bound Materials

Batch: N 30758
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

Initial % Asbestos Types % %
% Total %

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N30II89 IOI-OBA ML elI's. .6955 15.56 .00 .00 .00 .00 .00 2630 21.83 15.56 36.31
Description: 12xl2 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed I Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % 1'01a1% %

LABID Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Ant,hophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301190 109-08B MI. elI's. 1.5408 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White Floor Tile w/Brown & White Ficek
Location: NIA Analyzed I Charged: No

Comments: Preped / Charged ; Ye,

Initial % Asbestos Types % % Total %
%

LAB lD Field ID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocido1ite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N30II9I 107-08C MI. Clrs. .7770 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White Floor Tile w/Brown & White Fleck

Location: NIA Analyzed / Charged: No

Comments: Preped / Charged : Yo,

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tl'emolite ORG Carbonate Asbestos Non Asb.

N301192 101-09A 0 0 0 0 0 0 0 0 0 0 0

Description: Black Mastic Assoc. w/12x 12 White Floor Tile w/Brown & White Fleck

Location: NIA
Analyzed / Charged: No

Comments: Not Enough Mastic to Analyze Preped I Charged : No

Page 1 of 4



ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

April 04, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

SiV''j''1 ., /() , A. _. P'

~llVlAh £!QU)/ rLM/
Stefanie!Bishop, Optical Asbestos Mahaqer
Adrian Stanca, Laboratorv Director

Enclosure:
LAB BATCH ID: B 31363 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:
r" 'ot Project:

.1t Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J, Sullivan, Cambridge, MA
ATC Associates, Inc" MA
EPA/600/R-93/116

Batch: B 31363
Date Sampied: N/A
Date Received: 3/31/2005
Date Anaiyzed: 4/1/2005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR 8YN OTH NON

B308633 106-01A Gray a a a a a a a a a a a a 100

Description Debris

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL ItAR 8YN OTIt NON

B308634 101-018 Gray a a a a a a a 60 a a a a 40

Description Debris

Location: NlA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL ItAR 8YN OTIt NON

B308635 143-01C Gray a a a a a a 0 60 a a a a 40

.....~scription Debris

i,\ oation: N/A
····Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color nm AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTlI NON

B308636 142-01D Gray a a a a a a a 10 a a a a 90

Description Debris
Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CItR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTlI NON

B308637 107-01E Gray 20 a a a a a a 60 a a a a 20

Description Debris
Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL ItAR 8YN OTIt NON

B308638 101-02A While a a a a a a a a a a a 0 100

Description Skimcoat Plaster

Location: N/A
Imments: Analyzed: Yes

Page 1 of 3



Client #:
r-" '"\nt Project:

,It Reference:
Client Name:

Method:

ProScience Analytical Services, Inc

44

60-22267-0009

DCAM, Edward J. Sullivan, Cambridge, MA

ATC Associates, Inc., MA

EPN600/R-93/116

Batch: B 31363

Date Sampled: N/A

Date Received: 3/31/2005

Date Analyzed: 4/1/2005

Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8308639 142-028 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A
Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8308640 142-02C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Skimcoat Plaster

Location: N/A
Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8308641 109-020 White 0 0 0 0 0 0 0 0 0 0 0 0 100

(, "escription Skimcoat Plaster

;ation: N/A

Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT F8G MNW CEL HAR SYN OTH NON

8308642 101-03A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A
Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LA81D Field ID Color CHR AMO CRO ACT TRE ANT F8G MNW CEL HAR SYN OTH NON

B308643 142-038 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A

Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8308644 142-03C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A
'mments: Analyzed: Ves
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Client #:
f"'l;~nt Project:

nt Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPAl600/R-93/116

Batch: B 31363
Date Sampled: N/A
Date Received: 3/31/2005

Date Analyzed: 4/1/2005

Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

8308645 109·03D Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Basecoat Plaster

Location: N/A

Comments: Analyzed: Yes

Non-Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool

Asbestos Codes: CHR = Chrysotite AMO "'" Amosite eRO == Crocidolite

eEL"" Cellulose

ACT = Actinolite TRE = Tremolite ANT = AnthophyIlite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

• . \ Te ults ar~in V3'entj,lge. ;J

Michael Manning,Ana~

Page 3 of 3
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~ . DRUSH <6 Hours <i/ Of 3-.a. Turn Around Time Requested

D Same day 0 24 Hour~48~ 0 72 Hour
CONSULTING SERVICES

683 North Mountain Rd.. NeWington, CT 06111

T:860-963·1022 F:860-963·1030

ProSch :e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

Client: ATe- DCAM Relinqueshed By: -{..~~==:;:'7.:sC-;---:-"'T"-::;::::-7'i1:-
Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA. Received By and Date: c;::: 3/31 /1> '65'" ff
Project Number. 60-22267-0009 Quantity Received: /2 Analyzed:

Phone / FAX Number: 781-932-9400/ Fax 781·932-6211 Faxed By and Date:~:-r.===;- ~:- _
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For cort1lJlete information about our services and locations Dlease visit us at www.Droscience.net or call fhA nllmhAr.<: "how>.



rZ. Of3ProSch ;e Analytical Services, Inc. . DRUSH <6 Hours
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683 North Mountain Rd., Newington, CT 06111

T:860oS63·1022 F:B60oS63·1030

ProSch ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60·22267·0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
21

For Lab Use> Batch Number:

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nef or call fhA nllmhAr.<: ahnvl'>



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical resuits included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

S;"i17.U
/Dfj-~AA~ r16M~

Stefanie BishoP' Optical Asbestos Manaqer V
Adrian St~nca, Laboratorv Director

Enclosure:
LAB BATCH 10: B 31871 CLIENT PROJECT 10: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park' Woburn, Massachusetts' 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc
-,-------------------------------
Client#: 44
f'!igot Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
""ent Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON,
B313867 1608-21A II Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON,
B313868 1515-21A ,{ Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID r Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

B313869 1427-16A '1/ Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

nescription Sheetrock

tion: N/A
j;,;,umments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
/

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

B313870 1347-16A,( Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
/'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B313871 1235-16A II Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: NlA
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN om NON
I

B313872 1111-16A .J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

11ments: Analyzed: Yes

Page 1 of 4



ProScience Analytical Services, Inc

Client#: 44
"Ii"nt Project: 60-22267-0009

: Reference: DCAM, Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA
...,lIent Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31871

Date Sampled: NIA
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON
f

B313873 1035-18A\I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LARID Field ID
~

Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

B313874 909-16A J Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID FieldID I Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313875 835-15A" Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

n~scription Sheetrock

'tion: N/A

f,,",v,nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON
;

B313876 709-16AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In
r

Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313877 621-17AV Gray 0 0 0 0 0 0 TR 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LARID Field ID I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B313878 540-19AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

1ments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client#: 44
r.H",,,t Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
,,"ent Name: ATC Associates, inc., MA
Method: EPN600/R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID
/'

Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B313879 M05-13Av Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color Clm AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313880 410-18AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color Clm AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313881 358-20A.,J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

D"!scription Sheetrock

tion: N/A

Ivi.lInments: Anaiyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON
r

B313882 279-17A II Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A

Comments: Anaiyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID , Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

8313883 133-18A 'I! Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A

Comments: Anaiyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ill Field ID Color CliR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON
I

8313884 8151-18A V Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A

lments: Anaiyzed: Yes

Page 3 of4



ProScience Analytical Services, Inc

Client#: 44
('''~nt Project: 60-22267-0009

: Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
vllent Name: ATC Associates, Inc., MA
Method: EPAl600/R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

Asbestos Codes: CHR "" Chrysotile AMO = Amosite eRa = Crocidolite ACT = Actinolite TRE = Tremolite ANT =Anthophyllite

eEL = Cellulose HAR = Hair SYN = Synthetic OTH = Other NON = NOll·Fibrous Minerals
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Received By and Date: .. - /' f.9L v (( / / r - l

Quantity Received: Ie ~ '. .
Faxed By and Oate:__-;::::=::;- --:;-

St on irstPo,sjl~~Ye~No ./'
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Address: Edward J. Sullivan. 40 Thomdike St.. Cambridge, MA.

Project Number: 60-22267-0009

Phone I FAX Number: 781-932-9400/ Fax 781·932-6211

Contact: Michael Lane
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Client: ATC- DCAM
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Comments:
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009
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Contact: Michael Lane
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ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

April 04, 2005

The enclosed analytical results have been obtained by using the EPA/600fR-93f116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NISTfNVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Enclosure:
LAB BATCH 10: B 31359 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
""'ent Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, Cambridge, MA
L;lient Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31359
Date Sampled: N/A
Date Received: 3/31/2005
Date Analyzed: 4/212005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B308611 8139-01A Gray 0 0 0 0 0 0 0 85 0 0 0 0 15

Description Debris

Location: NIA

Comments: Anaiyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B308612 8183-018 Gray 20 0 0 0 0 0 0 60 0 0 0 0 20

Description Debris

Location: NIA

Comments: Anaiyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color Clm AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B308613 8185-01C Gray 0 0 0 0 0 0 0 10 5 0 0 0 85

Description Debris
{ ;ation: NIA

'100mments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B308614 8183-01 P Gray 0 0 0 0 0 0 0 30 5 0 0 0 65

Description Debris

Location: NIA

Comments: Anaiyzed: Ves

ASBESTOS NON-ASBESTOS

LABID FieldlD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308615 B183-01E Gray 0 0 0 0 0 0 0 20 5 0 0 0 75

Description Debris

Location: NIA

Comments: Analyzed: Ves

ASBESTOS NON-ASBESTOS

LABID Field ID Color nm AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B308616 8147-02A White 15 0 0 0 0 0 0 0 0 0 0 0 85

Description 6"·12" Pipe Insulation

Location: NIA

'llments: Analyzed: Ves

Page 1 of2



Client #;
~Iient Project:

ant Reference;
Client Name;
Method;

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPN6001R-931116

Batch; B 31359
Date Sampled; NIA
Date Received; 313112005
Date Analyzed; 41212005
Date 01 Report: 41412005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B308617 8147-028 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"_12" Pipe Insulation

Location: NIA
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B308618 8147-02C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"-12" Pipe Insulation

Location: N/A

Comments: Analyzed: No

Non-Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool

Asbestos Codes: CHR = Chrysotile AMO = Amosite eRO = Crocidolite

eEL = Cellulose

ACT = Actinolite lRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Page 2 012
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdlke St., Cambridge, MA.

Project Number. 60-22267-0009

Phone I FAX Number. 781-932-9400 f Fax 781-932-6211

Contact: Michael Lane

r, v ..' '::/11,;1;;: Mllalyucal ;::,erViCeS, mc.

PLM Asbestos Chain of Custody Record
LABORATO~Y/HEADQUARTERS CONSULTING SERVICES
22 Cummings Park, Woburn, MA 01801 683 North Mountaln Rd., Newington, CT 06111
T:781-l136-3212 F:781-832-4867 T:860-863-1022 F:860-863.1030

Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nef or call fhA nllmh,m: ahnv&l



,>. ProScience Analytical Services, Inc
v

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

March 02, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
PreScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred dUring the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,

Enclosure:
LAB BATCH 10: B 30776 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



Client#:
(,lient Project:

nt Reference:
L.llent Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPAl600/R-93/116

Batch: B 30776

Date Sampled: N/A
Date Received: 2/27/2005
Date Analyzed: 3/112005

Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B301361 B118-01A Gray 0 0 0 0 0 0 0 85 5 0 0 0 10

Description 2x2 Textured Ceiling Tile

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B301362 B120-01B Gray 0 0 0 0 0 0 0 85 TR 0 0 0 15

Description 2x2 Textured Ceiling Tile

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B301363 B169-01C Gray 0 0 0 0 0 0 0 85 TR 0 0 0 15

f)escription 2x2 Textured Ceiling Tile

:;ation: N/A

"r ~omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301364 B167-02A Gray 0 0 0 0 0 0 0 30 60 0 0 0 10

Description 2x2 Ceiling Tile w/Divot

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301365 B163-02B Gray 0 0 0 0 0 0 0 20 70 0 0 0 10

Description 2x2 Ceiling Tile w/Divot

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301366 B104-02C Gray 0 0 0 0 0 0 0 20 70 0 0 0 10

Description 2x2 Ceiling Tile wlDivot

Location: N/A
irnments: Analyzed: Yes

Page 1 of 5



Client #:
(",lient Project:

nt Reference:
Glient Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 30776

Date Sampled: N/A
Date Received: 2/27/2005
Date Analyzed: 3/1/2005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

B301367 B184-03A Gray 0 0 0 0 0 0 0 90 0 0 0 0 10

Description Ixl Spline Ceiling Tile

Location: NIA

Comments: An~lyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B301368 B183-03B Gray 0 0 0 0 0 0 0 90 0 0 0 0 10

Description Ixl Spline Ceiling Tile

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301369 B181-03C Gray 0 0 0 0 0 0 0 85 0 0 0 0 15

Description 1x1 Spline Ceiling Tile

cation: NIA

I Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301370 B106-04A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301371 B125-048 While 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: NIA

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301372 B169-04C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description White Skim Coat Plaster

Location: NIA

"')mments: Analyzed: -Yes

Page 2 of 5



ProScience Analytical Services, Inc

Client#: 44

('''ont Project: 60-22267-0009

It Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

Client Name: ATC Associates, Inc., MA

Method: EPA/600/R-93/116

Batch: B 30776

Date Sampled: N/A

Date Received: 2/27/2005

Date Analyzed: 3/1/2005

Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABlD Field 10 Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301373 B106-05A Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plast?T

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field IO Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

8301374 B125-058 Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Gray Base Coat Plaster

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LARlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301375 B169-05C Gray 0 0 0 0 0 0 0 0 0 0 0 0 100

(
I"'\".lscription Gray Base Coat Plaster

;ation: N/A

'It.:omments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB lD Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301376 B106-06A Gray 5 0 0 0 0 0 0 0 0 0 0 0 95

Description Interior Window Caulk

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field JD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B301377 B123-06B 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Interior Window Caulk

Location: N/A

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301378 B147-07A Gray 15 0 0 0 0 0 0 80 0 0 0 0 5

Description Spray·On Fireproofing

Location: N/A

'mments: Analyzed: Yes

Page 3 of 5



ProScience Analytical Services, Inc

Client#: 44

-"'nt Project: 60-22267-0009

.nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

Ciient Name: ATC Associates, Inc., MA

Method: EPN600/R-93/116

Batch: B 30776

Date Sampled: N/A

Date Received: 2/27/2005

Date Analyzed: 3/1/2005

Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MI'lW CEL HAR SYN OTH NON

B301379 Stair1-15A Gray 0 0 0 0 0 0 0 40 0 0 0 0 60

Description Original Text. Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW eEL HAR SYN OTH NON

B301380 Stair2-158 Gray 0 0 0 0 0 0 0 55 0 0 0 0 45

Description Original Text. Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301381 Stair3~5C Gray 0 0 0 0 0 0 0 55 0 0 0 0 45

"'escription Original Text. Ceiling

cation: N/A

'rcomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301382 8125-16A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301383 8183-168 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301384 Stair3-16C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Ceiling

Location: N/A

lmments: Analyzed: Yes

Page 4 of 5



ProScience Analytical Services, Inc

Client#: 44
~"nt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 30776
Date Sampled: NIA
Date Received: 2/27/2005
Date Analyzed: 3/112005
Date of Report: 3/2/2005

Asbestos Codes: CHR = Cluysotile AMO = Amosite eRG = Crocidolite

Non-Asbestos Codes: FBG = Fiberglass MNW = Mineral Wool eEL = Cellulose

, ts are~in per~el5'ge~~/7"cr
. ,'- -8itM-Y20~- C+ U7
Michael anning, Analyst

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Page 5 of 5
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For complete information about our services and locations o/ease visit us at www.oroscience.netorr.allthp. nllmhp,r« ahnvl>



583 North Mountain Rd., Newington, CT 06111

T:8B0-953-1022 F:8B0-953.1030

ProSch. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

CONSULTING SERVICES

~~ DRUSH <6 Hours ' 1..-01 "I

~ Turn Around Time Requested

D Same day D 24 Hour D 48 Hour D 72 Hour D 5 Days

Client: ATC· DCAM

Address: Edward J, Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781·932-9400/ Fax 781-932-6211

Contact: Michael Lane
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22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

ProScif. e Analytical Services, Inc. g
PLM Asbestos Chain of Custody Record· Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES
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Contact: Michael Lane
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ProSch :e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested
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ProSch :e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 04, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Point Counting" quantitative method has been used for determining the percentage of asbestos in
the samples included in this batch. The Point Counting method is usually recommended when
friable sample contains less than 10% asbestos by visual estimate. All the asbestos contents
obtained using this technique are reported as real numbers. If only asbestos fibers which do not
meet the point counting criteria are observed during the microscopical examination of the sample,
the analytical result will be reported as "TR" (Trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination
that may have occurred during the sample collection process or erroneous data provided by the
client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical reSUlts and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

("\

St ani~ Bishop, Optical Asbestos Man
AdriarrStanca, Laboratory Director

er

Enclosure:
LAB BATCH ID:P 30842 CliENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
1t Project: 60-22267-0009

.... "ent Reference DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: P 30842
Date Sampled: N/A
Date Received: 3/2/2005
Date Analyzed: 3/3/2005
Date of Report: 3/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

P301920 B106-06A Gray 2.25 0 0 0 0 0 0 0 0 0 0 0 97.75

Description: Interior Window Caulk

Location: NlA

Comments: Analyzed: Yes

Asbestos Codes: CHR ::::: Chtysotile AMO = Amosite eRO ::::: Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

~
Non_A'bestc; Codes: :BG ~ Fibcrgla" M~.~Mine~0jCrEL~ Cellalo,e HAR ~ Hair SYN ~ Synthetic OTH ~ Other

* (-jWm:i~l!t~Tcrt
M-ic' JMannmg, AnalY~ --'Yl'

NON = Non~Fibrous Minerals
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ProScience Analytical Services, Inc
\
V

Mike Lane·
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 02, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight 'Yo. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

SincenelY,

X.-·- ... ~..- !
//\ \ 'i

~ ..

<:jer

Enclosure:
BATCH NUMBER: N 30759 CLIENT PROJECT 10: 60-222-67-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Ana." deal Services, Inc

Client #: 44
Client Project: 60-222-67-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30759
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

Initial % Asbestos Types % %
% Total %

LAB ID Field ID Color Sample Non Fib. I
Weight Chrysotite Amositc Actinolite Crocidolitc Anthophyllite Tremolitc ORG Carbonate Asbestos Non Asb.

N301205 B169-08A MI. elI's. .4204 11.27 .00 .00 .00 .00 .00 26.24 28.69 11.27 33.80
Description: 12x12 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed / Charged: Ves

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. (

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301206 BIIl-08B Ml. elI'S. .3280 0 0 0 0 0 0 0 0 0 0
Description: 12x12 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed I Charged: No

Comments: Preped I Charged : Ves

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301207 B182-08C Ml. Clrs. .9551 0 0 0 0 0 0 0 0 0 0
Description: 12xl2 White Floor Tile w!Brown & White Ficek

Location: N/A Analyzed! Charged : No

Comments: Preped ! Charged : Ves

Initial % Asbestos Types % % Total %
%

LAB 10 Field ID Color Sample NOll Fib.!

Weight Cluysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301208 B169-09A Black .0096 15.83 .00 .00 .00 .00 .00 13.54 66.67 15.83 3.96

Descliption: Black Mastic Assoc. w/12x12 White w!Brown & White Reck IT

Location: N/A
Analyzed! Charged: Ves

Comments: Prepcd ! Charged : No

Page 1 of 3



ProScience Ana.r tical Services, Inc

Client#: 44
Client Project: 60-222-67-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30759
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed; 3/212005
Date of Report: 3/2/2005

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /
Weight Chrysotile Amositc Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N301209 8111-098 Black .0044 0 0 0 0 0 0 0 0 0 0
Description: Black Mastic Assoc. w/12x12 White w/Brown & White Fleck IT

Location: NIA Analyzed I Charged : No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample NOll Fib. /
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N301210 B182-09C Black .0579 0 0 0 0 0 0 0 0 0 0
Description: Black Mastic Assoc. w/12x12 White w/Brown & White Fleck IT

Location: N/A Analyzed I Charged: No

Comments: Preped / Charged : Ye,

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N301211 BI69-IOA Brown .0279 .00 .00 .00 .00 .00 .00 33.33 41.94 .00 24.73
Description: Covebase Mastic

Location: N/A Analyzed / Charged: Yes

Comments: Preped ; Charged: No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.;

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tl'cmolite ORO Carbonate Asbestos Non Ash.

N301212 BI71-IOB Brown .0115 .00 .00 .00 .00 .00 .00 20.87 40.00 .00 39.13

Description: Covebase Mastic

Location: NIA
Analyzed; Charged: Yes

Comments: Preped I Charged : No

Page 2 of 3



ProScience Ana." deal Services, Inc

Client#: 44
Client Project: 60-222-67-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike SI., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30759
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

r

Initial % Asbestos Types % % Total %
%

LAB ID FicldID Color Sample Non Fib. /
Weight Chrysotile Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301213 8103-10C 0 0 0 0 0 0 0 0 0 0 0
Description: Covebase Mastic

Location: N/A Analyzed / Charged : No

Comments: Not Enough Mastic to Analyze Prcped I Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301214 8169-IIA Brown .2826 .00 .00 .00 .00 .00 .00 37.40 21.59 .00 41.01
Description: Brown Covebase

Location: N/A Analyzed / Charged: Yes

Comments: Preped I Charged: No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sm!,ple Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tl'emolite ORG Carbonate Asbestos Non Asb.

N301215 8171-118 Brown .1979 .00 .00 .00 .00 .00 .00 39.16 22.08 .00 38.76
Description: Brown Covebase

Location: N/A Analyzed! Charged: Yes

Comments: Preped ! Charged : No

Initial % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301216 8139-17A R,d .0094 .00 .00 .00 .00 .00 .00 80.85 -18.09 .00 37.24

Description: Fire Stop Sealant

Location: N/A Analyzed i Charged : Yes

Com"inc:ntsj 1 /J //) Preped I Charged: No-,
(-~---.k.,l11 . (iff/ __--'- .... . .0J. i/l"U ;/{. Ii

/ Ster£ie IV hop, Ar1~ly~;ti 'U.lJ:&
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DRUSH <6 HoursProSch ;e Analytical Services, Inc. .

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~
22 Cummings Park, Woburn, MA 01801

T:781-936-3212 F:781-932-4867

683 North Mountain Rd, Newlnglon, CT 06111

T:860-963·1022 F:860-963·1030

o Same day 0 24 Hour 0 46 Hour 0 72 Hour 0 5 Days

Client: ATC- OCAM

Address: Edward J. Sullivan, 40 Thomdlke SI., Cambridge, MA.

Project Number: 60-22267·0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane
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For complete information about our services and locations Dlease visit us at www.Droscience.netorr:allthp.nl1mhp.r... "hnw>.
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ProScie. .:e Analytical Services, Inc.
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ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Michael Lane,

March 03, 2005

Results of samples you described and submitted to ProScience Analytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materiais.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be considered asbestos containing, a material must be determ ined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

y

Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6558 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212



Client#:
Client Project:
Client Reference:

Client Name:

ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212'" Fax: 781-932-4857.., E-Maii PASl96@aol.com

44
60-22267-0009
DCAM, Edward J, Sullivan, 40 Thorndike Street

ATC Associates, Inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6558
3/3/2005
3/2/2005

3/3/2005

Description:1 LAB 10
i

jNT52574

INT52575

INT52576
1

INT52577

INT52578

Field 10

B169-10A

B171-10B

B169-11A

B171-11B

B139-17A

I
I

__ Ig?~,~ ~~S~ __!!1,<;l_~t~ _
,
Cove base mastic

Brown cove base

Brown cove base

_,E.i!~_,~!~e_~~~J_~E~,~

1,"- Initial \ % Asbestos Types--- - J ---% ] - 0 - I 0 ~ - - ] - - -- p~~ped/ I,

Color S I I - '-1' -, -l ._- -- _."-"'1 . Yo Yo Total"A IAnalyzedI amp e C I I I Other I j 'h Charged 'I
.._ Wei9ht,. _ HR AMO i ACTJ CRO_ ANT. TR: NQn:asQ,IOrgan,c Carb.,As~estos IC arg~d _ ._

.1 ....._ .0279: .00 .. 1 ..00 i90.1,OQ.I .00L,QQ... 2g:d.33}3.. _41JJ4... NO .1-y·......III.O' ... I·
! '! I .' I I

~---=-~t=I;:t::_!:l::-t:,;t::;: ::-::: :: L:;I ::
._I._.t()1~4J ..:001 ,00 J.()().. , .00 Loa I .00 I 22.73 I 49.35 .

Comments:
y .

}":1/1 ,..'/'. /.....'./ _// L..
f.-et.c.4&6? 7

Allison S';;;aU:An~ln;y .d..._ .
E,

Asbestos Codes: CHR = Chrysotile AMO = Amosite eRG =::: Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite TR = Trace = < 1% ND = None Detected
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ProScience Anal) Lical Services, Inc

Client#: 44
Client Project: 60-222-67-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

vJrb5 vi Batch: N 30759
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

Initial % Asbestos Types % %% Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301205 B169-08A MI.Clrs, .4204 11.27 .00 .00 .00 .00 .00 26.24 28.69 11.27 33.80
Description: 12x12 White Floor Tile w/Brown & White Fleck

Location: N/A Analyzed / Charged: Yes

Comments: Preped I Charged : No

Initial % Asbestos Types % % %Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Ash.

N301206 B11I-08B ML ell'S. .3280 0 0 0 0 0 0 0 0 0 0
Description: 12x12 White Floor Tile w/Brown & White Fleck

Location; N/A Analyzed I Charged: No

Comments: Preped I Charged : Yes

Initial % Asbestos Types % % Total %
%

LAB 1D Field ID Color Sample Non Fib./

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Ash.

N301207 B182-08C M1.Clrs. .9551 0 0 0 0 0 0 0 0 0 0

Description: 12xl2 White Floor Tile w/Brown & While Fleck

Location: N/A
Analyzed / Charged: No

Comments; Prepcd / Charged : Yes

Initial % Asbestos Types % % Total % %

LAB 1D Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301208 B169-09A Black .0096 15.83 .00 .00 .00 .00 .00 13.54 66.67 15.83 3.96

Description: Black Mastic Assoc. w/12x12 White w/Brown & White Ficek IT

Location: N/A
Analyzed / Charged: Yes

Comments: Preped / Charged : No

Page 1 of 3
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ProScience Analytical Services, fnc

Client #:
Client Project:
Client Reference:
Client Name:
Method:

44
60-222-67-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30759
Date Sampied: N/A
Date Received: 2/28/2005
Date Anaiyzed: 3/2/2005

Date of Report: 3/2/2005

\ .,,/

\, / ..//
"'----"'".......""

Initial % Asbestos Types % %% Total %
LABID Field ID Color Sample Non Fib. (

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremo,lite ORG Carbonate Asbestos Non Ash.

N301209 BIII-09B Black .0044 0 0 0 0 0 0 0 0 0 0
Description: Black Mastic Assoc, wll2xl2 White w/Brown & White Fleck (--I

Location: NIA Analyzed I Charged: No

Comments: Preped / Charged : Yes

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite CrocidoJite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301210 B182-09C Black .0579 0 0 0 0 0 0 0 0 0 0
Description: Black Mastic Assoc. w/12x12 White w/Brown & White Fleck IT

Location: NIA
; ..,,",

Analyzed / Charged: No

Comments: Prcped / Charged : Ye,

Initial "- % Asbestos Types % % Total %
%

LAB1D Field 10 Color Sample " .
Non Fib. /

Weight Chrysotile Ampslte Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301211 BI69-IOA Brown .0279 ( .00 11100. .00 .00 .00 .00 33.33 41.94 .00 24.73
Description: Covebase Mastic , fr( Y)

,

Location: NIA \ Analyzed I Charged: Yes

Comments: , \ Preped / Charged : No
;-

Initial i % Asbestos Types % % Total %
%

LABID Field ID Color Sample,'
Amosi~b

Non Fib. /

Weigh~ Chrysotile Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301212 BI71-IOB Brown .011S .•_i. .00 I '. .001 .00 .00 .00 .00 20.87 40.00 .00 39.13, 1

Description: Covebase Mastic {Tn ;/
Location: NIA , Analyzed / Charged: Yes

"

Comments: ./ Preped / Charged : No
f

.'

Page 2 of 3
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ProScience Anakydcal Services, Inc

Client#: 44
Client Project: 60-222-67-0009
Ciient Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30759
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

Initial % Asbestos Types % %% Total %
LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N301213 BI03-IOC 0 0 0 0 0 0 0 0 0 0 0
Description: Covebase Mastic

Location: N/A Analyzed / Charged : No

Comments: Not Enough Mastic to Analyze Preped / Charged : No

Initial \ r % Asbestos Types % % %
Total %

LAB ID Field lD Color Sample
'<.

Non Fib. /
Weight l0l!"ysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301214 B169-IIA Brown .2826 00 .00 .00 .00 .00 .00 37.40 21.59 .00 41.0 I
Description: Brown Covebase

17~()Location: N/A Analyzed / Charged: Yes

Comments: Preped / Charged : No

Initial i y % Asbestos Types % % Total %
%

LAB ID Field ID Color SaJ~ple ; , Non Fib.!
Weight! Chrysotile A~osite Actinolite Crocido lite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N301215 B171-IIB Brown .1979 ; .00 Ao .00 .00 .00 .00 39.16 22.08 .00 38.76

Description: Brown Covebase

~IC;; {V \
Location: N/A I, Analyzed / Charged: Yes

Comments: J\ Prepcd ! Charged: No
! \-

Initi#l ;' i % Asbestos Types % % Total %
%

Sample
,

~"'~'\. Non Fib. /
LAB ID Field ID Color

Weight Chrysotile Amo~ite Actinolite Crocidolite Anthophyllite Trcmolite ORG C~,onat\ Asbestos Non Ash.

N301216 B139-17A Re,d .0094 .00 00 .00 .00 .00 .00 80.85 ( -18.09 1 .00 37.24

Descl;ption: Fire Stop Sealant

\/~Tl~V
~./

Location: N/A
···~llalyzed I Charged: Yo<

Comfn~ntsj I /7 Prcped / Charged : No
-, , ", // ' , -' !

YG1
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ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

April 04, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,

Stefani Bishop, Optical Asbestos M aqer
Adrian Stanca, Laboratory Director

Enclosure:
LAB BATCH ID: B 31359 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA ID# 102754; VT 10# AL016876; PH ID# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park' Woburn, Massachusetts' 01801· Phone (781)935-3212 • Fax (781)932-4857



Client #:
~t Project:

.1t Reference:
Client Name:

Method:

ProScience Analytical Services, Inc

44
60-22267-OOOg
DCAM, Edward J. Sullivan, Cambridge, MA

ATC Associates, Inc., MA

EPN600/R-93/116

Batch: B 31359

Date Sampled: NIA
Date Received: 3/31/2005
Date Analyzed: 4/212005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308611 8139-01A Gray 0 0 0 0 0 0 0 85 0 0 0 0 15

Description Debris
Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308612 8183-018 Gray 20 0 0 0 0 0 0 60 0 0 0 0 20

Description Debris
Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308613 8185-01e 0 0 0 0 0 0 0 0 0 0 0 0 0

i ~ ....scription Debris

(I ,ation: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308614 8183-01 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Debris

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308615 8183-01E 0 0 0 0 0 0 0 0 0 0 0 0 0

Description Debris

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B308616 8147-02A White 15 0 0 0 0 0 0 0 0 0 0 0 85

Description 6"-12" Pipe Insulation

Location: N/A
llments: Analyzed: Yes

Page 1 012



ProScience Analytical Services, Inc

Client#: 44
- . 'nt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Suilivan, Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31359

Date Sampled: N/A
Date Received: 3/31/2005
Date Analyzed: 4/2/2005
Date of Report: 4/4/2005

ASBESTOS NON-ASBESTOS

LABlO Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTH NON

8308617 8147-028 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"-12" Pipe hlsulation

Location: NlA

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABlO Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTlI NON

8308618 B147-02C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"-12" Pipe Insulation

Location: N/A
Comments: Analyzed: No

MNW = Mineral Wool· eEL = Cellulose

Asbestos Codes: CHR"" Chrysotile

Non-Asbestos Codes: FBG "" Fiberglass

•

AMO = Amositc eRO = Crocidolite ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN "" Synthetic OTH = Other NON = Non-Fibrous Minerals

Page 2 of 2



05 Days

ProSch ;e Analytical Services, Inc. DRUSH <6 Hours e I Of 2-
PLM Asbestos Chain of Custody Record lik....~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES iZ:I. ~
22 Cummings Park. Woburn, MA 01801 683 North Mountain Rd., NeWington, CT 06111 0 Same day 0 24 Hour ~r 0 72 Hour
T:781-935-3212 F:781-932-4857 T:860-953.1022 F:860-963.1030
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike SI., Cambridge, MA.

Project Number. 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

Comments:

For cortmlete information about our services and locations Dlease visit us at www.Droscience.net or r::all the nllmhen" :>hnvp



ProScit ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

,2Of<--

~
DRUSH <6 Hours

Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES ~~

22 Cunvnings Park, Woburn, MA 01B01 6B3 North Mountain Rd., Newington, CT 06111 0 Same day 0 24HO~ 48 Hour' 0 72 Hour 0 5 Days
T:7B1-936-3212 F:7B1-932-4l167 T:B60-963.1022 F:B60-963-1030 _ _

Client: ATC- OCAM Relinqueshed By: .p;-: - _
Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA. Received By and Date: _

Project Number: 60·22267-0009 Quantity Received: Analyzed:

Phone / FAX Number: 781-932-9400/ Fax 781·932-6211 Faxed By and oate:__-;::::=::;- _
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Comments:

For complete information about our services and locations Dlease visit us at www.DrDscience.netorcallthf.!nllmhf.!r.<: ahnvl>



ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 22, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency inclUding NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

\

/·~~A~~J..!...:.~~~4I-
Stefanie ishop, Optical Asbestos ManaQer
Adrian St nca, Laboratory Director

Enclosure:
LAB BATCH 10: B 31871 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# M000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
~';O"t Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA

Method: EPN600/R-93/116

Batch: B 31871

Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313867 1608-21A Ii Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CRR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON,
B313868 1515-21A '" Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
f

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

B313869 1427-16A \J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

I)escription Sheetrock

tion: N/A
Il.,umments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In
/

Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313870 1347-16Av Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In
r

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

B313871 1235-16A If Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON
I

B313872 1111-16A J Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
"'''TJments: Analyzed: Yes

Page 1 of 4



Client #:
..... 'ient Project:

': Reference:

Chent Name:

Method:

ProScience Analytical Services, Inc

44

60-22267-0009

DCAM, Edward J, Sullivan, 40 Thorndike St., Cambridge, MA

ATC Associates, Inc" MA

EPN600/R-93/116

Batch: B 31871

Date Sampled: N/A

Date Received: 4/20/2005

Date Analyzed: 4/22/2005

Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID FieldID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL BAR SYN OTU NON,

B313873 1035-18AJ Gray a a a a a a a a 5 a a a 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
•

Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL BAR SYN OTU NON

B313874 909-16AJ Gray a a a a a a a a 3 a a a 97

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CUR AMO CRO ACT TRE ANT FBG MNW CEL BAR SYN OTB NON

8313875 835-15A\7 Gray a a a a a a a a 3 a a a 97

T)escription Sheetrock

tion: N/A
····'·Lv,nments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID . Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8313876 709-16A,/ Gray a a a a a a a a 5 a a a 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
r

Color CUR AMO CRO ACT TRE ANT FBG MNW CEL BAR SYN OTB NON

8313877 621-17A\/ Gray a a a a a a TR a 5 a a a 95

Description Sheetrock

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID I Color CBR AMO CRO ACT TRE ANT FBG MNW CEL BAR SYN OTB NON

8313878 540-19A,j Gray 0 0 0 0 0 0 a a 5 0 a 0 95

Description Sheetrock

Location: N/A
~'1mments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client #: 44
~"ont Project: 60-22267-0009

Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 31871
Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ASBESTOS NON-ASBESTOS

LABID Field ID
I'

Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313879 M05-1 3AV Gray 0 0 0 0 0 0 0 0 10 0 0 0 90

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ]D Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313880 410-18AV Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In I Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B313881 358-20A.,j Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

I":\o.scription Sheetrock

( tion: N/A
'1"Lulnments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON,
B313882 279-17A \I Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID
f

Color CHR AMO CRO ACT TRE ANT FBG MNW eEL HAR SYN OTH NON

B313883 133-18A \I Gray 0 0 0 0 0 0 0 0 5 0 0 0 95

Description Sheetrock

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON
I

B313884 B151-18A V Gray 0 0 0 0 0 0 0 0 3 0 0 0 97

Description Sheetrock

Location: N/A

'llments: Analyzed: Yes
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ProScience Analytical Services, Inc

Client #:
r"lient Project:

: Reference:
Ghent Name:

Method:

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

8atch: 831871

Date Sampled: N/A
Date Received: 4/20/2005
Date Analyzed: 4/22/2005
Date of Report: 4/22/2005

ACT = Actinolite TRE = Tremolite ANT:: Anthophyllite

HAR "" Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

eRO = Crocidolite

eEL = Cellulose

CHR:: Chrysotile AMQ = AmositeAsbestos Codes:

Non-Asbestos Codes: FBG = Fiberglass MNW"" Mineral Wool

•
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For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number. 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

ProSci,. ~e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES~ .~
o Same day 0 24 Hour (% 48 Hour [22 Cummings Park, Woburn, MA 01801

T:781-ll35.J212 F:781-ll32-4857

comments:

For complete information about our services and locations olease visit us at www.oroscience.net or call thf'! nllmhM_'" ahnvI>
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ProScir ;e Analytical Services, Inc.
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Description / Location

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267·0009
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ProSci, ;e Analytical Services, Inc. DRUSH <6 Hours

PLM Asbestos Chain of Custody Record ~ Turn Around Time Requested
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c" ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 02, 2005

Ste Ie B'shop, Optical Asbestos Ma
Adrian S anca, Laboratory Director

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Enclosure:
LAB BATCH ID: B 30783 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# M000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
- "'nt Project: 60-22267-0009

.nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

Client Name: ATC Associates, Inc., MA

Method: EPA/600/R-93/116

Batch: B 30783

Date Sampled: N/A

Date Received: 2/27/2005

Date Analyzed: 3/2/2005

Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CRR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

B301504 B225-01A White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description Ixl Spline Ceiling Tile

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

B301505 B225-01B White 0 0 0 0 0 0 0 80 0 0 0 0 20

Description 1xl Spline Ceiling Tile

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL llAR SYN OTH NON

B301506 B225-01C White 0 0 0 0 0 0 0 80 0 0 0 0 20

'''"'~scription 1x I Spline Ceiling Tile

.:ation: N/A

rcomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field lD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301507 Stair1-04A White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Original Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field lD Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTU NON

B301508 81alr2-04B White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Original Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301509 Stair3-04C While 0 0 0 0 0 0 0 70 0 0 0 0 30

Description Original Text. Ceiling

Location: N/A
mments: Analyzed: Yes

Page 1013



ProScience Analytical Services, Inc

Client #: 44
~"qnt Project: 60-22267-0009

mt Reference: DCAM, Edward J. Sullivan. 40 Thorndike St.. Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPA/600/R-93/116

Batch: B 30783
Date Sampled: N/A
Date Received: 2/27/2005
Date Anaiyzed: 3/2/2005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301510 B246-05A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B301511 B246-05B White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTU NON

B301512 B246-05C White 0 0 0 0 0 0 0 0 0 0 0 0 100

"'lescription Patch Text. Ceiling

cation: N/A
~I· Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B301513 B230-06A Tan 0 0 0 0 0 0 0 45 45 0 0 0 10

Description 2x2 Ceiling Tile wlDivot

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

B301514 B229-06B MI. Clrs. 0 0 0 0 0 0 0 40 40 0 0 0 20

Description 2x2 Ceiling Tile w/Divot

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

BJOl5l5 B246-07A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Plaster Daub

Location: N/A
)mments: Analyzed: Yes

Page 2 of 3



ProScience Analytical Services, Inc

Client#: 44
',nt Project: 60-22267-0009
Jnt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA

Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 30783
Date Sampled: NIA
Date Received: 2/27/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT .'BG MNW CEL HAR SYN OTH NON

B301516 B211-08A Gray 5 0 0 0 0 0 0 0 0 0 0 0 95

Description Interior Door Unit Caulk

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301517 B246-09A MI. Clrs. 0 0 0 0 0 0 0 0 TR 0 TR 0 100

Description Fire Stop Sealant

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B301518 B205-10A MI. Clrs. 15 0 0 0 0 0 0 45 0 0 0 0 40

"'"'escription Spray On Fireproofing
;cation: N/A'1 Comments: Analyzed: Yes

Asbestos Codes: CHR"" Chrysotile AMO '" Amosite eRO = Crocidolitc

Non-Asbestos Codes: FBG = Fiberglass "MNW = Mineral Wool eEL = Cellulose

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

I-IAR = Hair SYN = Synthetic OTH = Other NON = Non~Fibrous Minerals

Page 3 of 3



ProSci€. e Analytical Services, Inc. g-~i DRUSH <6 Hours '-1/L IY , 1Of ~
PLM Asbestos Chain of CustodyRecord'~ Turn Around Time Requested

LASORATORY/HEADQUARTERS CONSULTING SERVICES
22 Cummings Park, Woburn, MA 01801

T:7810936-3212 F:78109324867

683 North Mountain Rd., Newington, CT 06111

T:8600963·1022 F:8600963·1030
o Same day 0 24 Hour ~ 48 Hour 0 72 Hour 0 5 Days

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.
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Contact: Michael Lane

For Lab Use> Batch Number:

Lab ill
Field ill
Sampled

date

SS3
13307~

Description / Location

VIsual I UpUCQI ...ropertles I Refractive Indioles:-1
~ •

f E ~ E • ~
,

c c ...
~ • " ~

~
0 • " • ~ • '"e J! a '" til '" e Oil • a " '" . .. •

§!§ '"
~

.. ~ '" a ~ 'H g 0. '" e> ] .2 .." ~ e- ] ~ 8 .2 ~ ,
~ "~ ~

0 • .\' e • • .0
~ 'ii '"

c
8 ~ ::1 E <li II ..L ti ~

u
~ ~ a a

0- 0 '" .. ::; J: '" Z

~ C\(l:,

£:/2- '1.-~
SO~I O\C-

I

'~

Y--,--

~I~\

"I;

\

:)0

av

:)-0

Comments:

For cort/p/ete information about our services and locations please visit us at www.Droscience.net or r:,,/I thA nllmh",r.<:: "hnvr>



683 North Mountain Rd., Newington, CT 06111

T;860-953·1022 F;860-953.1030

ProSch:. e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record ~
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Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932·9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number: ~ '60,~

Comments:-

For cortlJJ/ete information about our services and locations Dlease visit us at www.DrDscience.nef Dr c::aU fhR nllmhRr.'< ahnvp
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ProSci£ e Analytical Services, Inc. s.:
PLM Asbestos Chain of Custody Record·<j Turn Around Time Requested
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thomdike St., Cambridge, MA.

Project Number: 60-22267-0009
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Contact: Michael Lane
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 04, 2005

The enclosed analytical results have been obtained by using the EPN600/R-93/116 method. The
"Point Counting" quantitative method has been used for determining the percentage of asbestos in
the samples included in this batch. The Point Counting method is usually recommended when
friable sample contains less than 10% asbestos by visual estimate. All the asbestos contents
obtained using this technique are reported as real numbers. If only asbestos fibers which do not
meet the point counting criteria are observed during the microscopical examination of the sample,
the analytical result will be reported as "TR" (Trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination
that may have occurred during the sample collection process or erroneous data provided by the
client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

~ ev1~lAA f~(J
Stefanie;Bishop, Optical Asbestos Manaqe
Adrian Stanca, Laboratory Director

Enclosure:
LAB BATCH ID:P 30841 CLIENT PROJECT 10: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA 10# AA000156; ME ID# LB-055; ME 10# LA-056;
AIHA ID# 102754; VT ID#AL016876; PH ID#218(TEM,PLM); ELAP 10# 11632; RIIO# 186.

22 Cummings Park· Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

(,Iient #: 44
,nt Project: 60-22267-0009

<'-lient Reference DCAM, Edward J. Sullivan, 40 Thomdike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: P 30841

Date Sampled: N/A
Date Received: 3/2/2005
Date Analyzed: 3/3/2005
Date of Report: 3/4/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

PJOl9t9 B211-08A Gray 1.5 0 0 0 0 0 0 0 0 0 0 0 98.5

Description: lntelior Door Unit Caulk

Location: N/A

Comments: Analyzed: Ves

Asbestos Codes: CHR "'" Chrysotile AMO = Amosite eRO =: Crocidolite ACT =: Actinolite TRE =: Tremolite ANT = Anthophyllite

N..D.~-•.S.b.CStD.S Codes: .FBG.= Fiberglass MNW:::: M.lnera.l Wool C.EL= Cellu~9sc HAR = Hair SYN = Synthetic OTH = Other NON = Non~Fibrous Minemls/~' (\ ~\ 17~b(/*., 'I r ulta~e in Rercenta1e/0 "'tJt)ilV0 ", .
hE:U UlL'1LVv\.-tf- -- -- '/

Mi a~:.Janning, Analyst ~
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ProScience Analytical Services, Inc
L I ,
/v

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

March 02, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

sj.f1\ler.eeWI , "\

i~ jJL ,rJJA
/ stefani4 Bis-hop, Optical Asbestos

Adrian~6tanca, Laboratory Directo
anaqer

Enclosure:
BATCH NUMBER: N 30760 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RIID# 186.

22 Cummings Park· Woburn, Massachusetts· 01801· Phone (781)935-3212 • Fax (781)932-4857



ProScience Ana." .ical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, inc., MA
Method: NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 30760
Date Sampled: N/A
Date Received: 2/28/2005
Date Analyzed: 3/2/2005
Date of Report: 3/2/2005

'GC\1

Initial % Asbestos Types % % %
Total %

LAB ID Field ID Color Sample Non Fib. J
Weight Chrysotile Amositc Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Asb.

N301217 B211-IIA Tan .9562 .00 .00 .00 .00 .00 .00 -89.41 153.22 .00 36.19
Description: 12xl2 Tan Floor Tile

Location: N/A Analyzed / Charged: Yes

Comments: Prcpcd I Charged: No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib. /

Weight Chrysotite Amosite Actinolite Crocidolitc Anthophyllite Tremolite ORG Carbonate Asbestos NOll Ash.

N301218 B211-12A Ml. Clrs. 2.0848 .00 .00 .00 .00 .00 .00 98.50 .82 .00 .68
Description: Mastic Assoc. w/12x Iit..'!an Floor Tile

Location: N/A .0 Analyzed / Charged: Yes

qcfJ'tllTiflltS:J .,
/l j Prcpcd / Charged: No

, j (J , , _J A A~

"'LY-:JWfM J
/ Ste~nie~ishoP' Analyst ..
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For Lab Use> Balch Number: I 30ll..eo Analyzed By / Date:
Visual

Field ID
fLab ID I Sampled Description / Location
~I ~ I"~ ~ " -date o ~ ~<3 J: I- U.

Optical Properties Refractive Indfcles Asbestos Percentage (%) Non Asbealo5 Percentage (%)
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68. North Mountain Rd., Newington, cT 06111

T:860-96.-1022 F:860-96.-10.0

1 4. Of i.(

05 Days

Relinqueshed By:

Received By and Date: /

Quantity Received: Analyzed:
Faxed By and Date:__-;==:::::;- _

Stop on I'irst Positive:Ye~No _

QC Bv/Dala:

il 0,","<,"0," 'rtH !/<rJt3
Turn Around Time Requested

o Same day 0 24 Hour M4a. /'-' Hour 0 72 Hour

Client: ATC- DCAM

Address: Edward J. Sullivan. 40 Thomdike St., Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781·932-9400/ Fax 781-932-6211

Contact: Michael Lane

22 Cummings Park, Woburn, MA 01801

T:781-9.6-3212 F:781-9:l2-4867

ProScie e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS CONSULTING SERVICES

~ e:,'2tl I ~'" \ei'O" ODOr UV" tCoLJ \::
! DBAx= ~_2.,\!o

( 'Oq A I ~\VC- <; \-0
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Comments:

For cortllJlete information about our services and locations Dlease visit us at www.oroscience.net or r.alf th" nllmh"r.<: ahnvI>



ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Oear Michael Lane,

March 03, 2005

Results of samples you described and submitted to ProScience Analytical Services, Inc. are shown on the
enclosed data sheets. The analytical results in this report apply to the items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the folloWing: actinolite, amosite, anthophyllite, chrysotile, crocidolile, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical Services, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NIST/NVLAP.
This report may not be reproduced, except in its entirety, w~hout permission of the ProScience Analytical
Services, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Adrian Stanca, Laboratory Oirector

Enclosure:
BATCH NUMBER: NT 6556 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212



Client#:
Client Project:
Client Reference:
Client Name:

ProScience Analytical Services, Inc
22 Cummings Park, Wobum, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

44
60-22267-OOOg
DCAM, Edward J. Sullivan, 40 Thorndike Street
ATC Associates, inc., MA

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6556
31312005
31212005

31312005

LAB 10 Field 10

NT52566 B211-11A

NT52567 6211-12A

Description:

ITan floor tile

i~a_~~_i~ __~~_S<J.~~ __~.~./_t~f!!!?gr_~~_

T-- Initial I "~,Asb~;t~s-Ty"'p~s------To/~-- 'I ,·····1;' - - - I - -- Tp;e-p~dl I
I COlor;;:~~~ tC-H~JAMOI~~~I~RoI~~TI:r~E].N~~~:plor9:'nic j C::b. A::~~t'~s 1~2~~~~:~ t~~arged I

J_,9.~62 ioo 1,00 1.... 00.1.,00.1 ,00LooI36.1.9L~51714864_ NO ..1: ;e_s~+ No_-I
, , ! I ! I ! I I •____ .. ~ _J __ .l~_4_8 :99 ~QO__L__~QQ L_~:go __L_~Q9__j_~~ __J_ 1QA~_ 1. ?Q:~? _L_J?:_~~_J._ NO J_ ~e_~__ .t~_~_~~ _

Comments:

121£< / .
AllIson Small, An-l:17t,k:':'ta---- £~_,.o
Asbestos Codes: CHR = Chrysotilc AMO = Amosite eRO = Crocidolite ACT = Actinolite TRE = Tremolitc ANT = Anthophyllite TR = Trace = < 1% NO = None Detected
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ProScience Analytical Services, Inc

Client#: 44
Client Project: 60-22267-0009
Client Reference: DCAM, Edward J. Suliivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: NY ELAP Method For The Analysis of Non Friable.~rganicaliy Bound Materials

Batch: N 30760
Date Sampled: NIA
Date Received: 2/28/2005
Date Analyzed: 3/212005
Date of Report: 3/2/2005

r-

"J~

Initial " \, % Asbestos Types % % Total %
%

LAB ID Field ID Color Sample,'
Amosite \

Non Fib. J
Weight.: Chrysotile Actinolite Cl'ocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Ash.

N301217 B211-11A Tan .9562 .00 .00 \ .00 .00 .00 .00 -89.41 153.22 .00 36.19
Description: 12x 12 Tan Floor Tile

'~JZ(nLocation: N/A Analyzed I Charged: Yes

Comments: . Preped / Charged : No

Initial
, i %% Asbestos Types % % Total %

LAB ID Field ID Color Samp)c

I
Non Fib.!

Weig~t Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORO Carbonate Asbestos Non Asb.

N301218 8211-12A MI. ell'S. 2.0848 .00 .00
I .00 .00 .00 .00 98.50I .82 .00 .68

Description: Mastic Assoc. w/12xl~Tan Floor Tile

,(J.\72('(')
I

Location: ;: l NIA / AnalyLcd I Charged: Yes

Q6i)11l1ents: i - /1 J Preped / Charged: No
, .,

" - ........ ,

XKJ UJiAwt .d()J/ .
/ Stemnie ~ishop, Analyst ! ;;
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Wobum, MA 01801

Dear Mike Lane,

April 07, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US govemment agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

Stefani~ishop, Optica Asbestos Mana,
Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: N 31473 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client #:
Client Project:
Client Reference:

Client Name:
Method:

ProScience AnaiJ deal Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Anaiysis of Non Friable Organically Bound Materiais

Batch: N 31473
Date Sampled: N/A
Date Received: 4/5/2005
Date Anaiyzed: 4/7/2005
Date of Report: 4/7/2005

Initial % Asbestos Types % % Total % %
LAB lD Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Asb.

N309853 B234-6A Brown .40 II 29.78 .00 .00 .00 .00 .00 29.12 21.24 29.78 19.86
Description: 12xl2 Brown Floor Tile

Location: N/A Analyzed I Charged: Yes

Comments: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LABlD Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Ash.

N309854 B234-7A 0 0 0 0 0 0 0 0 0 0 0
Description: Black Mastic

Location: N/A Analyzed JCharged: No

Comments: Prcped I Charged : No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. /

Weight Chrysotile Arnosite Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Asb.

N309855 B209-08A While .1454 22.83 .00 .00 .00 .00 .00 26.82 16.09 22.83 34.26
Description: 12x12 White Floor Tile

Location: N/A Analyzed / Ch~rged : Yes

Cmmnents: Preped / Charged : No

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N309856 B209-09A Black .1030 8.31 .00 .00 .00 .00 .00 33.79 24.66 8.31 33.24

Description: Black Mastic w!08A

Location: N/A Analyzed! Charged: Ye,

COl~rr ents: il ~
Prcped I Charged : No

~

){ Mh
,f(M -1L~t~f/C\j -'f" ~'"~

Stefaniy!l3ishop, Analyst

Page 1 of 1
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DRUSH <6 Hours

o Same day

ProScie, e Analytical Services, Inc. £1'i

PLM Asbestos Chain of Custody Record ,Iii Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTINe> SERVICES
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd... Newington, cT 06111

T:781-936.:l212 F:781-932-4867 T:860-963·1022 F:860-963·1030

VIsual I Opllcal ProPfjrtles Refractive Indlclasl Asbe.slos Perc:enh;jge (~) Non Asooslo$ Peroenlage (%)

~ CIrcle Tvoe I

§. 0
0 a "i f g E ,

0 ,0

~
• " ~ ;; ~0 • Oil = • ~ • .ll

~I[
E .9 lil ~ E 0 a is g. • ..

~
• .. ~..

1
;; ..

~ ] = '!l ! .c ~ \1 .Q

~ j
.c ~

~ ~ ~
~ '" .= " 0

8 ~ II J.. I.i E
~

;; Jl:
,.

~ • ~ 6 0
U. £0 a. U « ::; J: "' Z

'rJD

\ "-S-> \", '\-~

lM-C<..'JI\ C

Description / Location

Ir W"'~ '<e.

>/2" q~

6'bi\

Field ill
Lab ill I Sampled

date

';270

(b~

02'21

()c;

~2).\

tXL
&231.{

Dbl\.-
€>Z-3L(

Comments:

For complete information about our services and locations Dlease visit us at www.oroscience.nef or call fh., numh.,r.<: ahnvt>

Client: ATC· OCAM Relinqueshed By: V_c:::::;:::==- s _

Address: Edward J, Sullivan, 40 Thorndike St., Cambridge, MA. Received By and Date:

Project Number. 60·22267·0009 Quantity Received: Analyzed:

Phone / FAX Number. 781-932·9400/ Fax 781·932·6211 Faxed By and Oate:__-;:::==- _
Contact: Michael Lane Stop on First Positive:Ye~No _

For Lab Use> Batch Number: 1 I 3/ '-173> Analyzed ,By / Date: i , I QC By / Date:



683 North Mountain Rd•• NeWington, CT 06111

T:B50-ll53-1022 F:B50-ll53-1030

ProScie e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

05 Days

LASORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01 B01

T:7B1-ll35-3212 F:7B1-ll32-4857

CONSULTING SERVICES
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Stop on First Positive:Ye~No _

QC Bv I Date:
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Comments:

For Lab Use> Batch Number:

Client: ATC· DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781·932-9400/ Fax 781-932-6211

Contact: Michael Lane

For complete information about our services and locations o/ease visit us at www.oroscience.m'!f or call fhA nllmht>r-'< ahnvl>



ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

April 07, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Sincerely,

I Ste anie ishop. Optical Asbestos Mana.
Adrian Stanca. Laboratory Director

Enclosure:
LAB BATCH 10: B 31506 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME ID# LB-055; ME 10# LA-056;
AIHA ID# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



ProScience Analytical Services, Inc

Client#: 44
~ .. 'nt Project: 60-22267-0009

nt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31506

Date Sampled: NIA
Date Received: 4/6/2005
Date Analyzed: 4/6/2005
Date of Report: 41712005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8310123 B239-o1A Gray 0 0 0 0 0 0 0 40 0 0 0 0 60

Description 0"-6" Fitting Insulation

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8310124 B237-01B Gray 0 0 0 0 0 0 0 40 0 0 0 0 60

Description 0"-6" Fitting Insulation

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

8310125 B205-01C Gray 0 0 0 0 0 0 0 40 0 0 0 0 60

""'qscription 0"-6" Fitting Insulation

.:;ation: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8310126 8238-02A White 15 0 0 0 0 0 0 0 0 0 0 0 85

Description 6"-12" Pipe Insulation

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CRR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8310127 B207-02B 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"-12" Pipe Insulation

Location: N/A

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field In Color CUR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8310128 B219-02C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"-12" Pipe Insulation

Location: N/A

rnments: Analyzed: No

Page 1 of 4



ProScience Analytical Services, Inc

Client#: 44
"ent Project: 60-22267-0009

Jnt Reference: DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31506

Date Sampled: N/A
Date Received: 4/6/2005
Date Analyzed: 4/6/2005
Date of Repor!: 4/7/2005

ASBESTOS NON-ASBESTOS

LAB III Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

B310129 8240-03A Gray 0 0 0 0 0 0 0 35 0 0 0 0 65

Description > 12" Pipe fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8310130 8201-038 Gray 0 0 0 0 0 0 0 35 0 0 0 0 65

Description >12" Pipe fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTlI NON

8310131 8205-03C Gray 0 0 0 0 0 0 0 35 0 0 0 0 65

""'escription > 12" Pipe fitting Insulation

;cation: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B310132 8238-04A White 15 0 0 0 0 0 0 0 0 0 0 0 85

Description 0"-6" Pipe Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B310133 8207-048 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 0"-6" Pipe Insulation

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTli NON

8310134 8219-04C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description O"~6" Pipe Insulation

Location: N/A

)mments: Analyzed: No

Page 2 of4



ProScience Analytical Services, Inc

Client#: 44
-""nt Project: 60-22267-0009

mt Reference: DCAM, Edward J. Sui/ivan, 40 Thorndike St., Cambridge, MA
Client Name: ATC Associates, Inc., MA
Method: EPN600/R-93/116

Batch: B 31506

Date Sampled: NIA
Date Received: 4/6/2005
Date Analyzed: 4/6/2005
Date of Report: 4/7/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

B310135 8220-05A White 25 0 0 0 0 0 0 0 0 0 0 0 75

Description >12" Pipe Insulation

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

B310136 8221-058 0 0 0 0 0 0 0 0 0 0 0 0 0

Description >12" Pipe Insulation

Location: N/A

Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTU NON

B310137 8221-05C 0 0 0 0 0 0 0 0 0 0 0 0 0

'1escription >12" Pipe Insulation

cation: N/A

'lc::omments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTU NON

B310138 8209-10A While 0 0 0 0 0 0 0 70 0 0 0 0 30

Description 2 x 2 Textured Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL UAR SYN OTH NON

B310139 8209-108 White 0 0 0 0 0 0 0 70 0 0 0 0 30

Description 2 x 2 Textured Ceiling Tile

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B310140 8225-11A White 0 0 0 0 0 0 0 75 TR 0 0 0 25

Description Debris
Location: N/A

lmments: Analyzed: Yes

Page 3 of 4



ProScience Analytical Services, Inc

Client #:
-"ent Project:

,nt Reference:

Client Name:
Method:

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St" Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 31506

Date Sampled: NIA
Date Received: 4/6/2005
Date Analyzed: 4/6/2005
Date of Report: 4/7/2005

ASBESTOS NON-ASBESTOS

LABlD Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

83t0141 8225-11B While 0 0 0 0 0 0 0 75 TR 0 0 0 25

Description Debris
Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

8310142 B225-11C White 0 0 0 0 0 0 0 75 TR 0 0 0 25

Description Debris

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

8310143 B225-11E White 0 0 0 0 0 0 0 75 TR 0 0 0 25

~escription Debris

cation: N/A
'-'I Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABlD Field 10 eulor CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8310144 B225-11E White 0 0 0 0 0 0 0 75 TR 0 0 0 25

Description Debris

Location: N/A
Comments: Analyzed: Yes

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = NonNFibrous Minerals

eRG = Crocidolite

MNW = Mineral 01 eEL = Cellulose

W
CHR = Chrysotile AMO = AmositeAsbestos Codes:

Page 4 of 4



583 North Mountain Rd., Newington, CT 05111

T:860-953.1022 F:860-963.1030

ProScie e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

05 Days

LABORATORY/HEADQUARTERS
22 Cummlngs Park, Woburn, MA 01801

T:781-935-3212 F:781-932-4857

CONSULTING SERVICES

....~ DRUSH <6 Hours ' 1Of ~
~ Turn Around Time Requested

o Same day 0 24 HourG 48~o~ 72 Hour

IJ: /D,tfr'l1

Comments:

For complete information about our services and locations o/ease visit us at www.oroscience.net or call fhA ollmhAr.<;; ",hnVA
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683 North Mountain Rd., Newington, CT 06111

T:BB0-953·1022 F:BB0-953.1030

.
ProSci€. e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

D 5 Days

LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:7B1-935-3212 F:7B1-932-4B57

CONSULTING SERVICES S
... DRUSH <6 Hours ,2. Of';;-

W
Turn Around Time Requested

D Same day D 24 Hour ~-H0D 72 Hour

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

Lab ill
Field ill
Sampled

date

t3 7/::JOb

Description / Location

Analyzed By / Datei
i Visual

f
.21 rl~l:1l8 ~ ~ ~

Relinqueshed By: ~ _
Received By and Date: _

Quantity Received: Analyzed:

Faxed By and Date:__-;:::=:::;- _

;§lop on First Positive:Ye~No _

.fv<.- L/ -G -c~QC By / Date:
Opllcal PropertIes Rofractlve lndloles Asbestos Percentage (%) Non Asheslo& Percentage (%.)
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Far cortlPlete information about our services and locations alease visit us at www.oroscience.net or call thp ollmhpr.<;; ahnv<>



S
DRUSH <6 Hours 3 '3 Of >

·Iii
Turn Around Time Requested

ProSciE. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Wobum, MA 01 B01

T:7B1-936-3212 F:7B1-932-4B67

CONSULTING SERVICES
6B3 North Mountain Rd. Newfngton, CT 06111

T:B60-963-1022 F:B60-963·1030

o Same day o 24 Hour~ Hour 072 Hour 05 Days

.,1 ,,;*J I I I I I I I~

Relinqueshed By: V._\_~__O 0 _

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Date:-:--:---;::==:::;- _
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I~ QC Bv / Date:
Optloal Properties RefractN" IndlcJes. Asbeslos Percentage (%> Non Asbestos Percentage (~)
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Comments:

Fer complete information about our services and locations Dlease visit us at www.Droscience.nM or call thA nllmhAr", ahow>

For Lab Use> Batch Number:

Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge, MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane



6B3 North Mountain Rd, Newington, cT 06111

T:B60-963·1022 F:B60-963·1030

ProScif. e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record

05 Days
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01B01

T:7B1-936.a212 F:7B1-932-4B67

CONSULTING SERVICES
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Client: ATC- OCAM Relinqueshed By:
,v

Address: Edward J. Sullivan, 40 Thorndike St, Cambridge, MA. Received By and Date:

Project Number: 60-22267-0009 Quantity Received: Analyzed:

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211 Faxed By and oate:-:-:-o===::::;- ----:-:- _
Contact: Michael Lane op on First Posltive:Ye~No _

For Lab Use> Batch Number:13 3 I )0 G> 7f<e-' . ~0 QC By / Date:

Comments:

For cortUJlete information about our services and locations Dlease visit us at www.Droscience.nef or "all fhp nllmhpr.'" ahnv<>



683 North Mountain Rd.• Newington. CT 06111

T:860..s53·1022 F:860..sS3-1030

ProSch. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park. Woburn. MA 01801

T:781..s35.;1212 F:781..s324857

CONSULTING SERVICES S
' DRUSH<6Hours 9>Of~

'lli
Turn Around Time Requested

o Same day 0 24 Hour ~ 48 Hour 0 72 Hour 0 5 Days

Relinqueshed By: Cf'W.:;'2--__-_'_'_--- _

Received By and Date:

Quantity Received: Analyzed:

Faxed By and Oate:-:--:---;====::::;-- ---:- _

op on First POsitive:Ye~No

Ana/yzed B . fJA€- :.....~. QC B / Date:
Asbestos Percenlage (%) Non Asbestos Peroanlago (%)

/5J 0(g

Client: ATC- OCAM

Address: Edward J. Sullivan. 40 Thorndike St.. Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400 I Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:
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Comments:

For complete information about our services and locations Dlease visit us at www.Droscience.nefor .... lIfhp.nllmhp.r.c: "hnvt>



ProScience Analytical Services, Inc

Michael Lane

ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA01801

Dear Michael Lane,

April 11,2005

Results of samples you described and submitted to ProScience Analytical SelVices, Inc. are shown on the
enclosed data sheets. The anaiytical results in this report apply to the Items tested only.
The listed samples were prepared and analyzed in compliance with the New York State Transmission Electron
Microscope Method for Identifying and Quantitating Asbestos in Non-Friable Organically Bound Bulk Samples.
This method is used for the determination of weight percent of asbestos in non-friable materials.
The sample is processed to remove non-asbestos interference. The remaining residue is examined using a
Philips 300 transmission electron microscope equipped with selected area electron diffraction (SAED) and an
EDAX 9100 energy dispersive x-ray analyzer.

The following are reported: identification numbers, type of material, color or the sample, initial weight of the
sample, weight percent of organic material lost by ashing, weight percent of carbonates lost by acid dissolution,
weight percent of non-fibrous/non asbestos Inorganic material, total weight percent of asbestos in the original
sample, and the type(s) of asbestos, if any.
The EPA recognizes asbestos as the following: actinolite, amosite, anthophyllite, chrysotile, crocidolite, and
tremolite. To be considered asbestos containing, a material must be determined to contain greater than one
percent asbestos.

The quality control data related to the samples analyzed are available for review upon the written request of the
client. ProScience Analytical SelVices, Inc. and its personnel assume no responsibility for potential sample
contamination, misuse, misinformation, or misrepresentation by the client. The enclosed results may not be
used under any circumstances as product endorsement by any US government agency including NISTINVt.AP.
This report may not be reproduced, except in its entirety, without permission of the ProScience Analytical
SelVices, Inc. Laboratory Director.

Please contact me if you have any questions regarding this report or related information.

Michael Zappala, Laboratory Manager

Adrian Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: NT 6647 CLIENT PROJECT ID: 60-22267-0009
Client #: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA 10# 102754; VT ID# AL016876; PH 10# 218(TEM,PLM); ELAP ID# 11632; RIIO# 186.

22 Cummings Park' Woburn, Massachusetts' 01801· Phone (781)935-3212



Client#:
Client Project:
Client Reference:
Client Name:

44
60-22267-0009
DCAM, Edward J. Sullivan
ATC Associates, Inc., MA

ProScience Analytical Services, Inc
22 Cummings Park, Woburn, Massachusetts 01801

781-935-3212 - Fax: 781-932-4857 - E-Mail PASl96@aol.com

Method:
Batch:
Date Analyzed:
Date Received:
Date of Report:

TEM NOB
NT 6647
4/11/2005

4/712005

4/11/2005

i---..L~;·;~--I---.;~:';~~~--~L---- ------~~~criPtion: --~C01:_=~~
I I ' Weight CHR

I~T~332~--r;;'~-0;:---IRed duct sealant ._~L. .0481 5.61

1~~~~~~9.J~;~~~8A_-=-lGray duct sealant --------l_ .5078 I .00

c.omments: 11 /
/~/ 'Ii

i1L~'/Y~/-.;2VJ4J7-.-~~~4 ,
Alhson Small, Analyst/ '/ -----

% Asbestos Types I % 11--"-11:-~--------T--'-"-'" Preped/-I
-r-~-, ------ 10 fQ Total FJA IAnalyzed
_~~I ACT I eRG I ANT l!RE N~~~:;b. Organic Ca~~~ AS~!:,~";~Charge~ ,~hargedJ

.00 .00 I .00 I .. DO .00 13.10 . _64.0.3.117.26 5,6:1_ .._1 Ye~. NO]

il~~OOT.00 r.OO .00 .. 29.36 50.08 I 20.56. _ND~~_I

Asbestos Codes: CHR"" Chrysotile AMO::::: Amosite eRO::::: Crocidolite ACT = Actinolite TRE"" Tremolite ANT::::: Anthophyllite TR = Trace = < 1% NO = None Detected

Page 1 of 1



Client#:
Client Project:
Client Reference:

Client Name:
Method:

ProScience Anal j .ical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thomdlke St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

4'~,"/' ~. ~
Cff'1-lr;~
'1C-i v'

Batch: N 31474
Date Sampled: NIA
Date Received: 41512005
Date Analyzed: 41712005
Date of Report: 41712005

Initial % Asbestos Types % % Total % %

LAB ID Field II) Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolitc ORG Carbonate Asbestos Non Ash.

N309857 B315-07A Red .0481 .94 .00 .00 .00 .00 .00 64.03 17.26 .94 17.77
Description: Red Duct Sealunt

LocatiOll: N/A Analyzed / Charged: Yes

Comments: Prcped I Charged: No

Initial % Asbestos Types % % Total %
%

LABID Field ID Color Sample Non Fib./
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite TremoJite ORG Carbonate Asbestos Non Ash.

N309858 BJ15-08A Gray .5078 .00 .00 .00 .00 .00 .00 50.08 20.56 .00 29.36
Description: Gray Duct Sealant

Location: N/A Analyzed / Charged: , Yes

Co~nlfo: "- ~
Prcped / Charged : No

X ~ ~~j!Q d1M(J1/\ ~ .... I.St;;:;};Bithop, alyst

Page 1 of 1



- l~ Of /ProScif ~e Analytical Services, Inc. ORUSH <6 Hours

S'"PLM Asbestos Chain of Custody Record' Turn Around Time Requested

LABORATORY/HEADQUARTERS CONSULTING SERVICES ~
22 Cummings Park, Woburn, MA 01801 683 North Mountain Rd" Newington, CT 06111 0 Same day 0 24 Hou ,~48 Hour 0 72 Hour 0 5 Days
T:7B1-936-3212 F:7B1-932-4B57 T:B60-953·1022 F:B60-963·1030

Analyzed:

For Lab Use> Batch Number: Ai

Description / Location

Non Asbestos Percentage (%)
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Comments:

For comolete information about our services and locations Dlease visit us at www.nroscience.net Dr Crill thA nl1mhAr:<: rihnVA



Pg (of t
AI 3JLf1yBatch Number:

Date Sampled:

Proscience Analytical Services, Inc"1iL!§t~tdOB Analysis Worksheet
. ;,,'ll.':·"'X'

22 Cummings Park, Woburn, MA 01801, tel.# (781 )-935-3212 .

~¥q"51 &ii, ~Q() (',,-,I) /1oA.<~
. ". - #() ''7 -dJd'

Client Name:
Client Reference:
Client Project II

1 I 2 I 34 5 6 7 8 9

C C Sample Cruc. WL & Therm ')i'
Lab ID Field ID rue. rue. WL & Weight (2 Sample Ash WT Filter Filter Wt Residue Residue % 'Non Asb Total Y,

cruc.. I Weigh I Sample 1) Heat 3.(2-4) WT After Acid Weight ASB % Organic COC Com Asb &
p/ . as Type I

_23 130'1&'57 JlJ1Y f5,Q33?;1t;.QgI9 !5.CJS// Q,OH/Q,O;J.:J( C1fS~1-- IP-e~
f; '5l'i~ I .

'7)..1 G< 1 Cnf+-JH.12@14.l-n8 }Cf,l.{TI5 J; (J.J&?E AJlflj I I I je(Q~
;/

Percent Weight of Dolomite/Calcite =
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Mike Lane,

April 07, 2005

The enclosed analytical results have been obtained using the NY-ELAP "Method for Identifying and
Quantifying Asbestos in Bulk Sample By Polarized Light Microscopy". The point count is used for
quantifying the asbestos content. The NY State method requires that any organically bounded
materials to be ashed and acid treated in order to eliminate portion of the matrix before samples are
analyzed using Polarized Light Microscopy (PLM). The weight of sample must be reported for each
step and the final result is reported as weight %. Only Transmission Electron Microscopy (TEM) can
verify a negative PLM result.

The enclosed results may not be used under any circumstances as product endorsement by the NY
State, any US government agency or NVLAP.

The Quality Control data related to the samples analyzed is available upon written request from the
client. ProScience Analytical Services Inc., assumes no responsibility for potential sample
contamination occurred during sample collection or erroneous data provided by the client.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or Laboratory Director.

StefanieJ3ishop. Optical Asbestos Ma
Adrian'Stanca, Laboratory Director

Enclosure:
BATCH NUMBER: N 31474 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:
Client Project:
Client Reference:
Client Name:
Method:

ProScience Analyiical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thomdike St., Cambridge, MA
ATC Associates, Inc., MA
NY ELAP Method For The Analysis of Non Friable Organically Bound Materials

Batch: N 31474

Date Sampled: N/A
Date Received: 4/5/2005
Date Analyzed: 4/7/2005
Date of Report: 4/7/2005

Initial % Asbestos Types % % Total % %

LAB ID Field ID Color Sample Non Fib.!
Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Tremolite ORG Carbonate Asbestos Non Asb.

N309857 B315-07A Red .0481 .94 .00 .00 .00 .00 .00 64.03 17.26 .94 17.77
Description: Red Duct Sealant

Location: N/A Analyzed I Charged: Yes

Comment": Preped I Charged : No

Initial % Asbestos Types % % Total % %

LABID Field ID Color Sample Non Fib. /

Weight Chrysotile Amosite Actinolite Crocidolite Anthophyllite Trcmolite ORG Carbonate Asbestos Non Ash.

N309858 8315-0BA Gray .5078 .00 .00 .00 .00 .00 .00 50.08 20.56 .00 29.36
Description: Gray Duct Sealant

Location: N/A Analyzed I Charged: Yes

COI~~nts: ~ "- ~
Prcpcd I Charged : No

~JifiJ+~J
5te Ie Bl hOD. alvst

Page 1 of 1
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ProScience Analytical Services, Inc

Mike Lane
ATC Associates, Inc., MA

600 West Cummings Park, Suite 5500

Woburn, MA 01801

Dear Mike Lane,

March 02, 2005

The enclosed analytical results have been obtained by using the EPN600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
, government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

Stefanie ishop, Optical Asbestos Ma
Adrian Stanca, Laboratorv Director

Enclosure:
LAB BATCH ID: B 30777 CLIENT PROJECT ID: 60-22267-0009
Client#: 44
NVLAP ID# 200090-0; CT ID# PH-0209; MA ID# AA000156; ME ID# LB-055; ME ID# LA-056;
AIHA ID# 102754; VT ID# AL016876; PH ID# 218(TEM,PLM); ELAP ID# 11632; RI ID# 186.

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client #:
'nt Project:
J1t Reference:

Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPA/600/R-93/116

Batch: B 30777

Date Sampled: NIA
Date Received: 2/27/2005
Date Analyzed: 3/112005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301386 6301-01A Gray 15 0 0 0 0 0 0 80 0 0 0 0 5

Description Spray On Fireproofing

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301387 Stair1-02A Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

Description Original Text. Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTII NON

8301388 Stair2-02B Gray 0 0 0 0 0 0 0 60 0 0 0 0 40

~ '"'qscription Original Text. Ceiling
( cation: N/A

"I·· Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8301389 Stair3-02C Gray 0 0 0 0 0 0 0 50 0 0 0 0 50

Description Original Text. Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

8301390 6312-03A White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Text. Ceiling

Location: N/A

Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field IV Color CHR MID CRO ACT TRE ANT FBG MNW CEL liAR SYN OTH NON

8301391 6312-036 White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Text. Ceiling

Location: N/A

lmments: Analyzed: Yes

Page 1 of 2



Client#:
- .. ont Project:

,nt Reference:

Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, 40 Thorndike St., Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B 30777
Date Sarnpied: N/A
Date Received: 2/27/2005
Date Analyzed: 3/112005
Date of Report: 3/2/2005

ASBESTOS NON-ASBESTOS

LAB 10 Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTlI NON

8301392 8324-03C White 0 0 0 0 0 0 0 0 0 0 0 0 100

Description Patch Text. Ceiling

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CHR AMO CRO ACT TRE ANT F8G MNW CEL lIAR SYN OTlI NON

8301393 8324-04A Red 0 0 0 0 0 0 0 0 0 0 5 0 95

Description Fire Stop Sealant

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB 10 Field ID Color CUR AMO CRO ACT TRE ANT F8G MNW CEL lIAR SYN OTII NON

8301394 8318-05A Gray 0 0 0 0 0 0 0 40 40 0 0 0 20

. ""'ascription Ceiling Tile wlDivot

ication: N/A

"I· Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LA810 Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTH NON

8301395 8317-058 Gray 0 0 0 0 0 0 0 40 50 0 0 0 10

Description Ceiling Tile w/Divot

Location: N/A
Comments: Analyzed: Yes

Asbestos Codes: CHR "" Chrysotile AMO = Amosite eRO = Crocidolite

2E~~M€~C~C<"-
lch~{Manning, Analyst 1)111----;

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Page 2 of 2
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Client: ATC- DCAM

Address: Edward J. Sullivan, 40 Thorndike St., Cambridge. MA.

Project Number: 60-22267-0009

Phone / FAX Number: 781-932-9400/ Fax 781-932-6211

Contact: Michael Lane

For Lab Use> Batch Number:

ProScic. ;e Analytical Services, Inc.
PLM Asbestos Chain of Custody Record
LABORATORY/HEADQUARTERS
22 Cummings Park, Woburn, MA 01801

T:781-935-3212 F:781-9324857

Comments:

Por cortllJ/ete information about our services and locations Dlease visit us at www.Droscience.net or call th<! nllmh<!r.<: ahnVA
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ProScience Analytical Services, Inc

Michael Lane
ATC Associates, Inc" MA
600 West Cummings Park, Suite 5500
Woburn, MA 01801

Dear Michael Lane,

April 07, 2005

The enclosed analytical results have been obtained by using the EPA/600/R-93/116 method. The
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos
and other components of the sample. "The Point Counting" method may also be used upon client
request or at the analyst discretion. The Point Count method is usually recommended when the
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is
recorded on the report as TR (trace).

The Quality Control data related to the samples analyzed is available upon client's written request.
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that
may have occurred during the sample collection process or erroneous data provided by the client.

The enclosed results may not be used under any circumstances as product endorsement by any US
government agency including NIST/NVLAP.

All Laboratory records are retained for at least three years unless otherwise directed in writing by the
client. The actual samples are retained for a period of three months and written request is necessary
in order to be retained for a longer period of time. All analytical results and records are considered
strictly confidential and will not be released under any circumstances to anyone except the actual
client. The analytical results included in this report apply only to the items tested.

If you have any questions please contact the Laboratory Manager or the Laboratory Director.

-Stefan' Bishop, Optical Asbestos Man
Adrian Stanca, Laboratory Director

Enclosure:
LAB BATCH 10: B 31515 CLIENT PROJECT 10: 60-22267-0009
Client #: 44
NVLAP 10# 200090-0; CT 10# PH-0209; MA 10# AA000156; ME 10# LB-055; ME 10# LA-056;
AIHA 10# 102754; VT 10# AL016876; PH 10# 218(TEM,PLM); ELAP 10# 11632; RI 10# 186,

22 Cummings Park' Woburn, Massachusetts' 01801' Phone (781)935-3212 • Fax (781)932-4857



Client#:

-- "qnt Project:
,nt Reference:

Client Name:

Method:

ProScience Analytical Services, Inc

44
60-22267-0009

DCAM, Edward J. Sullivan, Cambridge, MA

ATC Associates, inc., MA

EPN600/R-93/116

Batch: B 31515

Date Sampled: N/A

Date Received: 4/5/2005

Date Analyzed: 4/7/2005

Date of Report: 4/7/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

B310309 6315-01A Gray 0 0 0 0 0 0 0 30 TR 0 0 0 70

Description 6"-12" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON
-

6310310 6322-016 Gray 0 0 0 0 0 0 0 30 5 0 0 0 65

Description 6"-12" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B310311 6301-01C Gray 0 0 0 0 0 0 0 30 5 0 0 0 65

{
"lescription 6"-12" Pipe Fitting Insulation

cation: N/A
'1 Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

6310312 6315-02A Gray 25 0 0 0 0 0 0 0 0 0 0 0 75

Description 6"MI2" Pipe Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS-LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

B310313 6315-02B 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"_12" Pipe Insulation

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTlI NON

6310314 6301-02C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 6"-12" Pipe Insulation

Location: N/A
lmments: Analyzed: No

Page 1 of 4



Client#:
-"<::Jnt Project:

,nt Reference:
Client Name:
Method:

ProScience Analytical Services, Inc

44
60-22267-0009
DCAM, Edward J. Sullivan, Cambridge, MA
ATC Associates, Inc., MA
EPN600/R-93/116

Batch: B31515
Date Sampled: NIA
Date Received: 4/5/2005
Date Analyzed: 4/7/2005
Date of Report: 4/7/2005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B310315 B315-03A Gray 20 0 0 0 0 0 0 0 0 0 0 0 80

Description O"w6" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB ID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B310316 B322-03B 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 0"-6" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field In Color CRR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B310317 B301-03C 0 0 0 0 0 0 0 0 0 0 0 0 0

....escription 0"-6" Pipe Fitting Insulation

cation: N/A
\'I····comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CUR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTU NON

B310318 B315-04A Gray 25 0 0 0 0 0 0 0 0 0 0 0 75

Description 0"_6" Pipe Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B310319 B315-04B 0 0 0 0 0 0 0 0 0 0 0 0 0

Description 0"-6" Pipe Insulation

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR SYN OTII NON

B310320 B315-04C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description O"~6" Pipe Insulation

Location: N/A
1mments: Analyzed: No

Page 2 of 4



ProScience Analytical Services, Inc

Client#; 44

-"~nt Project 60-22267-0009

,nt Reference; DCAM. Edward J, Sullivan, Cambridge, MA

Client Name; ATC Associates, Inc" MA

Method; EPN6001R-931116

Batch; B 31515

Date Sampled; NIA

Date Received; 41512005

Date Analyzed; 41712005

Date of Report 41712005

ASBESTOS NON-ASBESTOS

LABID Field ID Color CBR AMO CRO ACT TRE ANT FBG MNW CEL BAR SYN OTH NON

B310321 B315-05A Tan 0 TR 0 0 0 0 0 10 30 0 0 10 50

Description > 12" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed; Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL liAR SYN OTII NON

B310322 B322-05B Tan 0 TR 0 0 0 0 0 10 30 0 0 10 50

Description > 12" Pipe Fitting Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B310323 B301-05C Tan 0 TR 0 0 0 0 0 10 30 0 0 10 50

'lescription > 12" Pipe Fitting Insulation

)cation: N/A
"fcomments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B310324 B315-06A Gray 25 0 0 0 0 0 0 10 0 0 0 0 65

Description >12" Pipe Insulation

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LAB In Field ID Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAlt SYN OTH NON

B310325 B322-06B 0 0 0 0 0 0 0 0 0 0 0 0 0

Description > 12" Pipe Insulation

Location: N/A
Comments: Analyzed: No

ASBESTOS NON-ASBESTOS

LABIn Field In Color CHR AMO CRO ACT TRE ANT FBG MNW CEL HAR SYN OTH NON

B310326 B301-06C 0 0 0 0 0 0 0 0 0 0 0 0 0

Description >12" Pipe Insulation

Location: N/A
'')mments: Analyzed; No

Page 3 of4



ProScience Analytical Services, Inc

Client #: 44
-"ent Project: 60-22267-0009

ont Reference: DCAM, Edward J. Sullivan, Cambridge, MA
Client Name: ATC Associates, Inc" MA
Method: EPA/600/R-93/116

Batch: B 31515

Date Sampled: N/A
Date Received: 4/5/2005
Date Analyzed: 4/7/2005
Date of Report: 4/7/2005

ASBESTOS NON-ASBESTOS

LABID Field In Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B310327 B322-09A Gray 0 0 0 0 0 0 0 0 2 0 0 0 98

Description Skim Coat on Beam

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field ID Color CIIR AMO CRO ACT TRE ANT FBG MNW CEL lIAR 8YN OTII NON

B310328 8322-098 Gray 0 0 0 0 0 0 0 0 2 0 0 0 98

Description Skim Coat on Beam

Location: N/A
Comments: Analyzed: Yes

ASBESTOS NON-ASBESTOS

LABID Field In Color ClIR AMO CRO ACT TRE ANT FBG MNW CEL liAR 8YN OTII NON

B310329 8322-09C Gray 0 0 0 0 0 0 0 0 2 0 0 0 98

'lescription Skim Coat on Beam

Jcation: N/A
'I Comments: Analyzed: Yes

Asbestos Codes: CHR =::: Cluysotile At\10 = Amosite eRO"" Crocidolite

Non~Asbestos Codes: FSG = Fiberglass ~NW = Mineral Wool eEL = Cellulose

ACT = Actinolite TRE = Tremolite ANT = Anthophyllite

HAR = Hair SYN = Synthetic OTH = Other NON = Non-Fibrous Minerals

Ste

are in percenta \0/) 11 JO
V,Q OJ1/~
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